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Abstract  

Multi-walled carbon nanotubes (MWCNTs)-Thermoplastic polyurethanes (TPU) composites were 

characterized by means of differential scanning calorimetry (DSC) and Dielectric Relaxation 

Spectroscopy (DRS). The DSC analysis shows the existence of two glass transition temperatures (Tg) 

linked to the soft and hard segment of TPU. The Tg associated with the soft segment decrease by 

increasing MWCNT content, while the Tg associated with the hard segments is not affected 

significantly by the MWCNT content. DRS analysis was used to analyze how the MWCNT content 

affects the electrical properties of the composites. The results of DRS showed a correlation between 

MWCNT content and the electrical properties of the material. Thus, it was observed that rising 

temperature and MWCNT content, both increased the dielectric permittivity and the loss factor. 

Otherwise, the presence of MWCNT produces an enhancement of charge carriers trapping, increasing 

the electrical conductivity. The conductivity process was analyzed by means of several functions as (i) 

complex impedance (Z
*
()), (ii) dielectric conductivity (’()) and loss dielectric modulus (M

”
()). 

From the study of the MWCNT content effect on the conductivity behavior, it follows that there is an 

increase of several orders of magnitude of the conductivity value. The electrical conductivity of the 

composite was found to exhibit an insulator to conductor transition at a MWCNT critical content, i.e. 

the percolation threshold, near 6% wt. The activation energy values, associated with the conductive 

process, obtained by the different procedures are in good agreement. The lower activation energy 
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values observed for the high MWCNT contents can be rationalized if we consider that the mean 

distance between MWCNT decreases with increasing MWCNT content.  

 

Keywords: Nanocomposites. Multi-walled carbon nanotubes. Thermoplastic polyurethanes. Differential 

Scanning Calorimetry. Conductivity. 

 

 

INTRODUCTION 

Over coming years, science applied to the study of materials will be oriented to the 

development of so-called nanomaterials (nanocomposites) [1-2]. Mainly, the great interest of 

the nanocomposites, lies in the easy improve of various properties of the original material 

(matrix) by adding small amounts of nanometric components, due to the high area/volume 

relationship thereof [3-5]. A large number of conductive composites have been prepared by 

addition of electrically conductive particles, such as metallic powder [6-7], graphite
 
[8-9], 

carbon black (CB)
 
[10-12]

 
 and carbon nanotubes (CNT)

 
[13-14]

 
 above a critical 

concentration into an insulating resin. These materials, which consist of a main matrix 

typically polymeric, and one or various components added to nanometric level to this matrix, 

will be the focus of this paper.  

One of the most versatile polymeric materials used as matrix, due to they can behave 

as elastomers, thermoplastics, or thermoset polymers depending on the different reactants and 

synthesis conditions selected, are the polyurethane family. Its versatility together with their 

peculiar behavior makes them suitable to a wide range of applications (foams, elastomers, 

coatings, sealants, and adhesives) [15-17]. Thermoplastic polyurethanes (TPU) are linear 

block copolymers formed by thermodynamically incompatible segments named as soft and 

hard domains. The soft segment provides high flexibility at room temperature, whereas the 

hard segment provides physical crosslink sites through strong intermolecular hydrogen 

bonding. Therefore, you might motorize their properties (morphological, physical, chemical, 

and mechanical) by changing your formulation and content of the hard segment, molecular 

structure of soft segment, and manufacturing conditions. 

During the new century, CNT’s are being considered as a promise filler materials for a 

whole host of applications due to their unique properties, such as high electrical and thermal 

conductivity and ultrahigh mechanical strength [18-19] combined with their low density and 
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high aspect ratios. So, their electrical conductivity is higher than copper, heat conductivity is 

higher than diamond and are stronger than steel. The basic CNT morphologies are single-

walled carbon nanotubes (SWCNT) and multi-walled carbon nanotubes (MWCNT). In recent 

years, both CNT morphologies have been widely used in order to improve the electrical 

properties of the polymer matrix in composite materials [20]. Nevertheless, MWCNTs are 

substantially cheaper and easier to experimentally manipulate compared to SWCNTs. 

Additionally, the increased use of this filler material also is linked to the continued 

advancements in cost reduction of their production. For this reason, in recent years the 

MWCNTs have been widely used, as filler in composite systems, since possess unique 

physicochemical characteristics in order to improve the properties of the polymer matrix [21-

22]. The widespread use of carbon nanotube (CNT)-composites justifies the relevance of the 

study and characterization of this type of materials.  

In this regard, in this work we report on our study into how the Multi-walled carbon 

nanotubes (MWCNTs) content affects the thermal and conductive properties of 

TPU/MWCNT composites for application mainly in the field of electrical and electronics. 

Differential scanning calorimetry (DSC) and Broadband dielectric relaxation spectroscopy 

techniques were employed to study the thermal and conductive properties of the composites. 

Importantly, the present study will focus on the phenomenological description and 

interpretation of the conductivity behavior of TPU/x-MWCNT composites as a function of the 

MWCNT content, temperature and frequency. 

Experimental section 

Materials. Samples Preparation 

TPU/x-MWNT nanocomposites were prepared by melt mixing method in an internal batch 

mixer. The matrix is a TPU consisting of 50 % by mass hard segment (Methylene diphenyl 

diisocyanate),  1,4 butanediol as a diol chain extender, and 50 % soft segment 

(polyethyleneglycol adipate) that was supplied by Lubrizol Advanced Materials Inc., 

ThermedicsTM Polymer Products, Ohio, USA. Multi walled carbon nanotubes (MWCNT) 

consisting of multiple rolled layers (concentric tubes) of graphite were provided by Helix 

Material Solutions, Inc. Richardson TX, USA. Purity is about 95 % according to 

manufacturer specifications (length is in the range from 0.5 to 40 m and the specific surface 

area is in the range from 40 to 300 m
2
 g

-1
). The mixing of samples were carried out at 

temperature of 185 °C with a rotor speed of 100 rpm and mixing time of 8 min. TPU pellets 

and MWCNTs were dried before processing to remove the water content if any in the 

supplied materials at 80 º and 120 °C in a preheated vacuum oven for 6 and 24 hr, 

http://www.linguee.es/ingles-espanol/traduccion/nevertheless.html
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respectively. A scheme of the chemical structure of the TPU is shown in Fig. 1. The 

nomenclature used for labelling the samples and the MWCNT content in the mixtures with 

TPU is summarized in Table 1.  

Methods 

Surface morphology of samples was obtained using an ultra-high resolution field-

emission microscope (Zeiss Ultra-55FEGSEM) equipped with an in-lens detection system. To 

get higher resolution, low voltage need to be applied. By using collecting-efficient through-

the-lens (In-lens for Zeiss) detector, the resolution at low voltage mode can reach at the 

nanometer level. Small pieces of sample were placed in the sample holder to study the sample 

surface. Since the sputter coating may affect the quality of SEM images of the nanofiller, the 

samples not were coated. The analysis was carried out at accelerating voltages of 5kV and 

1kV. 

Differential scanning calorimetry (DSC) scans were performed using a TA Instrument 

Q20 (USA) equipped with a refrigerated cooling system and nitrogen purge. Calibration was 

undertaken with indium according with manufacturer recommended procedures. About 5-7 

mg of sample was sealed in an aluminum pan for every test. Thermal behavior was 

investigated by scanning the samples from -90 ºC to 230 °C at a heating rate of 20°C min
-1

. A 

second run (to delete the thermal history) was used for the thermal characterization of the 

films. The midpoint of the heat capacity change has been chosen to represent the glass 

transition temperature, Tg. 

The analysis of the electrical behavior of TPU/x-MWCNT composites was carried out 

using broadband dielectric relaxation spectroscopy (DRS). Isothermal relaxation spectra of 

TPU/x-MWCNT composites were collected by using a Novocontrol Impedance Spectrometer 

(Novocontrol Technologies GmbH&Co. KG Montabaur, Germany) consisting of an Alpha 

analyzer to carry out measurements from 5·10
-2

 to 3·10
6
 Hz. The measurements were carried 

out in inert N2 atmosphere between -20 to 170 °C. The temperature was controlled by a 

nitrogen jet (QUATRO from Novocontrol) with a temperature error of 0.1 °C during every 

single sweep in frequency. Molded disc shaped samples of about 0.20 mm thickness and 20 

mm diameter was used. The experimental uncertainty was better than 5% in all cases.  

One of the best potential of the linear dielectric analysis is that impedance data allows 

the analysis of processes related to: (a) charges transport across the samples and (b) dipoles 

motions associated with local and cooperative micro-Brownian motions of the molecular 
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chains [23-25]. Under an alternating voltage  V  , the current crossing a sample sandwiched 

between two parallel plane electrodes can be expressed as    *V Z  , where  *Z   is the 

complex impedance. The charge transport across the sample often dominates the dielectric 

response of a material at high temperatures and low frequencies. The processes that contribute 

to the dielectric response under these conditions include the migration of mobile charge 

carriers across the medium (ohmic conduction or electronic conduction) and the trapping of 

charges at interfaces and boundaries (non-ohmic conduction or polarizations effects). The last 

processes are the result of (i) accumulation of charges at the electrode-sample interface, called 

“electrode polarization” (EP) and/or (ii) the separation of charges at internal phase boundaries 

referred to as MaxwellWagnerSillars (MWS) polarization. MWS polarization is generally 

evident in non-homogenous materials like multiphase polymers, blends and colloids, 

crystalline or liquid crystalline polymers, composites, etc. and occurs across smaller size 

scales when comparing to the EP.  

In order to carry out the characterization of the different processes the dielectric 

response can be analysed in terms of several functions: Z
*
(), *

(), *
(), M

*
(),…. Each of 

the above cited processes has specific features in the frequency and temperature dependence 

of the real and imaginary part of these functions. The dielectric permittivity and the 

conductivity are expressed, respectively, in terms of the impedance as 𝜀∗(𝜔) = (𝑙 𝐴⁄ ) ∙

(1 𝑖𝜔𝑒0𝑍∗(𝜔)⁄ ) and  𝜎∗(𝜔) = (𝑙 𝐴⁄ ) ∙ (1 𝑍∗(𝜔)⁄ ) where A and l are, respectively, the area 

and thickness of the sample between electrodes, e0 (=8.854 pF/m) is the dielectric permittivity 

of the empty space and 𝜔 = 2𝜋𝑓 is the angular frequency of the electric field. Other 

alternative representation of the dielectric properties of the material is the complex electric 

modulus 𝑀∗(𝜔) = 1 𝜀∗⁄ (𝜔). The use of the last representation is very interesting because 

allow us to emphasize the charge transport in the material [24, 26].
 

Results and discussion 

Fig. 2 shows a FESEM micrographs for the TPU/x-MWCNT nanocomposites obtained 

from Zeiss Ultra In-lens detector at 5 kV with a working distance (WD) of 4 mm (a-d) and at 

1kV with a WD of 3.3mm (e). As we can see clearly in Fig. 2a-d, the formation of 

interconnected nanotubes rises as increasing the MWCNT content. Furthermore, in Fig. 2e is 

displayed as the MWCNT aggregates are dispersed non-uniformly in the TPU matrix. 

The DSC thermograms obtained for all the samples are plotted in Fig. 3, and the 

characteristic parameters are summarized in Table 1. In all thermograms two endothermic 
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processes about -16 º and 79 ºC, respectively, associated with glass transitions (Tg) of the soft 

and hard segments of the TPU are observed. Both Tg values underwent changes with filler 

content. In Table 1 are summarized, for the six samples tested, the DSC characteristic 

parameters values of both processes. With increasing conductive filler content a clear 

decrease in the Tg associated with the soft segment is observed. This behavior can be 

associated with the increase of the free volume, promoted by a low affinity between the filler 

and the polymer matrix. That is, the reinforcement acts as a lubricant, favoring the sliding of 

the molecular chains. On the other hand, for the Tg of the hard segments only slight changes 

are observed as the reinforcing material increases. Two Tg associated to different segments of 

the polyurethane matrix have been reported in other related materials [27]. The temperature 

range of both glass transitions related to the sample heterogeneity increases with the MWCNT 

content. The trend of the heat capacity jump value (Δcp) at Tg with the conductive filler 

content is different for the process related to the soft and hard segments. Thus, for the soft 

segment process, this parameter decreases with increasing the MWCNT content is observed, 

whereas an increase is observed for the hard segment process. 

Additionally, at temperatures around 90 ºC, a transition associated with the melting of 

crystalline hard segment appears. This process, which is widely distributed, ends around 130 

ºC. Also during the cooling cycle, about 50/70 ºC a slight exothermic peak, associated with 

crystallization of the material, is observed.  

Fig. 4 shows the frequency dependency of the complex dielectric permittivity at 120 

ºC for all samples tested. All the isotherms exhibit similar patterns. Both, dielectric 

permittivity and the loss factor isotherms exhibit, at low frequency and high temperatures, a 

dominant conductivity contribution. Thus, conductive and interfacial conductivity processes 

mask these dipolar processes especially at high temperature and low frequency and even more 

so for samples with high amount of conductive filler content.  

When the data are represented in log-log scale, the loss permittivity increases linearly 

with decreasing frequency with a negative slope, according to 𝑙𝑜𝑔10𝜀𝑐𝑜𝑛𝑑
" = 𝑙𝑜𝑔10(𝜎 𝜀0⁄ ) −

𝑠 ∙ 𝑙𝑜𝑔10(𝜔), where 𝜎 is the conductivity arising from charge transport as the liquid-electrode 

interface and s is a constant (𝑠 ≤ 1). As an example, in Table 2 is summarized the fit results 

of the loss permittivity at 140 ºC. As we can see, the intercept of the straight, related to the 

conductivity of the sample, increase with the MWCNT content and the s constant is 

approximately 1 for all the samples. 
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In order to better visualization of dipolar and conductive processes [26] in Fig. 5 is 

showed a representation of experimental results in terms of the imaginary part of the complex 

dielectric modulus,  𝑀"(𝜔), at 20 ºC and 120 ºC. The complex modulus was evaluated from 

the complex permittivity as follow,  𝑀"(𝜔) = 1 𝜀∗(𝜔)⁄ . At 20 ºC almost two processes are 

observed, related in order increasing frequencies to the conductive and dipolar processes. The 

two processes are shifted to higher frequencies by increasing temperature and the frequency 

of maximum is slightly higher for samples with highest conductive filler content. Moreover, it 

appreciates that by increasing the MWCNT content: (i) the value of 𝑀𝑚𝑎𝑥
"  corresponding to 

the conductive process decreases and (ii) the overlapping between the conductive and dipolar 

processes increases. 

For the two composites with higher MWCNT content, not good definition of the 

maximum of conductive process (𝑀𝑚𝑎𝑥
" ) was obtained. For this reason, only the temperature 

dependence of the fmax, of the conductive process, for TPU and for the three composites with 

lower MWCNT content is shown in Fig. 6. According to our results, this dependence is 

Arrhenius type. The fit parameters at Arrhenius equation obtained by multiple regressions 

linear, Ea  and ln f0, are summarized in Table 3. As we can observe the addition of MWCNT 

filler produces a reduction in the activation energy, Ea. 

It is interesting to analyze the frequency dependence of the ac conductivity, for the 

purpose of characterizing the conductive process. These values were evaluated from 

measurements of complex dielectric permittivity,    0ac i        . As usual, at a 

constant temperature, the ac conductivity can be expressed by mean of the often called “the ac 

universal law”, 𝜎𝑎𝑐(𝜔) = 𝜎𝑑𝑐 + 𝐴𝜔𝑛 
 
where 𝜎𝑑𝑐 is the 𝜔 → 0  

 
limiting value of 𝜎𝑎𝑐(𝜔) and 

A and n are parameters depending of the temperature [28, 29]. For pure TPU, the conductivity 

increases with increasing frequency, as expected for an insulator material, with a value at 

room temperature and 10
−1

 s
−1

 of about 3×10
−10

 S m
−1

. Their value increases to ca 7 × 10
−7

 S 

m
−1

 at 120 ºC and 10
−1

 s
−1

, i.e. three orders of magnitude. The isotherms in the low frequency 

region, exhibit a plateau, reflecting a frequency independent conductivity, i.e., dc 

conductivity, dc . The covered frequency range by this plateau increases with temperature. . 

On the other hand, when frequency is raised, the main displacement of the charge carriers is 

reduced, and the conductivity appears to be proportional to the frequency following the law 

𝜎𝑎𝑐(𝜔) ∝ 𝐴𝜔𝑛 with 0 1n  . An increase of dc  with rising temperature and MWCNT 

content was observed. Furthermore, for MWCNT content equal to 10wt%, a frequency-

independent conductivity is obtained in all the experimental frequency/temperature range.  
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For a proper analysis of the MWCNT content effect in the conductive process, a 

double logarithmic plots of the frequency dependence of the real component of the complex 

conductivity at 120 ºC for TPU, pure polymer, and TPU/x-MWCNT composites are shown in 

Fig. 7. The conductivity exhibits a frequency dependence, which becomes stronger as the 

concentration of MWCNT decreases and as is expected the MWCNT inclusion produces an 

increase in the dc conductivity of the samples. Moreover, for samples with MWCNT content 

less or equal to 6%, the frequency dependence of () is nearly linear [()  s
] in the 

high frequency range. However, for MWCNT content equal or higher than 6%, a frequency 

independent conductivity is obtained in all the experimental frequency range. This behavior 

could be related to the occurrence of a highly interconnected filler network with almost the 

absence of electrical barriers. Additionally, we can also observe that the dc conductivity 

significantly increases for MWCNT content higher than 6%. This observation suggests that 

the critical filler content, i.e. the percolation threshold, should be near 6% for this particular 

TPU/x-MWCNT composites (see inset Fig. 7). The relatively high value of the percolation 

threshold obtained may be associated with the non-uniform distribution of MWCNT in the 

matrix and to a non-effective interaction of both constituents. This percolation threshold can 

be reduced with surface treatments to promote the connection between the matrix and the 

MWCNT [30-32].  

Fig. 6b shows the values of dc conductivity as a function of the reciprocal of the 

absolute temperature. These values were estimated from the plateau at low frequencies of the 

. As we can see, the dc conductivity is thermally activated and can be described by 𝜎𝑑𝑐 =

𝜎0 ∙ 𝑒−𝐸𝑎
𝜎 𝑅𝑇⁄ . The conductivity activation energy and the pre-factor parameters of the samples 

under study are summarized in Table 3. 

One attractive feature of dielectric spectroscopy lies in the direct correlation between 

the response of a real system and idealized model circuit composed of discrete electrical 

components (resistors and capacitors) [29].
 
The equivalent circuit modeling the complex 

impedance in the frequency domain is made up of a constant phase element of admittance 

𝑌∗(𝜔) = 𝑌0(𝑗𝜔)𝑎  (0 < a ≤ 1) in parallel with a polarization resistance 𝑅𝑝. The impedance of 

the equivalent circuit is given by [33]  

𝑍∗(𝜔) =
𝑅𝑝

1+(𝑗𝜔𝜏)𝑎 (1) 

where Y0Rp = a
, being  a mean-relaxation time. For some systems, the Cole plots are 

skewed arcs along a nearly straight line at high frequencies, and Z*() is better expressed in 

terms of the Havriliak-Negami equation [34,35]  
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𝑍∗(𝜔) =
𝑅𝑝

[1+(𝑗𝜔𝜏)𝑎]𝑏
 (2) 

The shape parameters a,b lie in the range 0 < a,b  1.  

As an example, the Cole impedance plot corresponding to TPU/2.8%-MWCNT composite, at 

several temperatures, are shown in Fig. 8. The plots are deformed arcs, roughly described by 

eq. (2), that intersect the abscissa axis at the extreme frequencies in such a way that 𝑍′(∞) =

0 
 
and 𝑍′(0) = 𝑅𝑝 , being 𝑅𝑝 the polarization resistance. The dc conductivity values were 

estimated from 𝑅𝑝 values by means of the relationship 𝜎𝑑𝑐 = 𝑙 𝐴 ∙ 𝑅𝑝⁄ . As we can observe in 

Fig. 6b, the dc conductivity values obtained are in reasonable good agreement with those 

obtained from the plateau in  𝜎′𝑣𝑠 𝑓 plot. 

Conclusions 

This work is mainly focused on the study of the thermal and electrical properties of 

composites of TPU matrix loaded with different amounts of MWCNT.  

The DSC analysis show the existence of two Tg associated with the soft and hard 

segment of TPU. While the Tg related to the hard segments is not affected significantly by the 

MWCNT content, the Tg associated with the soft segment decrease by increasing MWCNT 

content. That is, the MWCNT promotes the sliding of the molecular chains in the soft 

segment, bringing more disorder in these areas and decreasing Tg. Probably, the  MWCNT not 

penetrant the hard segments and their Tg is unaffected. 

The DRS was employed to study the MWCNT content effect on the conductivity 

behavior. The presence of MWCNT produces an enhancement of charge carriers trapping, 

increasing the electrical conductivity. These measurements show that the dielectric 

permittivity and electrical conductivity of the composites increase with the addition of 

MWCNT. Thus, an abrupt variation of both functions, related to the insulator to conductor 

transition, is observed at MWVNT content above 6wt%. The lower activation energy values 

observed for the high MWCNT contents can be rationalized if we consider that the mean 

distance between MWCNT decreases with increasing MWCNT content. The activation 

energy values obtained by the different procedures are in good agreement. 
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Table Captions 

Table 1 DSC characteristic parameters of the TPU/x-MWCNT composites 

Table 2 Parameters of the linear fit of the frequency dependence of the loss permittivity at 

140ºC in the low frequency range. 

Table 3 Conductivity activation energy and pre-exponential factor obtained by multiple 

regressions linear of the ln fmax of M dependence with reciprocal of temperature and the 

conductivity activation energy and pre-factor parameters obtained by multiple regressions 

linear of the ln dc dependence with reciprocal of temperature (with dc evaluated from the 

low frequency plateau and using the relationship dc pl A R   ). 

 

Figure Captions 

Fig. 1 Scheme of the chemical structure of TPU (Methylene diphenyl diisocyanate (MDI)) 

Fig. 2. FESEM micrographs of the TPU/x-MWCNT nanocomposites obtained from Zeiss 

Ultra In-lens detector at 5 kV with a WD of 4 mm (a: x=2.8, b: x=3.7, c: x=5.2 and d: x=10) 

and at 1kV with a WD of 3.3mm (e: x=6). 

Fig. 3 DSC thermograms for TPU/x-MWCNT samples. [Curves: 1, x=0; 2, x=2.8; 3, x=3.7; 4, 

x=5.2; 5, x=6 and 6, x=10]. Data are vertically shifted for a better visualization. Only the 

cooling curve of sample 1 has been shown for clarity. 

Fig. 4 Frequency dependence of the real and imaginary component of the complex 

permittivity at 120ºC for TPU/x-MWCNT samples (x=0, 2.8, 3.7, 5.2, 6 and 10 %wt). 

[Curves: 1, x=0; 2, x=2.8; 3, x=3.7; 4, x=5.2; 5, x=6 and 6, x=10] 

Fig. 5 Frequency dependence of the imaginary component of the complex dielectric modulus 

at (a) 60ºC (open symbols) and (b) 120ºC (full symbols) for TPU/x-MWCNT samples (x=0, 

2.8, 3.7, 5.2, 6 and 10 %wt). [Curves: 1, x=0; 2, x=2.8; 3, x=3.7; 4, x=5.2; 5, x=6 and 6, x=10] 

Fig. 6 (a) Arrhenius plot obtained from the temperature dependence of  of  for 

TPU/x-MWCNT samples (x=0, 2.8, 3.7 and 5.2 %wt). (b) Temperature dependence of the dc 

conductivity evaluated from the low frequency plateau (open symbols) and using the 

relationship  (haft-filled symbols). [Curves: 1, x=0; 2, x=2.8; 3, x=3.7; 4, 

x=5.2; 5, x=6 and 6, x=10] 

maxf M 

/dc pl A R  
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Fig. 7 Frequency dependence of the ac conductivity at 120ºC for TPU/x-MWCNT samples 

(x=0, 2.8, 3.7, 5.2, 6 and 10 %wt). Inset: MWCNT content dependence of the conductivity for 

TPU/x-MWCNT composites at 40º, 80º and 120ºC at 10
0

 

Hz. [Curves: 1, x=0; 2, x=2.8; 3, 

x=3.7; 4, x=5.2; 5, x=6 and 6, x=10] 

Fig. 8 Cole-Cole impedance plots, at several temperatures for TPU/2.8%-MWCNT 

composite. 
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Table 1.  

  Tg (soft segment) Tg(hard segment) 

Sample MWCNT content (%wt) T (ºC) Tg(ºC) cp(J/gºC) T (ºC) Tg(ºC) cp(J/gºC) 

TPU 0 9.9 -15.5 0.470 10.3 79.2 0.191 

TPU/2.8MWCNT 2.8 10.0 -16.3 0.477 9.0 78.9 0.149 

TPU/3.7-MWCNT 3.7 9.2 -16.3 0.434 14.1 78.5 0.212 

TPU/5.2-MWCNT 5.2 10.0 -16.3 0.433 15.1 78.6 0.238 

TPU/6-MWCNT 6.0 11.1 -16.8 0.422 17.9 78.8 0.268 

TPU/10-MWCNT 10.0 15.6 -19.4 0.429 19.4 78.9 0.243 

 
 
Table 2  

Sample 𝒍𝒐𝒈𝟏𝟎(𝝈 𝜺𝟎⁄ ) s  (S/m) 

TPU 5.9080.005 -0.9840.002 7.1610-6 

TPU/2.8-MWCNT 5.9190.008 -0.9730.003 7.3510-6 

TPU/3.7-MWCNT 8.6980.009 -1.0030.002 4.4210-3 

TPU/5.2-MWCNT 9.1990.011 -1.0020.003 1.4010-2 

TPU/6-MWCNT 10.3500.002 -1.0085.79210-4 1.9810-1 

TPU/10-MWCNT 12.4360.006 -1.0160.002 2.42101 

 

 

Table 3 

 
 from M vs f from plateau  vs f by using 𝝈𝒅𝒄 = 𝒍 𝑨 ∙ 𝑹𝒑⁄ . 

Sample ln f0 Ea (kJ/mol) ln 0 (S/m) Ea (kJ/mol) ln 0 (S/m) Ea (kJ/mol) 

TPU 31.20.4 72.71.2 8.670.32 72.70.9 ─ ─ 

TPU/2.8-MWCNT 27.90.1 65.30.3 6.190.27 65.30.8 6.600.46 66.61.4 

TPU/3.7-MWCNT 28.00.2 64.30.6 6.180.20 64.30.6 6.080.26 64.50.8 

TPU/5.2-MWCNT 27.70.2 64.00.5 6.500.34 64.00.9 6.340.33 63.81.0 

TPU/6-MWCNT   6.060.24 62.10.7 5.840.52 61.21.5 

TPU/10- MWCNT   19.740.17 61.20.5 ─ ─ 
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Fig 2 
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Fig 4 
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Fig 5 
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Fig. 6a 

 

Fig. 6b 
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