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ABSTRACT: 

 

A method for identifying the vegetal species in wooden objects using microextraction-

assisted voltammetry of microparticles is described. The proposed methodology, aimed 

to facilitate tasks of patrimony conservation, is based on the record of the voltammetric 

response of microparticulate films of compounds resulting from micro extraction with 

organic solvents (ethanol, acetone, chloroform) of micro- or sub-microsamples of wood 

in contact with aqueous buffers. Upon application of bivariant and multivariant 

chemometric techniques, the obtained voltammetric responses led us to identify 

different taxonomic groups from the characteristic voltammetric profiles. Application to 

a series of samples of cultural heritage wooden objects from different European and 

American provenances dated to ca. 375-350 BC and to historical periods, 14
th

, 17-19
th

 

century, is described. 

 

KEYWORDS: Heritage; Wooden objects; Vegetal families; Voltammetry of 
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1. Introduction 

 

The identification of vegetal species in wooden objects of cultural heritage, namely, 

sculptures, altarpieces, coffered ceilings, furniture, hardware, etc. is an important 

analytical target in the fields of heritage conservation and archaeometry.
1
 Traditionally, 

this objective was achieved by anthracology, consisting of the botanical identification of 

the wood samples on the basis of their anatomy via microscopy examination of sections 

of wood samples.
2,3

 Wood can be often identified to the species range, but anatomical 

similarities between groups of species can limit identification to the genus or family 

range, or even larger groups (e.g. Conifer/Angiosperm). The range of identification 

often depends on the quality of the sample (conservation, size) as well. Thus, frequently 

is used the concept of “taxon”, equivalent to an identification unit, regardless of the 

degree of detail reached.
4
 

 

Anthracological analysis, which is supported by microscopy techniques,
5-7

 can be 

subsequently correlated to radiocarbon dating for archaeological purposes.
8
 Other 

techniques have been recently applied to the identification of wood remains, namely, 

synchrotron X-ray microtomography,
9
 gas chromatography/mass spectrometry

10-12
 and 

solid-state nuclear magnetic resonance
13,14

 techniques, among others.
15

 

 

Genetic analysis including DNA barcoding methodologies,
16-18

 based on DNA 

sequencing after non-destructive extraction can also be applied, in favorable cases, for 

studying ancient vegetal matter.
10,19

 Chemotaxonomy, the method of biological 

classification based on the chemical composition of living organisms, can be based on a 

variety of compounds, from proteins, carbohydrates fatty acids, aldehydes, primary and 

secondary alcohols, ketones, long-chain alkanes, alkyl esters, triterpenoids, tocopherols, 

or aromatic compounds.
20

 The chemical composition of wood, in particular, 

polyphenolic compounds,
21

 was early used for chemotaxonomic purposes.
22

 In 

particular, lignins, natural polymers from oxidative coupling of 4-hydroxyphenyl- 

propanoids,
23

 exhibit a considerable variety because of the plasticity of the 

combinatorial polymerization reactions.
24

 

 

Here, we report a simple electrochemical methodology for identifying vegetal species in 

wooden objects of cultural heritage based on the record of the electrochemical response 
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of the polyphenolic components of the wood. This method, which exploits the 

capability of organic solvents for extracting polyphenolic compounds from vegetal 

matter,
25

 is based on the record of the voltammetric response of a microparticulate film 

(formed on the surface of an inert electrode from the polyphenolic components  

extracted from a micro- or sub-microsample of wood) in contact with aqueous buffers 

after in situ microextraction-assisted voltammetry of microparticles (VMP) assay. VMP 

is a technique developed by Scholz et al.
26

 which provides analytical information on 

sparingly soluble solids.
27,28

 This technique has been previously applied in the field of 

patrimony conservation.
29,30

 Much polyphenolic compounds in wood can produce a 

well-defined electrochemistry in solution-phase, from lignins
31-33

 to flavonoids, 

flavones, etc.
34-37

 and solid state.
38-45

 This solid state electroanalytical methodology has 

also been applied to study the antioxidant capacity of tea leaves
46

 and other vegetables
47

 

as well as for screening vegetal varieties.
48,49

 

 

The proposed methodology permits to identify vegetal families and species from the 

chemometric analysis of the recorded voltammetric pattern without the need for 

identifying and quantifying the individual compounds present in the sample. In order to 

study the possibility of in situ or out-lab measurements, VMP experiments were 

conducted in non-degasified aqueous acetate buffer using laboratory and portable 

equipments. The method has been applied to samples of ca. 1 g extracted from wooden 

objects which remained under an atmospheric environment; i.e., which do not suffered 

carbonization nor undergo exigent conditions of aging such as burial conditions or sub-

aquatic storage, the samples consisting of a set of wood fragments from objects of 

different provenances dating back to ca. 375-350 BC and to historical periods, 14
th

, 17-

19
th

 centuries. Wood species identification was validated using microscopy examination 

of samples prepared in the three anatomical sections of wood (cross, tangential and 

radial). Complementary HPLC/MS experiments were performed on ethanolic extracts 

of wooden samples. 

 

 

2. Experimental 

2.1. Materials, instrumentation and procedures 
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Rutin, quercetin, morin, catechin and chlorogenic acid were purchased from Sigma-

Aldrich (Madrid, Spain) and Quercetin-3-rutinoside from Merk (Darmstadt, Germany). 

Aqueous acetic acid/sodium acetate buffer solutions in concentration 0.25 M and pH 

4.75 and 0.10 M potassium phosphate buffer at pH 7.0 were used as supporting 

electrolytes for electrochemical measurements using nanopure water and reagents from 

Panreac (Barcelona, Spain). In order to test the possibility of in field measurements 

using available portable equipments, no degasification of the electrolyte was carried out. 

 

Wood samples, consisting of needles of ca. 0.5 mm length, were taken from the inner 

region of the different archaeological objects with the help of a microscalpel. The 

provenance and main characteristics are summarized in Table 1. A series of wood 

specimens from the repository of the Institut de Restauració del Patrimoni of the 

Universitat Politècnica de València were taken as reference materials. These include 

woods from trees of the Fagaceae (Quercus, Castanea and Fagus genera), Juglandaceae 

(Juglans), Ulmaceae (Ulmus), Sapindaceae (Acer), Salicaceae (Populus, Salix), Oleaceae 

(Olea, Fraxiunus), Pinaceae (Pinus, Cedrus), Cupressaceae (Juniperus, Cupresus), 

Taxaceae (Taxus) and Buxaceae (Buxus) families which cover the main species used in the 

Mediterranean area for architectural and decorative purposes and/or in furniture and/or as 

panels for painting. The detailed list of species is presented as Supplementary information 

(Table S1). 

 

Electrochemical experiments were performed at 298 ±1 K in a CH cell using either a 

laboratory CH I660 potentiostat (Cambria Scientific, Llwynhendy, Llanelli UK) or Ivium 

CompactStat portable equipment (Ivium Technol. B.V., Eindhoven, The Netherlands). A 

BAS MF2012 glassy carbon working electrode (GCE) (geometrical area 0.071 cm
2
), a 

platinum wire auxiliary electrode and an Ag/AgCl (3M NaCl) reference electrode were 

used in a typical three-electrode arrangement. Voltammetric measurements were 

performed with a freshly-prepared sample-modified GCE. For electrode conditioning, the 

wood fragment was macerated in an agate mortar adding 0.5 mL of the organic solvent 

during 2 min. 50 L of the resulting suspension were dropped onto the GCE surface. After 

solvent evaporation in air, the electrode was inserted into the electrochemical cell and 

electrochemical runs were performed. HPLC grade ethanol, acetone and chloroform (Carlo 

Erba) were used for extractions. Linear potential scan (LSV), cyclic voltammetry (CV) and 

square wave voltammetry (SWV) were used as detection modes. 
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The chromatograms of specimens were performed in an AB SCIEX TripleTOF™ 5600 

LC/MS/MS System. The date acquisition used are in negative mode, over a mass range 

of 100 – 950 m/z. Automated calibration was performed using an external calibrant 

delivery system (CDS) which infuses calibration solution prior to sample introduction.  

The MS was using an IDA acquisition method with: the survey scan type (TOF-MS) 

and the dependent scan type (product ion) using -30V of collision energy. Data was 

evaluated using the qualitatively evaluated using the PeakView
TM 

 software. 

 

2.2. Samples 

 

Wood samples were examined with a light microscope Leica DM2500 P (Leica 

Microsystems, Heidelberg, Germany). The amount of wood needed for identification 

under microscope is variable, depending on the challenges cited above, but it can 

generally be enough with a few mm
3
 of well oriented wood. When analyzing wooden 

workpieces, we try to sample in an inconspicuous area.
5
 In the case of wood from 

altarpieces, needles of ca. 0.5 mm length were obtained from the inner parts of the piece 

when exposed (see Figure 1a), avoiding wooden surfaces usually covered by ground 

layers (see Figure 1b). Wood identified in this study by anatomical observation was 

exclusively not carbonized wood but due to the small amount of sample available and 

its state of conservation, it was often difficult to obtain satisfactory radial sections as 

can be seen in optical microscopy images under diascopic illumination and parallel 

polarized light of the radial section of samples S7 (Figure 1c) and S6 (Figure 1d), where 

large pinoid pits occupied practically the entire cross-field. 

 

We have sampled only some wood fibers bonded to metal objects in the case of the Iron 

Age site of La Bastida de les Alcusses (Moixent, Spain), and small samples of three 

wooden sculptures from the church of San Cristobal Mártir (Picassent, Spain), enough 

to obtain relevant results. In these cases, the degree of identification achieved was not 

dependent on sample size, but on wood preservation since, as mentioned above, not 

carbonized wood is frequently altered by natural biodegradation processes. The 

microstructure of wood sections was observed by using field emission scanning electron 

microscopy (FESEM) (Model S-4800, Hitachi Ltd., Tokyo, Japan) operating at 20 kV. 
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The specimens were fixed with carbon tape on the holder and gold-coated using 

conventional protocols, as already described.
5
  

3. Results and discussion 

3.1. General voltammetric pattern 

 

Figure 2 shows the cyclic voltammograms, after semi-derivative convolution, of 

microparticulate films prepared from the ethanol and acetone extracts of Quercus robur 

in contact with aqueous acetate buffer at pH 4.75. Upon scanning the potential from 0.0 

V vs. Ag/AgCl in the positive direction, a series of anodic peaks appear between ca. 

+0.2 to ca. +1.2 V (App). These peaks, as judged upon comparison with the 

voltammograms for microparticulate deposits of quercetin, rutin, morin, catechin and 

chlorogenic acid, reference compounds,
46-49

 can be attributed to the oxidation of 

polyphenolic compounds. This assignment is also in agreement with the reported 

solution phase electrochemistry of lignins
31-33

 and flavonoids,
34-37

 as well as the solid 

state electrochemistry of different phenolic compounds.
38-45

 In the subsequent cathodic 

scan, the voltammogram is dominated by the prominent signal for the reduction of 

dissolved oxygen (Cox) because, as previously noted, non-degasified electrolytes were 

used in order to test the possibility of in field measurements using portable equipments. 

Interestingly, the voltammetric profile varied from one wood species to another and was 

also dependent on the solvent used for the microextraction and the electrolyte. 

 

Replicate experiments at freshly prepared electrodes produced well-defined responses 

with high degree of similarity. Repeatability tests were performed using: i) three 

independently prepared deposits of each one of the studied extracts on the same glassy 

carbon substrate electrode and ii) three independently prepared deposits of each one of 

the wood extracts on different substrate electrodes. In all cases, peak potentials were 

reproduced with a maximum dispersion of 10 mV whereas the voltammetric pattern 

(in terms of current ratios relative to the maximum peak current) remained within a 5-

10% of relative standard deviation. Cyclic and square wave voltammograms (see 

Supplementary materials, Figures S1 and S2) also provided species-characteristic 

voltammetric profiles. Linear scan voltammograms submitted to semi-derivative 

deconvolution were selected for species identification as a result of the compromise 

between peak resolution and repeatability. 
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3.2. Chemical and electrochemical fingerprints 

 

HPLC/MS analysis of ethanolic extracts of wood samples evidenced the presence in the 

same of a considerable variety of compounds, as can be seen in Figure 3 where the 

chromatograms of ethanolic extracts of Quercus robur and Prunus avium are shown. 

Interestingly, a variety of polyphenolic compounds were identified in such samples, 

namely, baicalein, 6-geranylnaringenin, 7-hydroxysecoisolariciresinol, prodelphinidin 

dimer B3, trans-ferulic acid, dihydroquercetin, hesperetin, luteolin, nepetin, trans-ferulic 

acid, among others listed as a Supplementary information (Table S2). 

 

Although the studied samples have in common several compounds (nepetin and trans-

ferulic acid), there are different chemical fingerprints able to characterize the different 

species. This is in agreement with the recognized use of several compounds (typically, 

terpenoids for Pinaceae) as chemosystematic markers.
50-52

 The complexity of the 

composition of wood extracts and the inherent difficulty in solving chromatographic 

profiles such as in Figure 3, make potentially interesting the use of complementary 

techniques able to be applied for identification purposes. 

 

The possibility of obtaining electrochemical fingerprints identifying different vegetal 

species from woods is illustrated in Figure 4 where linear scan voltammograms, after 

semi-derivative deconvolution, of ethanolic extracts from specimens of different 

taxonomic groups: a) Ulmus glabra (Urticales, Urticaceae), b) Quercus petrae (Fagales, 

Fagaceae), c) Taxus baccata (Pinales, Taxaceae) and d) Prunus avium (Rosales, 

Rosaceae) are shown. One can see in this figure that, after semi-derivative convolution, 

the extracts of the different species provide clearly different voltammetric patterns in the 

region of potentials between 0.0 and +1.20 V where the oxidation of polyphenolic 

compounds occurs. The specificity of the voltammetric response is maintained using 

acetone and chloroform extracts. Interestingly, one can define common voltammetric 

patterns for the different families whereas the differences between genera and species 

are in general lower (vide infra). 
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The App anodic processes at potentials ca. +1.0 V were in general highly irreversible, 

with no coupled cathodic signals even at relatively high potential scan rates (10
3
 mV 

s
1

), a feature compatible with the electrochemistry of lignins,
31-33

 whose oxidation is 

represented in Figure 5a for syringic acid, a compound representative of one of the main 

structural subunits of lignins. Available data on the electrochemistry of natural 

polyphenolic compounds,
31-45

 suggest that the App processes appearing at relatively low 

potentials (between +0.2 and +0.6 V) may, in principle, be assigned to the two-electron, 

two-proton oxidation of the o-catechol units (as a typical example, the oxidation of the 

3’,4’-dihydroxybenzoic moiety of flavonoids, see Figure 5b for baicalein) yielding the 

corresponding o-quinone(s), whereas the oxidation peaks at more positive potentials can 

be attributed to the oxidation of other phenolic motifs.
34-45

 

 

3.3. Wood identification in samples. 

 

The relevant point to emphasize is that the ethanolic, acetone and chloroform extracts of 

the studied woods were characteristic of the different taxonomic groups. Application of 

voltammetric records for identification purposes in archaeological remains required the 

maintenance of the electrochemical response regardless their aging and possible 

deterioration. Figure 6a shows the FESEM image of a radial section of sample S11 from 

the church of San Cristóbal Mártir (Picassent, Spain), showing characteristic pitting of 

tracheids allowing to identify it as Pinus tp. halepensis. Figure 6b compares the 

voltammograms of microparticulate deposits from ethanolic extracts of a contemporary 

specimen of Pinus halepensis (black) and samples S11 (red) and S14 (green), this last 

dated back ca. 375-350 BC. The close similarity between such voltammograms permits 

to identify the above species in such samples. These differ slightly but significantly 

from the voltammograms of Taxus baccata (black) and sample S10 (red) from the San 

Cristobal Mártir church (Picassent, (Spain), 18
th

-19
th

 century) in Figure 6c and those in 

Figure 6d for Pinus sylvestris (black), sample S6 (red, from the altarpiece of the Verge 

de Gràcia at the Sant Miquel Arcángel church of Enguera, (Spain), authored by Paolo 

de San Leocadio, 1482-1484) and sample S7 (green, from Taules de Sant Vicent in the 

altarpiece of the Sant Jaume church of Algemesí, (Spain), painted by Francisco Ribalta, 

1603-1605), thus permitting the corresponding species attribution. 
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In order to define quantitative pattern recognition criteria, it has to be accounted that 

there is no possibility of a precise control of the amount of sample transferred onto the 

electrode surface so that the currents varied in replicate experiments. Accordingly, 

normalized voltammograms were constructed, in line with Wang et al.,
53

 taking the ratio 

between the current at a given potential, i(E), and the maximum current, i(max), vs. the 

applied potential E. On first examination, two-dimensional diagrams plotting the 

normalized current at a potential E, I(E) = i(E)/i(max), at two selected potentials results 

in grouping of experimental data points allowing for a discrimination at the taxonomic 

level of families (see Figure 7). Accordingly, the identification of wood taxonomic 

groups can, in principle, be achieved without need of a detailed analysis of the chemical 

composition of the extracts. 

 

The distinction between different species of the same genus, however, can present more 

difficulties, as illustrated in Figure 8 where the voltammograms recorded for samples S1 

and S3 are compared with those of Quercus robur and Quercus pyrenaica 

contemporary specimens, respectively. Although examination of such voltammograms 

suggested the assignment of such samples to the respective Quercus species, it is 

convenient to establish refined criteria for species discrimination. 

 

For this purpose, chemometric methods can be applied.
53

 Following prior studies for 

leaf extracts of plants,
54,55

 taking current values at n potentials, normalized current data 

provide a matrix of (1  n) dimensions which can be converted into a matrix of (m  n) 

dimensions combining the data for extracts in m different solvents and/or electrolytes. 

Then, multivariate chemometric methods can be applied for electrochemotaxonomic 

purposes correlating electrochemical cluster analysis with phylogenetic trees.
54,55

 The 

same set of electrochemical data can be used for identification purposes upon 

determining the degree of matching between the voltammogram of the samples and the 

reference woods. Using the normalized voltammograms previously described (where 0 

 I(E)  1), the degree of matching between two series of voltammograms for two 

specimens A and B can be approached by a f-coefficient defined as: 
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Graphically, the degree of matching can be examined using bi- and tridimensional 

diagrams combining the corresponding set of I(E) data. Examples of two different levels 

of matching are illustrated in Figure 9, where representations of the LSVs of ethanolic 

extracts of sample S3 in contact with acetate buffer are compared with those for 

Quercus robur and Fagus sylvatica. In the case of perfect matching, plots of I(E)A vs. 

I(E)B should be a straight line passing by the origin and slope 1.0. As can be seen in 

Figure 9a, the representation for A = Quercus robur, B = sample S3 is close to that 

expectance. In contrast, the same representation for A = Fagus sylvatica, B = sample S3 

(figure 9b) clearly diverges from the aforementioned line of perfect matching. Table 1 

summarizes the taxonomic units identified for archaeological wood samples in this 

study based on anthracological and electrochemical methodologies where an excellent 

agreement between them was obtained. For practical purposes, we imposed as a 

condition for electrochemical matching f > 0.95. 

 

Another graphical indication of the degree of matching can be obtained by plotting the 

values of the square of the differences between the normalized currents at each 

potential, [I(E)AI(E)B]
2
 vs. E. As can be seen on comparing the corresponding 

representations in Figures 9c and 9d, the differences between sample S3 and Quercus 

robur are considerably lower than the differences between the same sample and Fagus 

sylvatica. 

 

It is pertinent to note, however, that the most reasonable assignment can be made only 

at the level of genera or family. The assignment of a concrete species can be in most 

cases difficult because: i) the similarity in the voltammetric response of closely related 

species, ii) the use of local species or varieties without contemporary documented 

equivalents, and, iii) the possibility of differences in sample deterioration and/or aging 

under environmental conditions. Our data suggest that there is possibility of subtle 

changes in the voltammetric response of a given species upon aging, but this aspect, 

which is under investigation, involves the disposal of a much more extensive set of 

samples for properly testing it. In spite of these limitations, the proposed approach can 
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be considered as a plausible methodology complementing the existing analytical 

techniques of identification of vegetal species in wooden objects in order to facilitate 

their study and conservation. 

 

 

4. Conclusions 

 

Microparticulate films deposited on glassy carbon electrodes from ethanolic, acetone 

and chloroform extracts of wood microsamples provide well-defined voltammetric 

responses in contact with aqueous electrolytes. Such responses consist mainly of 

oxidation signals which can be associated to the oxidation of flavones, flavonols, lignins 

and other polyphenolic components of wood. The recorded voltammograms were highly 

characteristic of the vegetal species and are usable for characterizing different 

taxonomic groups. 

 

The application of this methodology in the field of heritage and conservation studies is 

illustrated by the identification of woods from a series of samples from furniture, 

weapons and sculptures dated to ca. 375-350 BC and to historical periods, 14
th

, 17-19
th

 

century. Due to its simplicity and accessibility, the proposed methodology can be 

potentially usable as a complementary tool of existing techniques of identification 

usable in archaeometry and conservation of cultural heritage. 
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Table 1. Identification of taxonomic units of wood samples in this study. 
a
 Repository 

of the Universitat Politècnica de València, 
b
 Prehistory Museum of Valencia. 

 

Sample Description Anthracological 

identification 

Electrochemical 

identification 

S1 Study desk, anonymous, 17
th

-18
th

 

century (Oaxaca, Mexico)
a
 

Quercus robur Quercus robur 

S2 Retaule de San Pere, anonymous, 

14
th

 century, (Cinctorres 

(Castellón), Spain)
a
 

Pinus sylvestris Pinus sylvestris 

S3 Coffered ceiling of the Igreja do 

Salvador, anonymous,  14
th

 

century (Coimbra, Portugal)
a
 

Quercus pyrenaica Quercus pyrenaica 

S4 Coffered ceiling of the Lonja 

building, (1503) (Valencia, 

Spain)
a
 

Pinus Pinus 

S5 Fascistol of Tlacochahuaya 

church, anonimous, 17
th

-18
th

 

century (Oaxaca, Mexico)
a
 

Conifer Conifer 

S6 Retaule de la Verge de Gràcia, 

Sant Miquel Arcángel church 

(Enguera (Valencia), Spain), 

Paolo de San Leocadio, 1482-

1484
a
 

Pinus sylvestris Pinus sylvestris 

S7 Taules de Sant Vicent, Sant 

Jaume church (Algemesí 

(Valencia), Spain Valencia), 

Francisco Ribalta, 1603-1605
a
 

Pinus tp. sylvestris Pinus sylvestris 

S8 Retaule de les Ànimes, Sant Martí 

church (Sogorb (Castellón), 

Spain), workshop of Francisco 

Pérez, ca. 1625
a
 

Pinus halepensis Pinus halepensis 

S9 Retaule de Santa Úrsula, Sant 

Martí church (Sogorb (Castellón) 

Spain), workshop of Francisco 

Pérez, ca. 1625
a
 

Pinus tp. 

halepensis 

Pinus tp. 

halepensis 

S10 Cross, San Cristobal Mártir 

church (Picassent (Valencia), 

Spain), 18
th

-19
th

 century 

(#45001)
b
 

Taxus baccata Taxus 

S11 Arm from a scultpure, San 

Cristobal Mártir church 

(Picassent (Valencia), Spain), 

18
th

-19
th

 century (#45002)
b
 

Pinus tp. 

halepensis 

Pinus tp. 

halepensis 

S12 Sculpture San Cristobal Mártir 

church (Picassent (Valencia), 

Spain), 18
th

-19
th

 century 

(#45000)
b
 

Cedrus Cedrus 
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S13 Fragment of door, Bastida de les 

Alcusses (Moixent (Valencia), 

Spain), 375-350 BC (#1054-92)
 b

 

Conifer Pinus 

S14 Fragment of iron, Bastida de les 

Alcusses (Moixent (Valencia), 

Spain), 375-350 BC (#1054-119)
 b

 

Pinus halepensis Pinus halepensis 

S15 Shield Bastida de les Alcusses 

(Moixent (Valencia), Spain), 375-

350 BC (#30.454)
 b

 

Salix or Populus Salix 
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Figures 

 

Figure 1. Photographs of regions of altarpieces S7 (a, Taules de Sant Vicent, Sant 

Jaume church, Algemesí (Valencia), Spain, workshop of Francisco Ribalta, 1603-1605) 

and S8 (b, Retaule de les Ànimes, Sant Martí church, Sogorb (Castellón), Spain, 

workshop of Francisco Pérez, ca. 1625). In the first case, sampling was allowed in the 

fractured region whereas in the second, almost all accessible wood surface area was 

covered by ground layers of the golden panel covering the wooden structure. 

Microscopy images of the c) radial and d) cross sections of sample S7. The arrow marks 

the region where sample S7 was taken. Optical microscopy images (diascopic 

illumination, parallel polarized light) of the radial section of samples c) S7 and d) S6. It 

can be seen that large pinoid pits occupied practically the entire cross-field. 

 

Figure 2. a,b) CVs and c,d) their semi-derivative convolution, of microparticulate films 

deposited on GCE of a,c) ethanolic and b,d) acetone extracts of Quercus robur 

immersed into air-saturated 0.25 M aqueous acetate buffer, pH 4.75. Potential scan 

initiated at 0.0 V in the positive direction; potential scan rate 50 mV s
1

. 

 

Figure 3. HPLC/MS of ethanolic extracts of a) Quercus robur and b) Prunus avium. 

 

Figure 4. LSVs, after semi-derivative deconvolution, of ethanolic extracts of: a) Ulmus 

glabra (Urticales, Urticaceae); b) Quercus petrae (Fagales, Fagaceae); c) Taxus baccata 

(Pinales, Taxaceae); d) Prunus avium (Rosales, Rosaceae) in contact with aqueous 

acetate buffer. Potential scan initiated at 0.0 V in the positive direction; potential scan 

rate 50 mV s
1

. 

 

Figure 5. Scheme for the electrochemical oxidation processes of a) syringic acid and b) 

baicalein. 

 

Figure 6. a) FESEM image of a radial section of Pinus tp. halepensis from the church 

of San Cristóbal Mártir, Picassent (sample S11), Valencia and b-d) SWVs of 

microparticulate deposits from ethanolic extracts of: b) Pinus halepensis (black), sample 

S11 (red) and sample S14 (green); c) Taxus baccata (blanck) and sample S10 (red); d) 

Pinus sylvestris (black), sample S6 (red) and sample S7 (green). Potential scan initiated 
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at 0.85 V in the positive direction; potential step increment 4 mV; square wave 

amplitude 25 mV; frequency 5 Hz. 

 

Figure 7. Representation of i(800)/i(max) vs. i(450)/i(max) determined in LSVs, after 

semi-derivative convolution, of wood ethanolic extracts deposited on GCE in contact 

with aqueous acetate buffer for several families in this study. Potential scan initiated at 

0.0 V in the positive direction; potential scan rate 50 mV s
1

. Data for three replicate 

experiments for each species are represented. 

 

Figure 8. LSVs, after semi-derivative deconvolution, of microparticulate films of 

ethanolic extracts of: a) Quercus robur; b) Quercus pyrenaica; c) sample S1; d) sample 

S3 immersed into air-saturated 0.25 M aqueous acetate buffer, pH 4.75. Potential scan 

initiated at 0.0 V in the positive direction; potential scan rate 50 mV s
1

. 

 

Figure 9. Graphical matching between two normalized voltammograms A and B; 

representation of a,b) I(E)A vs. I(E)B and c,d) [I(E)AI(E)B]
2
 vs. E for a,c) A = Quercus 

robur, B = sample S3; b,d) A = Fagus sylvatica, B = sample S3. From LSVs of 

ethanolic wood extracts in contact with aqueous acetate buffer, conditions such as in 

Figures 3 and 7. Dotted lines represent the theoretical graphs for the case of perfect 

matching. 
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Figure 1. 
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Figure 2. 
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Figure 3. 
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Figure 4. 
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Figure 5. 
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Figure 6. 
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Figure 7. 
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Figure 8. 

 

 

 

a)

b)

c)

d)

+1.0           +0.5                0.0   +1.0             +0.5            0.0                            

E / V vs. Ag|AgCl E / V vs. Ag|AgCl

2 A

 

 



 27 

Figure 9. 
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