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Experimental Evidence of Rainbow
Trapping and Bloch Oscillations of
Torsional Waves in Chirped Metallic
Beams
A. Arreola-Lucas1,2, G. Báez3, F. Cervera1, A. Climente1, R. A. Méndez-Sánchez4 &
J. Sánchez-Dehesa1
The Bloch oscillations (BO) and the rainbow trapping (RT) are two apparently unrelated phenomena,
the former arising in solid state physics and the latter in metamaterials. A Bloch oscillation, on the one
hand, is a counter-intuitive effect in which electrons start to oscillate in a crystalline structure when
a static electric field is applied. This effect has been observed not only in solid state physics but also
in optical and acoustical structured systems since a static electric field can be mimicked by a chirped
structure. The RT, on the other hand, is a phenomenon in which the speed of a wave packet is slowed
down in a dielectric structure; different colors then arrive to different depths within the structure thus
separating the colors also in time. Here we show experimentally the emergence of both phenomena
studying the propagation of torsional waves in chirped metallic beams. Experiments are performed
in three aluminum beams in which different structures were machined: one periodic and two chirped.
For the smaller value of the chirping parameter the wave packets, with different central frequencies,
are back-scattered at different positions inside the corrugated beam; the packets with higher central
frequencies being the ones with larger penetration depths. This behavior represents the mechanical
analogue of the rainbow trapping effect. This phenomenon is the precursor of the mechanical Bloch
oscillations, which are here demonstrated for a larger value of the chirping parameter. It is observed
that the oscillatory behavior observed at small values of the chirp parameter is rectified according to the
penetration length of the wave packet.
Structures in materials cause drastic effects in wave dynamics not only in quantum systems but also in macroscopic samples. In nanoscopic periodic structures, matter waves will be reflected or be able to cross the structure
since in these kind of systems the spectrum became in allowed bands and gaps that permits or not the propagation in these ranges of energy, respectively. More complex structures yield other wave phenomena as the Bloch
oscillations1, emerging in a crystalline structure in which a static electric field is applied, among many other quantum effects. Unfortunately, in quantum systems, the wave dynamics can hardly be measured and only its effects on
transport properties, as for instance cross sections, can be seen.
In macroscopic structures other phenomena arise. This is the case of metamaterials2,3 in which a novel wave
dynamics, that challenges intuition, can be obtained. Negative refraction, super-focusing, invisibility are some of
these phenomena. Among them, the rainbow trapping effect is one of the most interesting phenomenon recently
discovered in the field of optics4. In this effect the wave packets are slowed down up to different spatial depths,
within a synthetic structure that has embedded a metamaterial with negative refractive index. Unfortunately the
dynamics of all these phenomena cannot be easily observed in quantum mechanics since the construction of such
structured materials is beyond the nanotechnology available today.
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Figure 1. Scheme of the structured metallic beam and the experimental setup: (1) NI-PXI for generating,
recording and analyzing signals, (2) high-fidelity audio amplifier, (3) electromagnetic-acoustic transducer
(EMAT), (4) machined beam and (5) Doppler interferometer. The beam with rectangular section can be
separated in three regions. On the right, a vibration isolation system (A) consisting of a wedge covered by an
absorbing mastic seal. The central region is uniform while the region on the left contains the chirped structure.
The lengths n of the different cells n defining the structuration of the beam is determined by an analytical
expression (see Eq. (1) in the text). The (red) spots indicate the position of the laser measurements.

Mechanical waves have been converted in a golden vein. Several physical effects emerging in quantum and
classical waves, that cannot be observed in other fields of physics, can be observed with vibrations: losses and
decoherence do no affect strongly them. Opposite to other areas, there are not many experimental advances in
elasticity: the control of elastic waves is mainly based on theoretical/numerical proposals5 though a few experiments have been already reported6,7. Vibrations usually involve a mixture of polarizations, which implies difficulties and technological challenges for measuring them selectively.
Here the emergence of two effects in torsional waves, the Bloch oscillations and the rainbow trapping, is
shown. Furthermore, although the former was firstly found in quantum mechanics and the latter in metamaterials, a close relationship between both phenomena is here experimentally reported. Since the vibrations are
important in the automotive, aerospace technology and principally in aeronautic industries, the results presented
here could bring some light in the kind of structures needed to control them.
Electronic Bloch oscillations, on the one hand, are expected in solid state physics when a DC electric field is
applied to a bulk semiconductor1. Due to intrinsic impurities, this quantum phenomenon was demonstrated in
the late eighties thanks to the discovering of semiconductor superlattices8. The analogue of Bloch oscillations
in classical waves has been also observed in dielectric structures9 and waveguides10, ultracold atoms11, phononic crystals12,13 and more recently in molecular motion14. Bloch oscillations are expected to occur on vibrating
structures and experimental demonstrations of this effect for any of the different mechanical waves that can be
propagated on them are of great interest.
The rainbow trapping effect, on the other hand, is an effect in which wave packets are slowed down up to
different spatial depths, within a synthetic structure that has embedded a metamaterial with negative refractive
index; the reached spatial depths depend on the central frequency of the wave packet. Since its discovery in
20074, many potential applications have been reported15–18. For example, it will allow optical devices designed
for the storage, processing and transmission of data to drastically increase their efficiency. A demonstration of its
acoustic analogue has been reported by using acoustic metamaterials19,20 and sonic crystals21,22. More recently,
the trapping of Lamb waves has been proposed theoretically23. An experimental realization for torsional waves
is shown here.

Results

Frequency spectrum.

As schematically illustrated in Fig. 1, the mechanical system under study consists on
an metallic beam where three regions are clearly identified. At one end, a structured region has been machined. A
uniform region follows, defining the central part of the beam, and the opposite end contains a passive vibration
isolation system (A). The left-hand side of Fig. 1 shows the structured region of the beam, which is composed of
cells with varying size n, defined between notches. A gradient of 20 cells whose size distribution mimics the effect
of a DC electric field is used; the gradient defines the so called chirping parameter, γ of the resulting structure.
A given cell n of the chirped structure consists of a metallic block or cuboid with rectangular cross section of
height h and width w. The corresponding block length n is determined using the expression24
n =

0
,
(1 + nγ )

(1)

where γ is the dimensionless parameter and 0 is a fixed arbitrary length defining the actual size of the series. The
integer n takes values n = 0, 1, …, 19, defining the cells separated with notches. When γ = 0 a periodic structure
is obtained while for γ ≠ 0 the structure becomes chirped and cells become smaller with increasing n. The γ
parameter represents the analogous to a DC electric field and the construction rule used yields the Wannier-Stark
ladders (WSL) for one-dimensional elastic systems24. In practice, the metallic beams are manufactured in
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Figure 2. (a) Calculated band structure of the torsional modes propagating in a structured aluminum beam
with rectangular cross section. The levels are given as function of the chirp intensity γ, a dimensionless
parameter representing the elastic analogue of a DC electric field. The vertical dashed lines define the two
chirped structures manufactured to demonstrate the Bloch oscillations and the rainbow trapping. They
correspond to γ = 0.03 and 0.06, respectively. (b) Frequency interval, δf, between adjacent levels within the
second pass band of the frequency spectrum represented in (a). The intervals are represented for several values
of the chirp parameter γ; from γ = 0 (periodic) to 0.07. Notice that for γ > 0.03 the intervals between levels are
approximately constant at the band center, defining the regime where Bloch oscillations can be observed.

aluminum using 0 = 92 mm and the different cells are joined by small rectangular cuboids (notches) with the
same dimensions: with height hC, width wC and length C .
Figure 2(a) reports the level dynamics calculated as function of the chirp parameter γ. The spectrum has been
obtained using the transfer matrix (TM) method introduced by Morales et al.25 for beams with circular shape and
here extended to beams with rectangular section26. The frequency levels are calculated assuming free boundary
ends. The reader is addressed to the section Methods where we provide a brief account of the TM technique
employed to calculate the one-dimensional spectrum of torsional waves propagating in structured rectangular
beams. Notice that for γ = 0 a typical band structure, characteristic of a periodic system, emerges. In other words,
a first band of levels starts at zero frequency and then bandgaps and passbands alternate in the frequency spectrum. The first bandgap is located approximately between 6.5 kHz and 9.5 kHz. The latter defines the beginning of
the second band, which ends at around 13.5 kHz. For increasing values of γ, Fig. 2(a) shows that levels in a given
band start to separate, the passbands become wider and the bandgaps narrower. In the second passband, three
different regimes can be defined according to the behavior of the calculated level intervals δf, which are shown in
Fig. 2(b) for several values of γ. The first regime corresponds to values of γ ≠ 0, where the level density is inhomogeneous and has maxima close to the borders of the band; which is a reminiscence of the perfect periodic system.
The second regime approximately corresponds to values 0.03 < γ ≤ 0.065, where the level density inside the band
is approximately homogeneous. In other terms, the levels are almost equally spaced and the WSL dominates this
regime6,12. It is shown that the intervals δf are almost constant in the middle of the band. Finally, the third regime
is defined for larger γ values, when the levels of the nearest-neighbors bands strongly overlap with the second
band, as it is shown in Fig. 2(a). Thus, after a certain critical value of the chirp parameter, which we has approximately established as 0.065, an enhanced transmission peak is expected to appear as a consequence of Zenner
tunneling between bands12. Results presented here correspond to the first two regimes.
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Figure 3. Measured time evolution of a wave packet of torsional waves propagating in the elastic beam
containing a periodically structured region, corresponding to the sample γ = 0. (a) Results for a wave packet
whose central frequency lies in the first gap (fC = 8 kHz). It is observed that the wave packet is totally reflected
at the interface. (b) Results when the central frequency lies in the second band (fC = 11.5 kHz). Now, partial
transmission and partial reflection of the packet is observed each time that the packet crosses the interface. The
horizontal red lines are guides for the eye defining the interface between the uniform and the periodic parts
of the beam. The beam is schematically drawn on the right-hand side. The color scale defines the measured
amplitude of displacement (in arbitrary units).
In order to characterize the regimes of interest here, we manufactured three different elastic structures, using
γ = 0, 0.03, 0.06. The sample with γ = 0 contains a periodic structure consisting of 20 equal cells of length 92 mm
and it is employed for comparison purposes. The samples with a γ parameter equal to 0.03 and 0.06 consist of 20
cells with variable lengths n determined by Eq. (1). In what follows, it will be shown that wave packets of torsional
waves propagating in this quasi one-dimensional elastic system exhibit the rainbow trapping effect and Bloch
oscillations. The experimental characterization of these effects as as well as the connection between them are the
main contributions of this work.

Propagation of torsional waves in a periodic beam. The sample with γ = 0, corresponding to a
locally periodic system, has been studied first for comparison purposes and for its own interest. The dynamics
of wave-packets of torsional waves in this periodic structure is shown in Fig. 3. The time evolution of packets
with central frequency, fC, within the first bandgap (fC = 8 kHz) and inside the second passband (fC = 11 kHz) are
shown in Fig. 3(a,b), respectively. Both packets have an initial width of 0.5 ms. This width in the time domain
implies that the original wave packet has a spatial extension of 0.875 m since the velocity of the torsional waves
measured in a uniform beam is c = 1750 m/s.
On the one hand, it is observed in Fig. 3(a) that, when fC belongs to the frequency gap, the wave packet is completely reflected at the interface with the periodically structured part of the beam. The horizontal red line, defining
the interface between the uniform and the periodically structured parts of the beam, allows to distinguish an
evanescent tail penetrating inside the periodic region. This behavior is usual for waves arriving at the interface
with artificial structures having a Bragg bandgap.
On the other hand, Fig. 3(b) shows that the packet with fC belonging to the second band is partially transmitted and partially reflected at the interface. Thus, each time that the packet crosses the interface this refraction
phenomenon appears. It is also observed that the packet is totally reflected at the opposite end of the structure
end because of the free boundary condition. In Fig. 3(b) we also observe two total reflections at the free end of the
periodically structured part and two refractive phenomena at the interface between the uniform and structured
parts of the beam.
In both Fig. 3(a,b) we observe no reflections coming from the end of the uniform part, demonstrating the total
absorption of waves arriving at the dissipative end of the beam (see A in Fig. 1).
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Figure 4. Experimental characterization of the rainbow trapping of torsional waves in a chirped aluminum
beam. The propagation of a wave packet with central frequency, fC, is shown as a function of time and position
in the sample with chirp intensity γ = 0.03. (a) Results for fC = 9 kHz; (b) 10 kHz; (c) 11 kHz; and (d) 12 kHz.
The beam is schematically drawn on the right-hand side. The color scale defines the measured amplitude of
displacement (in arbitrary units).

Figure 5. (a) Levels of the different minibands locally defined at the cells defining the structured beam with
a chirp parameter γ = 0.03. White spaces between two consecutive set of levels define the local bandgaps. The
colored lines describe qualitatively the behavior wave-packets centered at the frequencies analyzed in Fig. 4:
9 kHz (red), 10 kHz (yellow), 11 kHz (green) and 12 kHz (blue). The vertical arrows define the cells where the
upper edge of the forbidden gap has the corresponding frequency, establishing the penetration lengths at which
the wave-packets is reflected. Notice that wave-packets with higher frequencies are reflected at deeper distances
inside the chirped beam, a feature defining the rainbow trapping effect.

Rainbow trapping. The appearance of the mechanical rainbow trapping, here named polyphonic trapping,
is investigated using the sample with smaller chirp intensity; i.e., γ = 0.03. The time evolution of wave packets
with four different central frequencies are shown in Fig. 4(a–d), corresponding to frequencies fC = 9 kHz, 10 kHz,
11 kHz and 12 kHz, respectively, inside the second band. It is observed how the wave-packet penetrates deeper
inside the beam for increasing values of fC. This behavior provides the experimental demonstration of the polyphonic trapping of torsional waves, which is the mechanical analogue of the rainbow trapping effect in optics4. A
similar behavior has been described in studying the transmission spectra of acoustic wave-packets propagating
in chirped sonic crystals22.
The appearance of rainbow trapping in the beam with smaller chirping parameter intensity, γ = 0.03, can be
explained by looking at Fig. 5, which represents the level spectra calculated at each cell of the chirped beam. These
spectra have been obtained using the transfer matrix method25 (see Methods). The elastic system can be considered as a gradient mechanical crystal in which there is a local variation of the bandgaps along the structure. For
non-vanishing values of the chirping or gradient parameter the group velocity of the mechanical waves depends
on the frequency and the position inside the beam. Therefore, the wave traveling inside this locally periodic
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crystal is gradually slowing down as the frequency of the propagating wave is approaching the “local” bandgaps12,
where it is reflected. This behavior is observed in Fig. 5, where the transmitted bands (levels) and the bandgaps
(white regions) are locally defined at each cell. The colored horizontal lines schematically describe the behavior
of the different wave-packet characterized in Fig. 4. It is shown how the wave-packets with higher frequencies
are reflected back at deeper distances inside the chirped beam; i.e., at the cell where the upper edge of the bangap
coincides approximately with the central frequency of the packet.
Roughly speaking, the WSL associated to a given band j can be considered as a series of minibands whose
lower band edges are determined by the condition k n = jπ for cell n, where k is the wavenumber and j = 1,2, …
defines the order of the miniband. For the band of interest here, j = 1, the fundamental frequency f0 is determined
with Eq. 1; i.e., f0 = c/(20). Then, it is possible to argue that a wave packet with a given fC > f0 penetrates into the
system up to cell n given by
n=

1
(f /f − 1),
γ C 0

(2)

which is derived using the assumption that fC ≈ fn = c/(2n). This equation yields the minimal penetration of
the wave packet. The horizontal dashed lines in Fig. 4 define the cells n determining the minimum penetration of
the corresponding wave-packet. in view of the simple model embedded in Eq. 2, the predicted values for n qualitatively describe the experimental observation; i.e., they show that the penetration depth of a wave-packet
increases with its central frequency.
A better account of the cell where the wave-packet is fully reflected can be obtained graphically from the more
exact calculation based on the TM method shown in Fig. 5. From this figure we conclude that the different packets penetrate till the cell (cuboid) number 1, 5, 8 and 12, respectively. Notice that this prediction is better but it is
also approximate since deeper penetration distances inside the chirped region are observed (see Fig. 4) due to the
evanescent behavior of waves with frequencies inside a bandgap.

Mechanical Bloch oscillations. Let us describe now the emergence of the mechanical Bloch oscillations
appearing in the characterization of the sample containing a chirped structure manufactured with γ = 0.06. This
chirp intensity belongs to the second regime where the mean spacing of levels in frequency is approximately
constant, as it is shown in Fig. 2(b). In spite of the frequency and position dependence of the torsional waves
propagating in a chirped beam, the condition of a uniform level spacing is paramount in order to observe Bloch
oscillations as it was discussed for acoustics and optical structures9,12. For γ = 0.06 this condition is accomplished
for levels in the middle of the second band, as it is shown in Fig. 2(b).
For γ > 0 a simple model, (see Methods) indicates that the spacing δfB between frequency levels is given by:
δfB = γ

c
.
2 0

(3)

For the chirp intensity considered (6%), the predicted separation is δfB ≈ 571 Hz, in good agreement with the
separation calculated using the more exact TM technique, δf   (TM) = 600 Hz [see Fig. 2(b)].
Experimentally, we have characterized the dynamics of wave packets with central frequencies belonging to the
second band; from 10.5 kHz until 16 kHz with intervals of 0.5 kHz. The dynamics of the wave-packets corresponding to fC = 14.5 kHz and 15 kHz are shown in Fig. 6(a,b), respectively. Both figures show an oscillatory
behavior within the structured part of the beam with an equal oscillating period, TB, characteristic of the frequencies belonging to the middle of the band (see Fig. 2). These oscillations define the elastic version of the electronic
Bloch oscillations. It is noticeable that Bloch oscillations for torsional waves are robust since four oscillations are
clearly identified in Fig. 6 within the interval of 8 ms. The measured period TB(exp.) is about 1.6 ms, in good agree1
ment with the predictions of the TM method TB(TM ) =
≈ 1.66 ms and the simple model embedded in
δf (TM )
B

Eq. 3, for which TB(model ) = 1 ≈ 1.75 ms.
δ fB
The underlying physics behind Bloch oscillations can be understood by looking at the the local spectra represented in Fig. 7. For the two frequencies under study, defined by the horizontal lines in this figure, we can conclude that the corresponding wave packets penetrate inside the chirped region after crossing the local bandgaps
existing at cells 0 and 1, where they experience a strong reflection. Inside the chirped region, the packet centered
at 14.5 kHz oscillates between cells 13 and 0. For the packet centered at 15 kHz the oscillations take place between
cells 14 and 1. Therefore, both oscillations have the same amplitude, which is determined by the distance between
the maximum penetration inside the beam and the minimum distance to the interface with the uniform part.
The amplitudes graphically derived from Fig. 7 are in qualitative agreement with the experimental ones shown in
Fig. 6. In both panels of Fig. 6, it is also observed that each time that the wave packets approaches to the interface,
a small portion of the energy of the wave packet leaks towards the uniform part of the beam. This leakage is a
consequence of the evanescent behavior of waves arriving to the local bandgaps existing at the first cells of the
chirped beam. This oscillatory effect works with transverse elastic waves (torsional) unlike the large number of
devices proposed in the literature are strictly designed to control sound waves.
The Bloch oscillations are very well characterized by our experimental setup thanks to the high efficiency of
the passive vibration isolation system, which fully absorbs all the arriving waves.

Connection between rainbow trapping and Bloch oscillations.

At this point it is interesting to
remark the link observed between the rainbow trapping and the Bloch oscillations. In order to understand this
relationship, Fig. 8 shows the dynamics of four different wave-packets propagating in the beam with chirping
parameter γ = 0.06. The behavior of packets with central frequencies at 11 kHz, 12 kHz, 13 kHz and 14 kHz are
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Figure 6. Experimental characterization of the Bloch oscillations of torsional waves propagating in a chirped
structure with γ = 0.06. (a) Oscillatory behavior observed for a wave packet centered at fC = 14.5 kHz. (b)
Oscillations corresponding to a packet with fC = 15 kHz. The horizontal red lines define the interface between
the uniform and structured parts of the beam, which is schematically drawn on the right-hand side. The color
scale defines the amplitude of displacement (in arbitrary units).

Figure 7. Levels of the different minibands locally defined at the cells of the structured beam with a parameter
γ = 0.06. White spaces between two consecutive set of levels define the local bandgaps. The horizontal red
lines defines the central frequencies of the wave-packets analyzed in Fig. 5: 14.5 kHz and 15 kHz. The arrows
describes qualitatively the Bloch oscillations of the wave-packets. The packet centered at 14.5 kHz (continuous
line) bounces between the cells defined by the vertical black arrows while that centered at 15 kHz (dashed line)
does between cells defined by the dashed arrows. The red dotted lines indicates the leaking of energy through
the interface with the uniform part of the beam as it is observed in Fig. 5. The amplitude of the oscillations for a
given frequency is defined by the distance between vertical arrows.
given in Fig. 8(a–d), respectively. It is shown that for increasing values of fC an oscillation emerges, which we associate to periodic reflections at the interface (horizontal red line), rather than with true Bloch oscillations. In fact,
the actual Bloch oscillations appear at higher frequencies, as it has been previously discussed. The wave-packet
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Figure 8. Experimental characterization of the rectified rainbow-Bloch oscillations in a chirped aluminum
beam. The propagation of a wave packet with central frequency, fC, is shown as a function of time and position
in the sample with chirp intensity γ = 0.06. (a) Results for fC = 11 kHz; (b) 12 kHz; (c) 13 kHz; and (d) 14 kHz.
The beam is schematically drawn on the right-hand side. The color scale defines the amplitude of displacement
(in arbitrary units).

reflected back by the rainbow trapping condition arrives to the interface, where it losses part of its energy. In
other terms, it is partially transmitted to the uniform part and partially reflected back into the chirped region.
As a result, the wave packet shows a rectified oscillation with a period that increases with frequency. This new
kind of oscillation is here named as rectified rainbow-Bloch oscillation since its period increases with increasing
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the central frequency fC of the wave-packet, as the rainbow trapping effect does for the penetration length. These
oscillations are determined by two turning points: one is the rainbow trapping condition while the other is the
interface with the uniform part of the beam. The period of the oscillations observed in Fig. 8(c,d) is increasing
with the frequency up to 0.8 TB. The limiting case corresponds to the actual Bloch oscillations having a period TB.
Thus, by increasing the frequency fC to 14.5 kHz or 15 kHz we obtain that the interface is not anymore the turning
point but a cuboid near the interface, as it is observed in Fig. 6. As a result, the strong energy leakage through the
interface disappear and the true Bloch oscillations develop. Anyway, the turning point deep inside the chirped
region is the same; that is, the rainbow trapping condition. Therefore, we can say that Bloch oscillations are
triggered by the rainbow trapping condition. This connection between the two apparently different phenomena,
rainbow trapping and Bloch oscillations, has not been discussed before and we expect to be general for all type
of waves.

Discussion

In summary, we have experimentally demonstrated the mechanical analogue of rainbow trapping and Bloch
oscillations in one-dimensional elastic systems. Both effects have been extensively described in different structures supporting the propagation of electronic, photonic or acoustic waves but scarcely in elastic structures. On
the one hand, the rainbow trapping was discovered for light waves propagating in photonic structures containing
metamaterials with negative refractive index. On the other hand, the Bloch oscillations were characterized as a
quantum phenomenon first characterized in semiconductors superlattices. We have shown the emergence of both
phenomena by studying the propagation of torsional waves in chirped aluminium beams. Thus, wave-packets of
torsional waves propagating in the chirped beam are reflected at different special depths according to its central
frequency; larger penetrations correspond to higher frequencies. In addition, oscillations of a wave-packet are
obtained when its central frequency is properly selected and the chirped beam is long enough. A non-trivial
connection between both effects has been demonstrated: the rainbow trapping condition triggers the Bloch
oscillations. When the structure is too small to hold Bloch oscillations, the wave-packet performs a new type of
oscillation, here named rectified rainbow-Bloch oscillations, bouncing between two turning points defined by the
rainbow trapping condition and the interface with the uniform part of the beam. The rectified oscillations have a
period that increases with the central frequency of the wave-packet”.
The case of a non chirped beam, corresponding to an elastic periodic system with passbands and bandgaps
has been also charcaterized for comparison purposes. The theoretical predictions of the independent rod model
show a good agreement with experimental data. As a potential application we can foresee the control of torsional
waves propagation in metallic rods, where their penetration length can be controlled using the rainbow trapping
effect. Thus, the multiplexing of this type of mechanical signals seems possible.

Methods

Calculation of the frequency spectrum: The one-dimensional Transfer Matrix Method. In what

follows, we present a brief description of the transfer matrix method developed to obtain the frequency spectrum
reported in Fig. 2.
Lets consider a finite beam along the z-axis consisting of M rectangular blocks or cuboids, Ci, whose dimensions change along the beam. Cuboid i, of width wi, height hi and second moment of area Ii, is located between
positions zi−1 and zi with i = 1,2, …, M.
The torsion in cuboid i is
φi(z ) = Ai e ik(z−zi −1) + Bi e−ik(z−zi −1) for z i −1 < z < z i .

(4)

The continuity conditions for the torsion and the moment of torsion at z = zi are
[φi]zi = [φi +1]z

(5)

i



∂φ 
∂φ 
Giα i i  = Gi +1α i +1 i +1 


∂z z
∂z z
i
i

(6)

where Gi is the shear modulus of cuboid i and
αi =

∞

∞

256/π 6

∑ ∑ (2m + 1)2 (2p + 1)2

m=0 p =0

(

h i wi

2m + 1
hi

) ( )
2

+

2p + 1
wi

2

(7)

is the Navier series .
The amplitudes Ai+1 and Bi+1 are related to Ai and Bi through the transfer matrix
24

 Ai +1
 Ai 
 = 

  ,
i → i + 1
 Bi +1 
 Bi 

(8)

where

SCiEntifiC REPOrTS |

(2019) 9:1860 | https://doi.org/10.1038/s41598-018-37842-7

9

www.nature.com/scientificreports/


Giα i  ik(zi−zi −1)

1 + G α e

i+1 i+1 
1 
i → i + 1 = 


2
Giα i  ik(zi− zi −1)
1 −
e

Gi+ 1α i+ 1 




1 − Giα i e−ik(zi− zi −1)



Gi + 1α i + 1 
.
 −ik(z − z )

α
G
i i 
1 +
i
i −1 
e


Gi+ 1α i+ 1 


(9)

The amplitudes at the right end of the beam can be written in terms of the amplitudes of the left end as
 AM 
 
 
  = M−1 → M  i → i +1  1 → 2 A1 =  A1.
 B1 
 B1 
 BM 

(10)

Free-free boundary conditions, used at both ends of the beam, imply
A1 = B1 and

(11)

AM e ik(L −zM −1) = BM e−ik(L −zM −1).

(12)

After some algebra, the normal-mode frequencies of the structured beam are obtained finding the roots of the
following equation
(12 + 11)e ik(L −zM −1) + (22 + 21)e−ik(L −zM −1) = 0.

(13)

For the structures under study here, schematically represented in Fig. 1, the solutions of the last equation are
shown in Fig. 2 as a function of the chirping parameter γ.
In the calculations, we have considered that the structures are composed of large cuboids, Wi, with variable
lengths Wi and small cuboids or notches, C, with an equal short length C = 8 mm. In addition, all the cuboids Wi
have the same rectangular cross section, defined by the section of the aluminum beam (wi = 10 mm, hi = 30 mm
and hi = 3); the total area being SW = 300 mm2. However, the notches C have been manufactured with a much
wi

smaller rectangular cross section (wC = 6 mm, hC = 18 mm and h C = 3), that is SC = 108 mm2.
wC
In Fig. 2, the frequency levels corresponding to γ = 0 represents propagating waves in a beam where the length
of the cuboids Wi= constant. For parameters γ ≠ 0, the calculated frequency levels correspond to chirped beams
in which the lengths of the cuboids Wi are determined by the expression given in Eq. 1.

Band structure of a periodic beam.

The dispersion equation for torsional waves propagating along the
z−axis of a periodic structured beam consisting of alternating cuboids W and C with lengths W and C , respectively, can be obtained using standard procedures. The cross sectional area of cuboids are SW and SC, respectively
and the lattice period is  = W + C .
Lets consider the general case of a two-component beam where the wavenumbers are k i = ω . The wave amplici
tudes for an unit cell of length  can be expressed as:
φ L = Ae ik Cz + Be−ik Cz

(14)

φ = Ce ikWz + De−ikWz

(15)

φ R = Fe ik Cz + Ge−ik Cz

(16)

where φ L , φ, and φ R are the wave amplitudes for x < −W /2, −W /2 < x < W /2 and for W /2 < x ,
respectively.
Using the continuity conditions (5) and (6) at z = − W /2 together with the periodicity condition, we arrive to
the following dispersion relation:
 ω   ω 
G α   ω   ω 
1 G α
cos(kZ ) = cos C cos W  −  C C + W W sin C sin W 
 c   c 

GCαC   cC   cW 
2  G W αW
C
W

(17)

This expression is equivalent to that obtained for the propagation of acoustic waves in a two-component elastic
superlattice12. The product Giαi plays the same role than the acoustic impedance, ρiCi, in the acoustic system.
In our single-component aluminum beam, GW = G C = G and c W = c C = c. since we are considering a
single-component beam. In particular, the wave velocity for the torsional modes propagating in cuboids W and
C, both with the same ratio hi = 3 is
wi

c = 0.55

G
,
ρ

(18)

where ρ is the beam density. For Aluminum, c ≈ 1755 m/s, very close to the measured value of 1750 m/s.
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ℓ

cos kZ ℓ

ℓC

Frequency (kHz)
Figure 9. (Upper panel) Scheme of the chirped beam corresponding to γ = 0. It consists of a periodic
distributions of large cuboids with length W separated by small notches with a much smaller length C . The
lattice period is  = W + C . (Bottom panel) Plot of the function cos(kZ ) obtained from the analytical
dispersion relation of torsional waves propagating in the periodic beam. The regions where cos(kZ ) > 1
define the bandgaps of the periodic beam.

Regarding the Navier series αi, the lengths defining the transverse sections of cuboids are related through
a uniform or isotropic scaling factor (wW = λwC and hW = λhC), then αW = λ4αC. This result is also valid for
single-component period beams based on scaled circles, ellipses and triangles. In our samples, λ ≈ 1.67.
Figure 9 plots a representation of the right-hand side of Eq. 17. Notice that frequencies where cos(kZ ) ≤ 1
define the passbands (white region). The rest of values are unphysical and define the bandgaps (grayed regions).
The width of passbands and bandgaps obtained from this dispersion relation are in agreement with those calculated using the TM method (see the results at γ = 0 in Fig. 2).

Frequency of Bloch oscillations: Model. The structured aluminum beam under study can be considered
as a combination of 20 weakly interacting cuboids or elastic cavities W, each one n with different length, n, but
with the same rectangular cross section SW. The cuboids C (notches) are the links between nearest-neighbors
cavities W.
In this analytical model, the structure is considered as a set of 20 independent cuboids. For the cuboid with
length n, the frequencies of the torsional normal modes f j(n) are given by the expression27
f j(n) =

c
j,
2 n

(19)

where j is the number of nodes in the wave amplitude and n = 0/(1 + nγ ), with γ being the chirping parameter
and 0 = 92 mm.
•

Results for the case γ = 0 (periodic structure)
For this case the structure consists of alternating layers with fixed thicknesses W = 92 mm, C = 8 mm,
and lattice period W + C = 100 mm. We consider that cuboids W and C are weakly coupled and that
there is a big mismatch between layer C and W; i.e., GW αW ≪ GCαC. The corresponding unperturbed
(non-interacting) systems have their resonances centered at
ωW ≈ π

c
j,
W

(20)

ωC ≈ π

c
i,
C

(21)

for layers W, and for layers C at

where i, j are integers.
Since 1/W  1/C one obtains that there is a narrow isolated tight-binding miniband around the second
(j = 1) torsional mode (Fabry-Perot like resonance) in W layers. Thus, the dispersion relation of the
miniband centered at c/W takes the form:
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ω≈π

c
+ B cos(kZ ),
W

(22)

where B defines the bandwidth.
Results for γ ≠ 0 (non-periodic structures)
For this case, the chirp parameter represents the driving force, which is the elastic analogue of the DC
electric field in an electronic superlattice. The modes localized in the large metallic cavities n depend
approximately linearly on the driving force ∂ω/∂Z with the slope given by (for j = 1 in Eq. 19)

•

∂ω/∂Z = πc ∂/∂Z(1/W )

(23)

For the case considered (j = 1), a linear variation of frequency is obtained by introducing a constant variation 1/W :
δω = ω(n) − ω(n −1) = πcδ(1/W )

(24)

δ(1/W ) = 1/n − 1/n −1 = γ /0.

(25)

Where

The expression above has been obtained by using the thickness variation n = 0/(1 + nγ ), with γ = const.
Therefore, such thickness variation supports the formation of WSL. The spacing between levels is determined by
δωB = 2πδfB = ω(0)γ = γ

πc
,
0

(26)

where 0 is a fixed length, in our case 0 = W = 9.2 cm.
A system with a discrete sequence of frequency levels with level spacing δωB is the elastic equivalent of the
electronic WSL, and it is expected to exhibit elastic oscillations with period T = 2π , as it has been
δω B
experimentally observed for γ = 0.03 and γ = 0.06 in Figs 4 and 5, respectively of the manuscript.
Case γ = 0.06
Using the previous formula, we obtain that the spacing between linear frequencies is δfB = 571 Hz and the
corresponding Bloch oscillation period is TB(model) = 1.7 ms. In view of the simplified model employed,
these values are in relative good agreement with the ones obtained using the TM method and with those
experimentally reported in Fig. 4. Thus, for the oscillation period TB(TM) = 1.66 ms and TB(exp.) = 1.6 ms.
Case γ = 0.03

•

•

For this value is fB = 285 Hz and the Bloch period is TB = 3.5 ms

Experimental characterization.

The three manufactured metallic beams were experimentally characterized using Doppler interferometry. The time evolution of a torsional wavepacket has been obtained inside and
outside the chirped structure in the beam. First, torsional waves are generated in the uniform part of the beam
and sent to the chirped structure using the experimental setup schematically depicted in Fig. 1. The signal generated by a NI-PXI (1) is amplified by a high-fidelity audio amplifier Cerwin-Vega CV5000 (2) and then sent to
(3), an electromagnetic-acoustic transducer (EMAT). The EMAT generates a torsional Gaussian wave packet at its
position, located in the uniform part of the beam. The wave packet travels towards the chirped structure and the
vibrations are measured with a laser Doppler vibrometer (5) and analyzed with the PXI. In order to reconstruct
the dynamics of the wave packets, the measurements are done in several positions along the structured part as
well as in the uniform part of the beam. For frequencies higher than ≈1.5 kHz, the waves arriving to the opposite
side of the structured beam are almost completely absorbed by a passive vibration isolation system (A). The latter
consists of a wedge covered by an absorbing mastic seal.

References
1.
2.
3.
4.
5.
6.
7.
8.
9.
10.
11.

SCiEntifiC REPOrTS |

Ascroft, N. W. & Mermin, N. D. Solid State Physics (Hold, Reinhart & Winston, 1972).
Kadic, M., Buckmann, T., Schittny, R. & Wegener, M. Metamaterials beyond electromagnetism. Rep. Prog. Phys. 76, 126501 (2013).
Cummer, S. A., Christensen, J. & Alù, A. Controlling sound with acoustic metamaterials. Nat. Rev. Mat. 1, 16001 (2016).
Tsakmakidis, K. L., Boarman, A. D. & Hess, O. Trapped rainbow storage of light in metamaterials. Nature 450, 397–401 (2007).
Kathryn, H. et al. Designing perturbative metamaterials from discrete models. Nat. Mat. 17, 323–328 (2018).
de Lima, M. M. Jr., Kosevich, Y. A., Santos, P. V. & Cantarero, A. Surface acoustic Bloch oscillations and Wannier-Stark ladders and
Landau-Zenner tunneling in a solid. Phys. Rev. Lett. 104, 165502, https://doi.org/10.1103/PhysRevLett.104.165502 (2010).
Tian, Z. & Yu, L. Rainbow trapping of ultrasonic guided waves in chirped phononic crystal plates. Sci. Rep. 7, 40004, https://doi.
org/10.1038/srep40004 (2017).
Waschke, C. et al. Coherent submillimeter-wave emission from bloch oscillations in a semiconductor superlattice. Phys. Rev. Lett.
70, 3319–3322, https://doi.org/10.1103/PhysRevLett.70.3319 (1993).
Sapienza, R. et al. Optical analogue of electronic Bloch oscillations. Phys. Rev. Lett. 91, 263902 (2014).
Morandotti, R., Peschel, U., Aitchison, J. S., S., E. H. & Silberberg, Y. Experimental observation of linear and nonlinear optical Bloch
oscillations. Phys. Rev. Lett. 83, 4756 (1999).
Battestti, R. et al. Bloch oscillations of ultracould atoms: a tool for a metrological determination of h / mRb. Phys. Rev. Lett. 92,
253001, https://doi.org/10.1103/PhysRevLett.92.253001 (2007).

(2019) 9:1860 | https://doi.org/10.1038/s41598-018-37842-7

12

www.nature.com/scientificreports/
12. Sanchis-Alepuz, H., Kosevich, Y. & Sánchez-Dehesa, J. Acoustic analogue of electronic Bloch oscillations. Phys. Rev. Lett. 98, 134301,
https://doi.org/10.1103/PhysRevLett.104.197402 (2007).
13. Lanzilotti-Kimura, N. D. et al. Bloch oscillations of THz acoustic phonons in coupled nanocavity structures. Phys. Rev. Lett. 104,
197402, https://doi.org/10.1103/PhysRevLett.104.197402 (2010).
14. Floß, J., Kamalov, A., Averbukh, I. S. & H., B. P. Observation of Bloch oscillations in molecular rotation. Phys. Rev. Lett. 115, 203002,
https://doi.org/10.1103/PhysRevLett.115.203002 (2015).
15. Gan, Q., Ding, Y. J. & Bartoli, F. Trapping and releasing at telecommunication wavelengths. Phys. Rev. Lett. 102, 056801, https://doi.
org/10.1103/PhysRevLett.102.056801 (2009).
16. Park, J., Boarman, A. D. & Hess, O. Trapping light in plasmonic waveguides. Opt. Express 18, 598–623, https://doi.org/10.1364/
OE.18.000598 (2010).
17. Zhao, D., Li, Y. & Zhu, X. Trapped rainbow effect in visible light left-handed heterostructures. Appl. Phys. Lett. 95, 071111, https://
doi.org/10.1063/1.3211867 (2009).
18. Smolyaninova, V. N., Smolyaninov, I. I., Kildishev, A. V. & Shalaev, V. Experimental observation of the trapped rainbow. Appl. Phys.
Lett. 96, 211121, https://doi.org/10.1063/1.3442501 (2010).
19. Ni, X. et al. Acoustic rainbow trapping by coiling up space. Sci. Rep. 4, 7038, https://doi.org/10.1038/srep07038 (2014).
20. Zhu, J. et al. Acoustic rainbow trapping. Sci. Rep. 3, 1728, https://doi.org/10.1038/srep01728 (2013).
21. Romero-García, V., Picó, R., Cebrecos, A., Sánchez-Morcillo, V. J. & Staliunas, K. Enhancement of sound in chirped sonic cristals.
Appl. Phys. Lett. 102, 091906, https://doi.org/10.1063/1.4793575 (2013).
22. Cebrecos, A. et al. Enhancement of sound by soft reflections in exponentially chirped cristals. AIP Adv. 4, 124402, https://doi.
org/10.1063/1.4902508 (2014).
23. Zhao, D., Li, Y. & Zhu, X. Broadband lamb wave trapping in cellular metamaterial plates with multiple local resonances. Sci. Rep. 5,
9376, https://doi.org/10.1038/srep09376 (2015).
24. Gutierrez, L. et al. Wannier-stark ladders in one-dimensional elastic systems. Phys. Rev. Lett. 97, 114301, https://doi.org/10.1103/
PhysRevLett.97.114301 (2006).
25. Morales, A., Flores, J., Gutierrez, L. & Méndez-Sánchez, R. A. Compressional and torsional wave amplitudes in rods with periodic
structures. J. Acoust. Soc. Am. 112, 1961, https://doi.org/10.1121/1.1509431 (2002).
26. Arreola-Lucas, A. et al. Bloch oscillations in mechanical vibrations. PIERS proceedings. (to appear).
27. Graff, K. F. Wave Motion in Elastic Solids (Dover, 1991).

Acknowledgements

Work partially supported by DGAPA-UNAM under projects PAPIIT IN103115 and IN109318 and by CONACYT
project 284096. A.A.L. acknowledges CONACYT for the support granted to pursue his Ph. D. studies. G. Báez
received CONACYT’s financial support. RAMS received support from DGAPA-UNAM under program PASPA.
We thank M. Martínez, A. Martínez, V. Domínguez-Rocha, E. Flores and E. Sadurní for invaluable comments.
F.C., A.C. and J.S-D. acknowledge the support by the Ministerio de Economa y Competitividad of the Spanish
government, and the European Union FEDER through project TEC2014-53088-C3-1-R.

Author Contributions

G.B., R.A.M.-S. and J.S.-D. conceived the idea and interpreted the results. G.B. calculated the results based on the
transfer matrix technique. A.A.-L., F.C. and A.C. designed the experimental setup and performed the experiments
at the lab of the Wave Phenomena Group. F.C. manufactured the aluminum beams. G.B., R.A.M.-S. and J.S.-D.
contributed to the preparation and writing of the manuscript. All authors reviewed the manuscript.

Additional Information

Supplementary information accompanies this paper at https://doi.org/10.1038/s41598-018-37842-7.
Competing Interests: The authors declare no competing interests.
Publisher’s note: Springer Nature remains neutral with regard to jurisdictional claims in published maps and
institutional affiliations.
Open Access This article is licensed under a Creative Commons Attribution 4.0 International
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or
format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the Creative Commons license, and indicate if changes were made. The images or other third party material in this
article are included in the article’s Creative Commons license, unless indicated otherwise in a credit line to the
material. If material is not included in the article’s Creative Commons license and your intended use is not permitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from the
copyright holder. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/.
© The Author(s) 2019

SCiEntifiC REPOrTS |

(2019) 9:1860 | https://doi.org/10.1038/s41598-018-37842-7

13

