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Abstract
Meeting the ever increasing demand for transmission capacity in wireless networks will require evolving
towards higher regions in the radiofrequency spectrum, reducing cell sizes as well as resorting to more
compact, agile and power efficient equipment at the base stations, capable of smoothly interfacing the
radio and fiber segments. Photonic chips with fully functional microwave photonic systems are promising
candidates to achieve these targets. Over the last years, many integrated microwave photonic chips
have been reported in different technologies. However, and to the best of our knowledge, none of them
have fully integrated all the required active and passive components. Here, we report the first ever
demonstration of a microwave photonics tunable filter completely integrated in an Indium Phosphide
chip and packaged. The chip implements a reconfigurable RF- photonic filter, it includes all the required
elements, such as lasers, modulators and photodetectors, and its response can be tuned by means of
control electric currents. This demonstration is a fundamental step towards the feasibility of compact
and fully programmable integrated microwave photonic processors.

Emerging information technology scenarios, such as 5G mobile communications and Internet of Things
(IoT), will require a flexible, scalable and future- proof solution capable for seamlessly interfacing the wireless
and fiber segments of communication networks [1,2,3]. Microwave photonics (MWP) [4,5],the interdisciplin
ary approach that combines radiofrequency and photonic systems, is the best positioned technology to achieve
this target. A very relevant example is 5G wireless communications, which targets an extremely ambitious
range of requirements including [6,7], a 1000-fold increase in capacity, connectivity for over 1 billion users,
strict latency control, as well as network flexibility via agile software programming. These objectives call
for a paradigm shift in the access network to incorporate smaller cells, exploit the millimeter wave regions
of the radiofrequency spectrum and implement massive multiple-input multiple- output at the base stations
(BTSs) [7]. The successful integration of the wireless and fiber segments thus relies on the possibility of
implementing agile and reconfigurable MWP subsystems, featuring broadband operation, as well as low
space, weight and power consumption metrics. The solution consists in resorting to integrated microwave
photonics (IMWP) [8,9] chips allocated either in the BTS and/or the central office in combination with radio
over fiber transmission in the fiber segment connecting them [10,11]. The two fundamental issues to be
solved in IMWP are related respectively to technology and architecture. First, there is the need to identify
the best material platform where to implement MWP chips. Second, whether it would be better to follow an
application specific photonic integrated circuit (ASPIC) approach, where a specific architecture is employed to
implement a specific functionality, or to resort to a generic programmable architecture. IMWP ASPICs with
certain complexity have been reported to date mainly in four material platforms: indium phosphide (InP) [1214], Silicon-on-Insulator (SOI) [15-21], silicon nitride (Si3N4) [22-26] and chalcogenide glass [27,28]. Several
functionalities have been demonstrated with a variable degree of photonic (20-60%) integration, as shown in
Table 1. A different approach is based on generic processors [29,30], where a common architecture implements
different functionalities by suitable programming. A recent paper [31] reported the design of a programmable
optical core inspired by the concept of electronic field programmable gate arrays. This approach is based on
an optical core composed implemented by a 2D waveguide mesh where the connections between waveguides
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are controlled by means of tunable Mach-Zehnder interferometers (MZIs). Researchers fabricated a simplified
version of the processor composed of two mesh cells, using a commercial Si3N4 waveguide technology known
as TriPleX [32]. The reported processor featured a free spectral range of 14 GHz and is fully programmable.
A band-pass filter with a tunable centre frequency that spans two octaves (1.6-6 GHz) and a reconfigurable
band shape (including a notch filter and a flat-top resonance) was demonstrated. A reconfigurable processor
implementing signal integration, differentiation and Hilbert transformation has also been recently reported
in InP technology [33]. To the best of our knowledge however, none of the above contributions has reported
to date the integration of all the required active (sources, modulators and detectors) and passive (splitters,
optical filters and waveguides) photonic components in a single chip, either monolithically or following a
hybrid approach. Here we report, , the design, fabrication, packaging and experimental demonstration of the
first monolithic IMPW filter that integrates all these elements in the same substrate. The chip implements
a reconfigurable RF-photonic filter that employs a tunable distributed Bragg reflector laser (DBR); a singlesideband optical modulator; a tunable optical filter based on a ring assisted Mach Zehnder interferometer
(RAMZI)[34]; and an on-chip optical detector. This demonstration constitutes a fundamental step forward
in the implementation of a fully integrated MWP filter, and opens the path for compact and programmable
MWP signal processors, where the RAMZI filter will be replaced by a 2D reconfigurable mesh and multiple
functionalities will be implemented by suitable programming of the mesh interconnections.

Table 1: Overview of reported IMWP chips. AWG: Arbitrary waveform generation. BFM: Beamforming.
TBPS: Tunable broadband phase shift. TTTD: Tunable true-time delay. IFM: Instantaneous frequency
measurement. ADC: Photonic analog-to-digital conversion.
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Results
Basic concept
Tunable MWP filtering is achieved in this photonic integrated circuit (PIC) by exploiting the well-known
mapping between the optical and RF domains that happens when an optical single-sideband modulation
(SSB) is sent through a tunable optical filter and is photodetected afterwards [35,36]. In brief, as shown
in Fig. 1a, the output RF tone at a given modulation frequency is produced by the beating between the
carrier and the optical SSB. As the modulation frequency is swept, the optical filter modifies the amplitude
and phase of the sideband, while the carrier remains unchanged. This means that, after photodetection, the
RF response of the MWP filter is just a scaled copy of the transfer function of the optical one, except for a
constant amplitude and phase factor (see Operation principle in the Methods section). A MWP filter with a
reconfigurable RF response can thus be obtained by combining a tunable laser, an optical SSB modulator, a
photodetector and a tunable optical filter. The reconfigurability of the response lies here on both the tunable
laser, whose central frequency can be changed to shift the whole RF transfer function, as well as on the
tunable filter, which can change both the central frequency and the shape of the passband. Reconfigurable
optical filters can be implemented for example with integrated optical lattice architectures [34,37]. Fig. 1b
is a diagram of the designed InP PIC and its different building blocks (BBs). First, light coming out of
a tunable distributed Bragg reflector laser (TL 1) is injected into a dual-drive modulator (MZM), which is
made up of a symmetric Mach-Zehnder interferometer (MZI) with a couple of electro-optic phase shifters,
one on each arm. By introducing two RF signals with a 90deg relative phase shift, and then setting the
modulator at the quadrature bias point (90deg), an SSB modulation can be directly generated on-chip. This
SSB signal is then sent through a an optical filter that can be reconfigured via thermo-optic heaters. The
filter is based on the aforementioned RAMZI architecture, where ring resonators of the same perimeter are
coupled to both branches of a symmetric Mach-Zehnder [38,39]. Because two 3 dB couplers are employed to
split and recombine the signal in the interferometer arms, note that this filter architecture has two inputs and
two outputs. One of the two available inputs is used to inject the SSB signal coming from the modulator into
the filter. Afterwards, the modulated signal exists through one of the two outputs and is routed to an on-chip
photodetector (PD 4), where the optical to electrical mapping finally takes place. The other free input of the
RAMZI filter is routed with an auxiliary waveguide (called Input) to an optical spot-size converter located on
one of the chip facets. The same is done for the other free output port, which is also routed with an auxiliary
waveguide (called Output) to another spot- size converter on the same facet. The chip was manufactured and
packaged using an InP generic integration technology on a multi-project wafer run [40] (see Fabrication and
packaging in the Methods section for more details). Figures 1c-1e show a 3D representation of the PIC mask
layout, a picture of a fabricated 6x4mm2 die, as well as a picture of one of the packaged chips, respectively.
Note that the final chip layout includes more components that the ones described above, such as an extra
tunable DBR laser laser, a phase modulator and a tunable 2x3 MZI with three DC photodiodes located
at its output. These were employed when needed as auxiliary elements during individual characterization
of some of the BBs of the MWP filter, like the tunable laser, the photodetector and the thermo-optic
heaters. Experimental procedures and results for these elements are given as supplementary information (see
Supplementary, Building block characterization section). Because of its importance, the RAMZI filter and
the dual-drive MZM are described separately below.

RAMZI filter
Integrated optical filters are typically made up of a cascade (or lattice) of more basic, simpler optical elements,
such as ring resonators and Mach-Zehnder interferometers [36]. Depending on the configuration and type of
the employed basic unit cells, both finite impulse response (FIR) and infinite impulse response (IIR) optical
filters can be implemented. In this case, a well-known architecture was chosen based on a symmetric MZI
loaded with ring resonators, also known as RAMZI. A schematic diagram is shown in Fig. 2a. This architecture
allows for the implementation of optimum IIR bandpass filters, such as the canonical Butterworth, Chebyshev
and Elliptic approximations, while featuring a fewer number of optical elements as compared with other
approaches [38]. In our case, the filter was designed as a fourth order Chebyshev type II filter, which ensures
a flat passband and a sharper roll-off at the expense of ripples in the stopband. Note that the optical response
is determined here by the coupling strength between the ring resonators and the MZI branches, as well as
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by the relative optical phase shifts of the rings and the MZI arms. The optical couplers that connect the
rings with the arms of the Mach- Zehnder are fixed, and were implemented with custom 2x2 multimode
interference couplers (MMIs) featuring a tapered body [41]. The optical phases can however be changed
by means of thermo-optic heaters, which allow the tuning of the transfer function. Like any other optical
lattice structure, it has a periodic frequency response, with a frequency periodicity commonly termed as
Free Spectral Range (FSR). This is determined by the perimeter of the ring resonators and the group index
of the waveguides, and it was designed to be 20 GHz. Ideal (no loss) magnitude and phase responses, as
well as the simulated ones considering average propagation losses of 5.5 dB/cm, are shown in Fig. 2b and
2c, respectively. In order to measure the tunable RAMZI filter, the auxiliary Input and Output waveguides
(see Fig. 1b and 1c) were employed. These are coupled to a pair of single-mode fibers coming out of the
metal package (Fig. 1e), which provide a mean for interfacing the RAMZI filter with external equipment.
Two difficulties were nevertheless found during characterization of the filter. First, these fibers are not
polarization maintaining. Thus, when light from an external source is injected into the chip, it is not
generally possible to prevent the excitation of both quasi-TE and quasi-TM modes (dominant electric field
component parallel/perpendicular to the chip surface, respectively) in the PIC waveguides to which those
fibers are coupled. Since the chip was designed for TE polarization, care must be taken so that a random mix
of polarizations is not excited simultaneously. To solve the aforementioned problem, a polarization alignment
procedure was devised, which is described as supplementary information (see Supplementary, Polarization
alignment procedure section). Second, different experiments showed that significant polarization rotation was
taking place in the chip waveguides. These are also discussed with detail in the supplementary information
(see Supplementary, RAMZI filter characterization section).

Dual-drive MZM
The purpose of the dual-drive MZM is to generate an SSB modulation. This requires the RF signals driving
both arms to be 90deg out of phase, while the modulator should be biased at the quadrature point. The
exact bias voltage that needs to be applied to the modulator for it to be at quadrature is generally unknown.
A usual procedure is to connect the two RF inputs to a broadband 90deg RF hybrid, and then to slowly tune
the bias point while observing the output modulation spectrum in an optical spectrum analyzer (OSA) for
a fixed modulation frequency. A bias voltage is finally chosen for which the ratio between the powers of the
lower and upper sidebands is maximum. This ratio is called SSB suppression (τ ), and it is usually expressed
in dB.

Fig. 1. Operation principle and schematic diagram of the integrated MWP filter. a, MWP filtering
approach based on an optical SSB modulation and a tunable optical filter. b, Schematic of the InP chip,
showing all the main building blocks. c, 3D representation of the chip layout. d, Picture of a fabricated
4

die (6x4 mm2). e, Packaged chip. TL: Tunable laser. MZM: Dual- drive Mach-Zehnder modulator. PD:
Photodetector. PM: Phase modulator. MZI: Mach-Zehnder interferometer.
However, the layout of this PIC poses an extra difficulty: the optical spectrum measured at the output fiber
is not that of the modulator itself, but that of the modulated signal after passing through the RAMZI filter.
As a consequence, the measured ratio does not match with the real ratio at the output of the modulator. An
alternative approach to solve this issue was devised (see Adjustment of the dual-drive MZM in the Methods
section). The experimental setup for the MZM adjustment is shown in Fig. 2d, while the final results are
shown in Figs. 2e-2f. Figure 2e shows the dependence of the median SSB suppression with bias voltage. As
it can be seen, it reaches a maximum of around 14 dB at -8 V, which is the optimum bias point. This is
better illustrated in the inset, where an overlap of all the measured modulation spectra (solid grey lines) is
shown for this optimum voltage. They have been conveniently renormalized and shifted in wavelength, so
that the fluctuations of the SSB suppression around the average value could be better appreciated. A black
solid line represents the average of all these responses. Finally, Fig. 2f shows the experimental results for the
same procedure, but this time keeping the optimum voltage (- 8 V) and instead sweeping the modulation
frequency with the same input RF power. As it can be seen, the achieved suppression is not constant with
modulation frequency. For example, it goes below 5 dB for frequencies between 9 and 11 GHz, while it also
shows a couple of dips around 7 and 8 GHz. This behaviour is attributed to poor RF performance of the
modulator electrodes, due to impedance mismatch at the end of the RF line. At high frequencies a great
part of the RF power is bouncing back through the transmission lines, creating standing wave patterns that
are significantly affecting its broadband modulation behaviour, and introducing unwanted power and phase
imbalances.

Fig. 2. RAMZI filter simulations and experimental adjustment of the dual- drive MZM. a, Diagram of the
RAMZI filter. b, Ideal (solid grey line) magnitude response of the designed 4th order filter, and the simulated
one (dashed magenta line) when considering propagation losses of 5.5 dB/cm. c, Idem for the phase response.
d, Experimental setup for determining the optimum bias point of the dual-drive MZM. e, Dependence of the
measured median sideband suppression with the applied bias voltage on one of the modulator arms, for a
fixed modulation frequency of 8.5 GHz. The grey lines in the inset shows all the captured modulation spectra
for the optimum bias point (-8 V), while the solid magenta line is the average of all these traces. f, Idem,
when the bias is kept at the optimum point and the modulation frequency is swept between 6 and 12 GHz.

Tunable MWP filter
After the different BBs were characterized individually, two experiments were carried out to demonstrate the
basic functionality of the MWP filter. The first one involved measuring its electro/optical (E/O) response.
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That is, modulating the on-chip dual-drive MZM and afterwards detecting the signal at the output of the
RAMZI filter with an external photodetector connected to one of the fibers coming out of the PIC package.
As discussed later in the text, a tunable low-pass MWP filter has been obtained with this approach, by first
adjusting the transfer function of the RAMZI filter and then tuning the central wavelength of the on-chip
laser. In the second experiment, a full electrical to electrical (E/E) measurement was performed. That is, an
electrical RF signal was again injected into the on-chip dual-drive MZM, and the RF output at the integrated
photodetector (PD 4) was then measured. However, the presence of significant electrical crosstalk was found
to totally degrade the response of the MWP filter. This is a very important lesson to be learned when
incorporating both driving and receiving RF electronics in the same chip and is discussed with more detail in
the Electrical to Electrical (E/E) response of the MWP filter section of Supplementary. A schematic diagram
of the E/O experiment is shown in Fig. 3a. First, the TL 1 is switched on, and a VNA and a 90deg RF
hybrid are employed to modulate the dual-drive MZM. This is polarized at the optimum bias point (-8 V) to
achieve the best SSB suppression. After the SSB modulation goes through the RAMZI filter, it is collected
at the fiber, which is coupled to the auxiliary Output waveguide. Once the signal is outside the chip, it
is split in two distinct paths by a 99%-1% optical coupler (OC). One one hand (1%), it is injected into an
OSA. On the other hand (99%), it is amplified by an erbium-doped fiber amplifier (EDFA) and sent into
a lightwave component analyzer (LCA, Agilent N4373C). Due to the polarization rotation issues described
in the RAMZI filter characterization section (see Supplementary material), the polarization of the optical
signal at the input of the RAMZI filter when coming from TL 1 is different to the one that results when an
external laser source is coupled to the Input waveguide. Since the filter response is polarization dependent,
the RAMZI filter will exhibit two different transfer functions in these two situations. This ultimately means
that the response of the RAMZI filter as seen by the on-chip optical SSB modulation cannot be adjusted by
measuring the filter with the external optical fibers, and must be optimized instead by directly looking at
its E/O transfer function. During the experiment, the currents injected into the thermo-optic heaters were
changed until a response resembling the target filter shape was obtained. We found three distinct sets of
currents (#1, #2 and #3) that yielded three different, although similar, responses. These are plotted in
Fig. 3b. All of them feature a low-pass response with a -3 dB bandwidth of 5.5, 5 and 3 GHz, respectively.
Besides, note that they also exhibit a resonant peak near 20 GHz, which matches the target FSR of the filter.

Fig. 3. Experimental results for the tunable MWP filter (E/O). a, Diagram of the experimental setup
for the E/O measurement. b, Measured E/O responses for three different current sets in the thermo-optic
heaters (#1, #2, #3). c, Shift of TL 1 central frequency as a function of the current injected into its
phase shifting section (PS), for the first current set (#1). The inset shows the evolution of the unmodulated
emission spectrum as measured with an OSA. d, Evolution of the measured E/O response as the frequency
of TL 1 is shifted. e, Computed dependence of the -3 dB bandwidth when current is injected into the PS.
The inset shows the measured evolution of the polarization state on the Poincaré sphere at the output of the
RAMZI filter.
To demonstrate the tunability of the MWP filter, several E/O responses for one of these current sets (#1)

6

were stored as different currents were applied to the PS shifting section of TL 1, which changed the center
frequency of the laser. The changes in laser frequency were recorded by capturing the unmodulated output
emission spectra in the OSA. Results are shown in Figs. 3c-3e. Figure 3c represents the positive shift in the
central (optical) frequency of TL 1 (negative wavelength shift) as the current was increased in the PS section.
It was shifted between 0 and 4 GHz for when the current was increased from 0 to 150 µA. An overlapped
representation of all the measured laser emission spectra is shown in the inset, when no RF power was driving
the modulator. For a fixed optical frequency in TL 1, the different E/O responses obtained during the (RF)
frequency sweep are shown in Fig. 3d. The solid magenta line represents the initial E/O response, when no
current was injected into the PS, while the dashed, turquoise green line is the response that corresponds with
the maximum injected current (150 µA). The MWP filter exhibits tunable low-pass behaviour, where the
width of the band is reduced by increasing the laser frequency. The measured -3 dB bandwidth as a function
of the tuning current is plotted in Fig. 3e. The -3 dB bandwidth decreases from a maximum of 5.5 GHz to a
minimum of 2.5 GHz (3 GHz range), which is similar to the increase in the frequency of the laser (4 GHz) of
Fig. 3c. The difference in these values, as well as the observed evolution of the RF filter shape for different
PS currents, can be explained by both polarization rotation in the bends and the frequency- dependent SSB
suppression of the dual-drive MZM. Polarization rotation is shown in the inset of Fig. 3e, where the measured
polarization state of the unmodulated light coming out of the PIC during the frequency sweep is plotted in
the Poincaré sphere. As the laser frequency increases, the polarization state of the signal inside the PIC
changes, and so the effective transfer function of the RAMZI filter as seen by the SSB modulation.

Discussion and summary
In summary, we have reported on the design, fabrication and experimental demonstration of a monolithically
integrated MWP filter in an InP PIC. The photonic packaged chip includes a tunable laser, photodetectors,
a dual- drive modulator, as well as a RAMZI filter tunable via thermo-optic heaters. To the best of our
knowledge, this is the first fully integrated MWP filter reported to date, and represents a significant step
forward in the development of a generic integrated MWP processor, where the specific RAMZI optical filter
will be replaced by a reconfigurable 2D mesh network. Integrated MWP filters are of special interest because
of their superior tuning capabilities as compared to other RF technologies, and hold a significant potential
as the next generation of mobile wireless standards move into higher frequency bands and require of wider
bandwidths. During the course of the measurements, several detrimental effects, which will be fundamental
in the process of implementing future integrated MWP processors, were identified and studied in more detail.
In particular, a significant polarization rotation was observed in the deeply etched waveguides of the InP
platform, which was later confirmed by means of simulations. This prevented the external measurement of the
RAMZI filter, which could not be controlled and tuned to exactly match the original design target. Besides,
severe RF crosstalk was observed when performing full electrical to electrical (E/E) measurements of the
MWP filter. Nevertheless, the targeted tuning functionality was demonstrated using an electrical to optical
(E/O) approach, where an auxiliary waveguide was employed to inject the SSB modulation at the output of
the RAMZI filter into an external photodetector. A reconfigurable low-pass filter has been demonstrated this
way, with a -3 dB bandwidth tunable by 4 GHz when changing the frequency of the on-chip tunable laser
(TL 1). The hurdles found during the characterization stage are not intrinsic to the proposed technique,
but rather due to fabrication imperfections and design issues, which can be well solved by a proper PIC
redesign and careful dedicated manufacturing. Polarization rotation can be solved for example by either
reducing the sidewall angle of the waveguides or using a much higher bending radius. Besides, the RF pads
should be isolated and spaced as much as possible to prevent RF crosstalk. Finally, a proper termination of
the dual-drive MZM arms with a right load would be beneficial to increase the performance and broadband
behaviour of the SSB modulation.
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Methods
Operation principle
Assume that a laser with an average power P0 and center frequency f0 is injected into an SSB optical
modulator, which is in turn being driven by an RF tone. The tone has the following form:
VRF (t) = A cos (2πfRF t)

(1)

where A is the RF voltage amplitude and fRF is the modulation frequency. The complex low-pass
equivalent of the optical signal at the output of the modulator can be expressed, neglecting optical losses, as
follows
√ h
i
Po jπVRF (t)=A cos(2πfRF t)/Vπ
+ jejπVRF (t)=A sin(2πfRF t)/Vπ
(2)
e
ẼSSB (t) =
2
Here, V stands for the π voltage of each phase shifter, and we have also assumed that a 90deg RF hybrid is
introducing a perfect π/2 phase shift between the two RF signals that drive both arms of the SSB modulator.
The modulator is also being biased at the quadrature point (90deg).
Usually, A is much lower than V, so the small-angle approximation holds. That is, exp jx = (1−x2 /2)+jx
for x  1. For the sake of simplicity, second-order powers of the input signal are also neglected. Equation 2
can then be finally expressed as
√ 

Po
π
j2πfRF t
ẼSSB (t) =
(3)
(1 + j) + j Ae
2
Vπ
The Fourier transform of this waveform leads to
√ 

Po
π
ẼSSB (f ) =
(1 + j)δ(f ) + j Aδ(f − fRF )
2
Vπ

(4)

which corresponds with a single-sideband modulation. If this signal is introduced into an optical filter,
then at the output we get
√ 

Po
π
Ẽout (f ) =
(1 + j)H(0)δ(f ) + j AH(fRF )δ(f − fRF )
(5)
2
Vπ
where H(f) stands for the complex low-pass equivalent frequency response of the optical filter. That is,
H(0) means that the filter is evaluated at the operating wavelength of the laser (f0 , or λ0 in the wavelength
domain). The previous equation can be converted back to the time domain as
√ 

Po
π
j2πfRF t
(1 + j)H(0) + j AH(fRF )e
(6)
Ẽout (t) =
2
Vπ
Finally, after detection, a time-varying photocurrent is obtained that is proportional to the modulus squared
of [pic]. Neglecting the DC terms, and rewriting H(0) as κ, the RF component is given by
i(t) ∝ |κ||H(fRF | cos(2πfRF t + 6 H(fRF ) + 6 κ)

(7)

Finally Equation 7 means that the RF response of the MWP filter (G(fRF)) is a scaled copy of the complex,
low-pass equivalent of the optical filter transfer function (H(f)), multiplied by a complex constant (κ). That
is
G(fRF ) ∝ κ∗ H(fRF )
As a consequence, a direct mapping between the optical and RF domains is obtained.
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(8)

Device fabrication and packaging
The designed PIC was manufactured within the european FP7 project PARADIGM (FP7-ICT-2009-5/257210).
The PARADIGM initiative aimed at facilitating access to state-of-the-art InP foundries following a generic
approach. That is, by providing external users with a set of predefined BBs that are not trivial to design, and
then sharing the cost of PIC fabrication via multi-project wafer runs. In this case, the chip was manufactured
in a non-insulating InP platform offered by the company Oclaro (United Kingdom). Deeply etched waveguides are made of an n- doped InP substrate over which an InGaAsP multi-quantum well structure is grown,
forming the waveguide core. Afterwards, the core region is covered with a layer of p-doped InP. Finally, the
whole structure is etched by about 3.6 µm from the top of the p-doped region. The deep etch results in a
high mode confinement, which allows for a tight bending radius of 150 µm. In this case, a waveguide width
of 1.5 µm was employed. According to the available data, it should experience propagation losses of about
5.5 dB/cm. Angled spot-size converters with both vertical and lateral tapers were also provided, featuring
estimated coupling losses below 1 dB. The PIC was packaged to facilitate its characterization. This service
was offered by some partners of the PARADIGM consortium, and in this case was done by the company
Linkra (Italy). The PIC layout was designed to meet the requirements imposed by the standard packaging
process. This sets a maximum number of optical inputs/outputs, DC and RF pads; as well as it specifies a
predefined location for all of them (see Figs. 1c-1e). A maximum of 48 DC pads can be employed, which are
all located on the upper/lower facets of the die. Additionally, up to 4 RF pads are available to the designer,
all placed close to the right chip facet. Besides, up to two standard single-mode fibers can be coupled to
on-chip spot-size converters, which are located on the left chip facet. Inside the metallic enclosure, the RF
pads are wire-bonded to a ceramic substrate that routes the RF signals to external GPPO connectors (DC
to 65 GHz). The DC pads are also wire-bonded and then connected to a set of equally spaced pins in the
external metallic case. A thermistor and a Peltier cell are also included in the package to provide accurate
temperature control.

Adjustment of the dual-drive MZM
The experimental setup employed to find the optimum bias point of the MZM is shown in Fig. 2d. It can
be described as follows. A microwave vector network analyzer (VNA, Agilent PNA-X, N5245A, 10 MHz50 GHz) first generates an RF tone with constant amplitude and frequency. This tone is injected into a 90o
RF hybrid (Marki microwave, QH0R714, 0.7-14.5 GHz), whose two outputs are then connected to a couple
of broadband bias tees (SHF Communications, SHF-BT-45-D, 20 kHz-45 GHz). In turn, they are used to
drive the two ports of the dual-drive MZM (RF pads 2 and 3 in Fig. 1b). Now, for each reverse bias voltage
in one of the MZM arms, we apply a different set of independent, uniformly distributed random currents in
the thermo-optic heaters of the RAMZI filter, and finally capture the modulation spectrum exiting through
the output fiber. The power ratio between the lower and upper sidebands (τ ) is measured and stored for
each current set. It is expected that the measured ratio will fluctuate up and down due to the influence of
the RAMZI filter, which is changing for each set of random currents. However, if a sufficiently high number
of modulation spectra are measured, then the median ratio extracted from these measurements will converge
to the real value. That is, the real SSB suppression as it would be measured at the output of the modulator.
In the experiment, a tone of +5 dBm and a frequency of 8.5 GHz was first used to modulate the MZM.
Besides, a constant reverse voltage of -2 V was applied in one of the MZM arms, while the bias in the other
arm was swept between 2 and 9.4 V in steps of 0.2 V. For each bias value, we applied a set of 25 different,
independent, uniformly distributed random currents in the 6 thermo-optic heaters of the RAMZI filter, and
the output spectrum was captured in an OSA (Advantest Q8384).
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