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Nuevos sistemas de protección con núcleo de policarbonato, contra esperas de ferralla y elementos salientes de encofrados (setas protectoras).


ANEXO 1.-  CROQUIS DE LOS MODELOS ENSAYADOS


A continuación se adjuntan croquis de las diversas modelizaciones realizadas de los modelos ensayados y empleados en la modelización FEA.
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ANEXO 2. – FICHAS DE CARÁCTERÍSTICAS DE LOS MATERIALES
Las características técnicas de los materiales empleados en las simulaciones se han obtenido de los datos de las fichas técnicas de los fabricantes del material base. Estas fichas técnicas se han completado con la base de datos de matweb, en la que se pueden encontrar, tanto los datos de las fichas técnicas de los fabricantes, como resúmenes de valores de los fabricantes cuyos datos poseen. En el caso de este proyecto han sido de gran utilidad los resúmenes de los fabricantes para un tipo de material, teniendo datos medios de la mayoría de las propiedades físicas, y así completando la falta de algunos datos que no son aportados por las fichas técnicas de algunos fabricantes.
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Lexan* Resin EXL1162T

Lexan* EXL1162T polycarbonate (PC) siloxane copolymer resin is a transparent injection molding (IM) grade with extra release properties. This resin offers
good low temperature (-20 C) ductility in combination with high flow characteristics and excellent processability with opportunities for shorter IM cycle times
compared to standard PC resins. Lexan EXL1162T resin is a general purpose product available in transparent and opaque colors and may be an excellent
candidate for a broad range of applications.

ITYPICAL PROPERTIES' TYPICAL VALUE U Standard

MECHANICAL

Tensile Stress, yld, Type |, 50 mm/min 58 MPa ASTM D 638
Tensile Stress, brk, Type I, 50 mm/min 57 MPa ASTM D 638
Tensile Strain, yld, Type I, 50 mm/min 57 % ASTM D 638
Tensile Strain, brk, Type |, 50 mm/min 179 % ASTM D 638
Tensile Modulus, 50 mm/min 2260 MPa ASTM D 638
Flexural Stress, yld, 1.3 mm/min, 50 mm span 94 MPa ASTM D 790
Flexural Modulus, 1.3 mm/min, 50 mm span 2240 MPa ASTM D 790
Tensile Stress, yield, 50 mm/min 57 MPa 150 527
Tensile Stress, break, 50 mm/min 56 MPa 180 527
Tensile Strain, yield, 50 mm/min 54 % 150 527
Tensile Strain, break, 50 mm/min 119.4 % 180 527
Tensile Modulus, 1 mm/min 2340 MPa 180 527
Flexural Stress, yield, 2 mm/min 89 MPa 10 178
Flexural Modulus, 2 mm/min 2140 MPa 150 178
Hardness, Rockwell L 89 - 1S0 2039-2
IMPACT

Izod Impact, notched, 23°C 736 Jim ASTMID.258
Izod Impact, notched, -30°C 618 Jim ASTM D 256
Instrumented Impact Total Energy, 23°C 74 J ASTM D 3763
1zod Impact, unnotched 80*10°3 +23°C NB kyim? 1S0 18011U
1z0d Impact, unnotched 80*10°3 -30°C NB kJim? 1S0 18011U
Izod Impact, notched 80*10*3 +23°C 55 kd/m? 180 18011A

(1) Typialvalues iy Variatons ithn nomal tjerances are possible or various colors. Al values are 2)Only typical dat for seeciion purposes. Not o be used fo part o ool desin

eadlrca aner 2 o2 43 nours lorage & 3-Ciogo i Tt Al roperios. exoapt e ok volime (3T (36na i3 n: Imended i ENecs Ragars resentoy by s orany Sber aierialunder actual fre

‘and mellfiow rates, are measured on injection molded sampies. All samples tested under 1SO test standards are ~ condilions.

prepared according [0 1SO 254, (4) Internal measurements according o UL standards.
(5) Measurements made from laboratory test coupon. Actual shrinkage may vary outside of range dus to
diflerances in processing condtions, equipment, part geomelry and tool design. It s recommended that mold
Shinkage studies be performed with surogate o legacy t00iing prior 1o cuting tools for new molded articie.

‘Source GMD, last updated:
PLEASE CONTACT YOUR LOCAL SALES OFFICE FOR AVAILABILITY IN YOUR AREA.

DISCLAER  THE MATERIALS PRODUCTS AND SERVICES OF SABIC INNOVATIVE PLASTICS HOLDING 8Y.ITS SUBSIDIARIES AND AFFILIATES (SELLERY) ARE SOLD SUBJECT TO SELLER'S STANDARD
CONDITIONS O AT iy s2be o com AND A UNENSATION CONTANED HEREIN 18 GIVEN iN G000
FATH, SCLLER MK IBLIED. () THAT THE RESULTS DESCRIBED LEREIN WL R END USE GONDITIONS, OF (1) &

EEFECTIVENESS 0N SAFETY OF ANY DESIGN NGORPORATING SELLER'S PROBUCTS SERVICES OF RECOUMENDATIONS. EXCEDT A6 PROVIDED I\ SELLERS STANGARD CONDITIONS OF SALE. SELLER
SHALL NOT BE RESPONSIBLE FOR ANY LOSS RESULTING FROM ANY USE OF 175 PRODUCTS OR SERVICES DESCRIBED HEREIN, Each user is responsibie for making its own efermination as fo the sultabilty of
Seller’s products, services or recommendations for the user's particular use thiough appropriate end-use testing and analysis. Nothing n any document or oral siatement shall be deemed to aler or waive any provision of Sellers
‘Standard Conditons of Sale or ths Disclaimer.unless it s specifically agreed fo in a writing signed_Seler. No statement _ Seller concerning a possibie use of any product, service or design i intended, or should be consirued, to
grant any license under any patent or other intellectual property right of Selle or 25 a fecommendation fof the Use of Such produc, service or design in @ manner that infinges any patent or other intellectual property right.

SABIC Innovative Piastcs is 3 trademark of SABIC Holding Europe BV.

* Lexan is a trademark of SABIC Innovalive Plastis IP BV
02012 SABIC Innovative Plastics Holding BV.All rights reserved
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Lexan* Resin EXL1162T

ITYPICAL PROPERTIES" TYPICAL VALUE Unit Standard
IMPACT
Izod Impact, notched 80*10*3 -30°C 40 kJ/m? 150/B0HA:
Charpy 23°C, V-notch Edgew 80*10*3 sp=62mm 65 kJ/m? 1S0 179/1eA
Charpy -30°C, V-notch Edgew 80*10*3 sp=62mm 45 kJ/m? 1S0 179/1eA
Charpy 23°C, Unnotch Edgew 80"10*3 sp=62mm NB kJ/m? 180 179/1eU
Charpy -30°C, Unnotch Edgew 80*10"3 sp=62mm NB kJ/m? 1S0 179/1eU
THERMAL
Vicat Softening Temp, Rate A/50 138 °c ASTM D525
HDT, 1.82 MPa, 3.2mm, unannealed 121 °C ASTM D 648
CTE, -40°C to 95°C, flow 7.48E-05 1/°C ASTM E 831
CTE, -40°C to 95°C, xflow 7.64E-05 1°C ASTM E 831
CTE, 23°C to 80°C, flow 7.48E-05 1/°C 180 11359-2
CTE, 23°C to 80°C, xflow 7.64E-05 1r°c 150 11359-2
Ball Pressure Test, 125°C +-2°C pass : IEC 60695-10-2
Vicat Softening Temp, Rate B/50 138 G 1S0 306
Vicat Softening Temp, Rate B/120 139 G 1S0 306
HDT/Af, 1.8 MPa Flatw 80*10%4 sp=64mm 116 °c 1O 75/Af
Relative Temp Index, Elec 130 o UL 7468
Relative Temp Index, Mech w/o impact 130 6 UL 7468
PHYSICAL
Specific Gravity 1.19 < ASTM D 792
Mold Shrinkage, flow, 3.2 mm (5) 04-08 % SABIC Method
Mold Shrinkage, xflow, 3.2 mm (5) 04-08 % SABIC Method
Melt Flow Rate, 300°C/1.2 kgf 20 g/10 min ASTM D 1238
Density 119 glem? 1S0 1183
Water Absorption, (23°C/sat) 0.12 % 150 62

(1) Typical values only. Variations within normal tolerances are possible for various colors. Al values are (2) Only typical data for selection purposes. Not to be used for part or 100l design.

measured after at least 48 hours storage at 23'C/50% relative humidity. All properties, except the melt volume  (3) This raiing fs not infended (o reflect hazards presanted by this or any other material under actual fire

and melt flow rates, are measured on injection molded samples. All samples tested under ISO test standards are ~ conditions.

prepared according 0 IS0 294, (4) Internal measurements according to UL standards.
(5) Measurements made from laboratory test coupon. Actual shrinkage may vary outside of range due to
differences in processing conditions. equipment, part geometry and tool design. I is recommended that mold
Shrinkage studies be performed with surrogate of legaty tooling prior to culting tools for new molded article

Source GID, last updated:

PLEASE CONTACT YOUR LOCAL SALES OFFICE FOR AVAILABILITY IN YOUR AREA,

DISCLAIMER : THE MATERIALS, PRODUCTS AND SERVICES OF SABIC INNOVATIVE PLASTICS HOLDING BV, ITS SUBSIDIARIES AND AFFILIATES (‘SELLER"), ARE SOLD SUBJECT TO SELLER'S STANDARD
CONDITIONS OF SALE, WHICH CAN BE FOUND AT hip:/ivaww sabic-ip.com AND ARE AVAILABLE UPON REQUEST. ALTHOUGH ANY INFORMATION OR RECOMMENDATION CONTAINED HEREIN IS GIVEN IN GOOD
FAITH, SELLER WMAKES NO WARRANTY OR GUARANTEE, EXPRESS OR IMPLIED. () THAT THE RESULTS DESCRIBED HEREIN WILL BE OBTAINED UNDER END-USE CONDITIONS, OR (i) AS TO THE
EFFECTIVENESS OR SAFETY OF ANY DESIGN INCORPORATING SELLER'S PRODUCTS SERVICES OR RECOMMENDATIONS. EXCEPT AS PROVIDED IN SELLER'S STANDARD CONDITIONS OF SALE, SELLER
SHALL NOT BE RESPONSIBLE FOR ANY LOSS RESULTING FROM ANY USE OF ITS PRODUCTS OR SERVICES DESCRIBED HEREIN. Each user s responsible for making ifs own determination as 1o the suitabilty of
Seller's products, services o recommendations for the user's particular use through appropriate end-use testing and analysis. Nothing in any document or oral statement shall be deemed to alter or waive any provision of Sellers
Standard Condition of Sal o s Disclamer nless i specifcaly agreed o a wring signe Selle. No siterment ' Salle concering  possbi use of any procuc,sevie o Gesign s mended, o shold be corsied. o
rant any icense under any patent or other ineliectual properly right of Selle or as a recommendation for the use of such product, service o design in & manner that infringes any patent or other Itellectual properly right,

SABIC Innovative Plastics is a rademark of SABIC Holding Europe B.V.

* Lexan is a trademark of SABIC Innovative Plastics IP BV

©2012SABIC Innovative Plastics Holding BV.Al rights reserved
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Lexan* Resin EXL1162T

ITYPICAL PROPERTIES' TYPICAL VALUE Unit Standard
PHYSICAL
Moisture Absorption (23°C / 50% RH) 009 % 1S0 62
Melt Volume Rate, MVR at 300°C/1.2 kg 19 em*10 min 180 1133
OPTICAL
Light Transmission, 2.54 mm 82 % ASTM D 1003
Haze, 2.54 mm 3 % ASTM D 1003
ELECTRICAL
Volume Resistivity >1E+15 Ohm-cm ASTM D 257
Surface Resistivity >1E+15 ohm ASTMD 257
FLAME CHARACTERISTICS
UL Recognized, 94HB Flame Class Rating (3) 15 mm UL 94
Glow Wire Flammability Index 960°C, passes at 3 mm |EC 680695-2-12
Glow Wire Ignitability Temperature, 0.8 mm 850 e EC 60695-2-13
Glow Wire lgnitability Temperature, 3.0 mm 850 “ EC 60695-2-13
(1) Typicalvalues on. Vriations wihin nomsl tolerances ar possibe for various colors. Al vaiues are 2)Only typical dta for seecton purposes. Notto be used for part o tool design
neasirad afe a least 46 hours storage at 23-CiS0% reale Humciy. All roperies.except e mel votume (3) T aing s no tended o efec hazards presenied by s o any other tera under actual fre
S el flow rtes: a1 measired on Iecton makied 3SmpIes Al S3pIES ed unde 150 te5 Slandards are  conaions
Drepared socoting o 190 364 8 Inermai measurements sccordng t UL standards.

(5) Measurements mace from laboratory es! coupon. Actual shrinkage may vary outside of range due (o
diferences i processing conditions, equipment, pert geomelry and tool design. 't s recommended thal ol
Shrnkage sluies b@ performed wilh surTogale of egacy 00ing prior 1o CUING tools for new molded aricle

Source GMD, last updated:

PLEASE CONTAGT YOUR LOCAL SALES OFFICE FOR AVAILABILITY IN YOUR AREA-
DISCLAIMER THE MATERIALS, PRODUCTS AND SERVICES OF SABIC INNOVATIVE PLASTICS HOLOING BY,ITS SUBSIDIARIES AND APFILIATES (SELLES
CONDITIONS OF SALE, WHICH GAN BE FOUND A7 i e ID ARE AVAILABLE UPON REQI UGH ANY INFORNATION o1t RECOUMENDATION CONTAINED HEREIN 18 GIVEN IN 600D
FAIIY, SELLER MAKES NG WARRANTY OF GUAANTEE EXPREGS GR MPLIED. () THAT THE RESULTS DEGCRIAED HEREI WILL BE OBTAINED UNDER END.USE GONDITIONS, OR (1 AS 10

ERFECTVENESS O SAFETY GF ANY DESIGN INGORPORATING SELLER'S PRODUCTS SERVICES OF RECONMENBATIONS. EXCERT AS PROVIDED N SELLER'S STANDARD CONDITIONS OF SALE. SELLER
SHALL NOT BE RESPONSIBLE FOR ANY LOSS RESULTING FROW ANY USE OF ITS PRODUCTS O SERVICES DESCRIBED HEREIN. Eocn user s responsbe for meking s own determinaton a0 the suiabiy of

‘Sellers praducts, services of recommendations for e user's particuar use fough appropriate end-use testing and analysis. Nothing in any document of oral siatement shall be deemed o alie or Waive any provision of Sefler's
‘Standard Conatons of Sale o s Discaimerunless 1 speciicaly agreed 0.1 a Wi sgned  Saler. No Stlemen! - Seller Concarming 2 possiie Use of any prodcl, senice o Gesign 1 inlended or Shaui b Consiuea, 0
s any ense under any patentoroner ntaieciual propery ! ofSeler o 2. recommendation for I use of such product sevie o  manner that infringes any patent or other ntelieciual property right

SABIC Innovative Piastics s 2 ademark of SABIC Holding Europe B.V,

* Lexan s a trademark of SABIC Innovative Plastics 1P BV

) ARE SOLD SUBJECT TO SELLER'S STANDARD.

@2012SABIC Innovative Plastics Holding BV.All ights reserved
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Lexan* Resin EXL1162T

PROCESSING PARAMETERS TYPICAL VALUE Unit
Injection Molding
Drying Temperature 120 C
Drying Time 3-4 hrs
Drying Time (Cumulative) 48 hrs
Maximum Moisture Content 0.02 %
Melt Temperature 295-315 °C
Nozzle Temperature 290-310 °C
Front - Zone 3 Temperature 295-315 °C
Middle - Zone 2 Temperature 280 - 305 °C
Rear - Zone 1 Temperature 215 - 295 °C
Mold Temperature 70-95 °C
Back Pressure 03-07 MPa
Screw Speed 40-70 rpm
Shot to Cylinder Size 40 - 60 %
Vent Depth 0.025 - 0.076 mm

« NOTE: Back Pressure, Screw Speed, Shot to Cylinder Size and Vent Depth are only mentioned as general guidelines. These may not apply or need
adjustment in specific situations such as low shot sizes, thin wall molding and gas-assist molding.

(1) Typical values only. Varations within norml olerances are possible for various colors. Al values are (2) Only typical data for selection purposes. Not to be used for part or tool design

measured after al leasi 48 hours storage at 23-C/50% relative humidity. All properties, excep! the melt volume (3) This rating s not intended (o reflect hazards presented by his or any other material under actual fire

and melt flow rates, are measured on njection moided samples. All samples tested under ISO test standards are  conditons.

prepared according (0 150 294, (8) Intemal measurements according to UL standards.
{5) Measurements made from laboratory test coupon. Actual shrinkage may vary outside of range due to
differences in processing conditions, equipment, part geometry and tco design. It is recommended that mold
shrinkage studies be performed wilh surtogae of legacy tooling prir to cutting tools for new molded artcle.

Source GMD, last updated:

PLEASE CONTACT YOUR LOCAL SALES OFFICE FOR AVAILABILITY IN YOUR AREA.

DISCLAIMER : THE MATERIALS, PRODUCTS AND SERVICES OF SABIC INNOVATIVE PLASTICS HOLDING BV, ITS SUBSIDIARIES AND AFFILIATES ('SELLER"). ARE SOLD SUBJECT TO SELLER'S STANDARD
CONDITIONS OF SALE, WHICH CAN BE FOUND AT hitp:/iwww. sabic-p.com AND ARE AVAILABLE UPON REQUEST. ALTHOUGH ANY INFORMATION OR RECOMMENDATION CONTAINED HEREIN IS GIVEN IN GOOD
F ELLER W (O WAI GUA WILL BE OBTAINED UNDER END-USE CONDITIO! (i) AS TO THE

SHALL NOT BE RESPONSIBLE FOR ANY LOSS RESULTING FROM ANY USE OF ITS PRODUCTS OR SERVICES DESCRIBED HEREIN. Each user is responsible for making its own defermination as to the suitabilty of
Sollers producte, senices or recommensation o e user paricilar use hough appiopriste end s tesing and anayss: Noiningin an document of o1l satement hai be deemed fo aferorwae am prousion o Seters
Standard Condiions of Sale or this Disclaimer uniess it s specifically agreed 1o Ina wriing signed_Seller. No statement _ Safler concerming a possible use of any product, service or design s ntended. or should be construed, o
st any icense under any patentor ofher ntcllecial property ight o Selle o1 253 tecommendation o the s of such prodct serice o Gesgn n a manner (1l infinges ary paent of e intellctual property gt

"SABIC Innovative Plastics ' 3 trademark of SABIC Holding Europe B,

* Lexan is a trademark of SABIC Innovative Plastics 1P BV
©2012SABIC Innovative Plastics Holding BV.Al rights reserved
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Lexan* Resin EXL1162T

CALCULATED FLOW LENGTH INDICATION
Moldflow® Radial Flow Analysis
Lexan* EXL1162T
Melt Temperature : 305°C
Mold Temperature : 85°C

550 1
500 7-
450
400 -
350 1
300 -
250 1-
200 1
150 -
100

W1mm
W2mm
M3 mm

Flow Length{mm)

25 50 75 100 125
Gate Pressure (MPa)

Note: Technical support is recommended if Gate
Pressure is greater than 50 MPa. Contact your local

representative.
@ Moldflow is a registered trademark of the Moldflow
Corporation.
(1) Typicl values only. Varitions witin normal tolerances are possibe for various colors. Allvalues are (2) Only typical daa fo selection purposes. Notto be used forpartor tooldesion.

o ki 48 hours orage 31 BCIRCT vaivs iy, i oerioaexcap o meltwclume. () T 13 5 o oo 1 TS Pesarts prosanid by s or oy alher oairil under actual re

&nd melt flow rates, are measured on injection molded samples. All samples tested under ISO fest standards are ~ conditons.

prepared according 1o 150 294 {8) Internal measurements according to UL standards.
(5) Measurements made from laboratory test coupon. Actual shrinkage may vary outside of range due to
differences in processing conditions, equipment. part geometry and tool design. 't s recommended that mold
shrinkage studies be performed with surogate or legacy looling pror to cutting tools for new molded artcle

Source GMD, last updated:

PLEASE CONTACT YOUR LOCAL SALES OFFICE FOR AVAILABILITY IN YOUR AREA.

DISCLAIMER : THE MATERIALS, PRODUCTS AND SERVICES OF SABIC INNOVATIVE PLASTICS HOLDING BV, ITS SUBSIDIARIES AND AFFILIATES ('SELLER"), ARE SOLD SUBJECT TO SELLER'S STANDARD
CONDITIONS OF SALE, WHICH CAN BE FOUND AT tp:/ivww.sabic-ip.com AND ARE AVAILABLE UPON REQUEST. ALTHOUGH ANY INFORMATION OR RECOMMENDATION CONTAINED HEREIN IS GIVEN IN GOOD
EATT, SELLER MAKES NO WARFANTY OR QUARANTEE EXPRESS QR IMPLIED, () THAT THE RESULTS DEGCRIGED HEREIN WILL BE OBTAINED UNDER ENDLISE CONDITIONS, OR (148 10 THE
EFFECTIVENESS OR SAFETY OF ANY DESIGN INCORPORATING SELLER'S PRODUCTS SERVICES OR RECOI IONS. EXCEPT AS PROVIDED IN SELLER'S STANDARD CONDITIONS OF SALE, SELLER
STEALL NOT BE REAPONSIBLE FOR ANY LOSD RESULTING EROM ANY USE OF 176 PRODUCTS OR SEAVICES DESCAIBED HEREIN Each ueet s Soporobls {5 mking 1 ou Getrmiaton 5 0 5 Saiobity of
Sellers products, services or recommendafions for the user's particular use through appropriate end-use tesiing and analysis. Nothing i any document or oral statement shall be deemed 1o aler or waive any provision of Sellers
‘Standard Conditions of Sale or this Disciaimer,uniess it s secifically agreed fo i a wrfing signed _Sellr. No statement  Seller concerning 2 possible use of any product, service of design is intended. or should be consirued, to
grant any lcense under any patent or olher ntalictual property right of Seler or as a recommendation for the use of Such product, service or design in a manner {hat nfringes any patent or olher intellectual propery right

‘SABIC Innovative Plastics ' a rademark of SABIC Holding Europe B.V.

* Lexan is a trademark of SABIC Innovative Plastics IP BV
©2012SABIC Innovative Plastics Holding BV.All rights reserved
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Physical Properties Metric English Comments

Bulk Density  0.529 - 0.625 g/cc 0.0191 - 0.0226 lb/in³ Average value: 0.603 g/cc Grade Count:14

Density  0.924 - 1.05 g/cc 0.0334 - 0.0379 lb/in³ Average value: 0.954 g/cc Grade Count:377

Volatiles  0.00000900 - 0.100 % 0.00000900 - 0.100 % Average value: 0.0667 % Grade Count:3

Apparent Bulk Density  0.590 - 0.610 g/cc 0.0213 - 0.0220 lb/in³ Average value: 0.595 g/cc Grade Count:17

Water Absorption  0.000 - 0.0500 % 0.000 - 0.0500 % Average value: 0.0152 % Grade Count:27

Moisture Absorption at Equilibrium  0.0100 - 0.0500 % 0.0100 - 0.0500 % Average value: 0.0136 % Grade Count:11

Particle Size  5.00 - 1200 µm 5.00 - 1200 µm Average value: 614 µm Grade Count:4

32000 - 200000 cP 32000 - 200000 cP

@Temperature 190 - 190 °C @Temperature 374 - 374 °F

32000 - 200000 cP 32000 - 200000 cP

@Shear Rate 300 - 5000 1/s @Shear Rate 300 - 5000 1/s

Viscosity Measurement  280 - 460 280 - 460 Average value: 350 Grade Count:5

Environmental Stress Crack Resistance  1.00 - 3000 hour 1.00 - 3000 hour Average value: 182 hour Grade Count:91

2.00 - 500 hour 2.00 - 500 hour

@Temperature 50.0 - 50.0 °C @Temperature 122 - 122 °F

2.00 - 10.0 hour 2.00 - 10.0 hour

@Temperature 50.0 - 50.0 °C @Temperature 122 - 122 °F

2.00 - 10.0 hour 2.00 - 10.0 hour

@Thickness 1.90 - 2.00 mm @Thickness 0.0748 - 0.0787 in

Oxidative Induction Time (OIT)  20.0 - 100 min 20.0 - 100 min Average value: 47.5 min Grade Count:4

Linear Mold Shrinkage  0.0100 - 0.0300 cm/cm 0.0100 - 0.0300 in/in Average value: 0.0187 cm/cm Grade Count:12

Linear Mold Shrinkage, Transverse  0.0130 - 0.0300 cm/cm 0.0130 - 0.0300 in/in Average value: 0.0173 cm/cm Grade Count:3

Melt Flow  0.0250 - 1610 g/10 min 0.0250 - 1610 g/10 min Average value: 29.2 g/10 min Grade Count:354

Base Resin Melt Index  2.00 - 20.0 g/10 min 2.00 - 20.0 g/10 min Average value: 7.00 g/10 min Grade Count:8

Spiral Flow  15.5 - 53.8 cm 6.10 - 21.2 in Average value: 33.4 cm Grade Count:40

Ash  0.0300 - 0.0600 % 0.0300 - 0.0600 % Average value: 0.0475 % Grade Count:4

Collected Volatile Condensable Material  0.0500 - 1.00 % 0.0500 - 1.00 % Average value: 0.472 % Grade Count:23

Mechanical Properties Metric English Comments

Hardness, Rockwell R  33.0 - 52.0 33.0 - 52.0 Average value: 46.3 Grade Count:4

Hardness, Shore D  55.0 - 76.0 55.0 - 76.0 Average value: 64.7 Grade Count:188

Ball Indentation Hardness  35.0 - 45.0 MPa 5080 - 6530 psi Average value: 41.4 MPa Grade Count:9

Tensile Strength, Ultimate  10.0 - 43.0 MPa 1450 - 6240 psi Average value: 21.6 MPa Grade Count:139

Film Tensile Strength at Yield, MD  21.0 - 35.0 MPa 3050 - 5080 psi Average value: 28.9 MPa Grade Count:5

Film Tensile Strength at Yield, TD  23.0 - 37.5 MPa 3340 - 5440 psi Average value: 31.1 MPa Grade Count:5

Film Elongation at Break, MD  595 - 900 % 595 - 900 % Average value: 709 % Grade Count:5

Film Elongation at Break, TD  650 - 950 % 650 - 950 % Average value: 860 % Grade Count:5

Tensile Strength, Yield  11.0 - 43.0 MPa 1600 - 6240 psi Average value: 26.2 MPa Grade Count:316

Elongation at Break  3.20 - 2080 % 3.20 - 2080 % Average value: 514 % Grade Count:275

Elongation at Yield  6.60 - 44.0 % 6.60 - 44.0 % Average value: 10.4 % Grade Count:74

Modulus of Elasticity  0.565 - 1.57 GPa 81.9 - 228 ksi Average value: 0.960 GPa Grade Count:56

Flexural Modulus  0.280 - 1.81 GPa 40.6 - 263 ksi Average value: 1.09 GPa Grade Count:267

Flexural Yield Strength  13.8 - 40.7 MPa 2000 - 5900 psi Average value: 25.4 MPa Grade Count:17

Compressive Yield Strength  4.00 - 31.7 MPa 580 - 4600 psi Average value: 14.2 MPa Grade Count:10

Secant Modulus  0.750 - 1.54 GPa 109 - 224 ksi Average value: 1.08 GPa Grade Count:27

Izod Impact, Unnotched  2.45 - 5340 J/cm 4.59 - 10000 ft-lb/in Average value: 2.45 J/cm Grade Count:3

Charpy Impact Unnotched  1.60 J/cm² - NB 7.61 ft-lb/in² - NB Average value: 1.60 J/cm² Grade Count:12

Charpy Impact, Notched  0.200 - 11.0 J/cm² 0.952 - 52.4 ft-lb/in² Average value: 2.79 J/cm² Grade Count:33

0.280 - 0.440 J/cm² 1.33 - 2.09 ft-lb/in²

@Temperature -30.0 - -30.0 °C @Temperature -22.0 - -22.0 °F

Tensile Impact Strength  34.0 - 349 kJ/m² 16.2 - 166 ft-lb/in² Average value: 226 kJ/m² Grade Count:21

Falling Dart Impact  31.2 - 176 J 23.0 - 130 ft-lb Average value: 125 J Grade Count:3

Coefficient of Friction  0.0700 - 0.300 0.0700 - 0.300 Average value: 0.195 Grade Count:4

Tensile Creep Modulus, 1 hour  400 - 570 MPa 58000 - 82700 psi Average value: 473 MPa Grade Count:3

Tensile Creep Modulus, 1000 hours  270 - 400 MPa 39200 - 58000 psi Average value: 327 MPa Grade Count:3

Tear Strength Test  23.5 - 30.0 23.5 - 30.0 Average value: 28.4 Grade Count:4

Elmendorf Tear Strength, MD  0.600 - 1.60 g/micron 15.2 - 40.6 g/mil Average value: 0.940 g/micron Grade Count:5

Elmendorf Tear Strength, TD  1.70 - 23.0 g/micron 43.2 - 584 g/mil Average value: 10.5 g/micron Grade Count:5

Dart Drop  1.50 - 2.00 g/micron 38.1 - 50.8 g/mil Average value: 1.67 g/micron Grade Count:4

Abrasion  85.0 - 350 85.0 - 350 Average value: 215 Grade Count:7

Film Tensile Strength at Break, MD  35.6 - 55.0 MPa 5160 - 7980 psi Average value: 47.1 MPa Grade Count:5

Film Tensile Strength at Break, TD  28.0 - 50.0 MPa 4060 - 7250 psi Average value: 42.2 MPa Grade Count:5

Tangent Modulus  1170 - 1280 MPa 170000 - 185000 psi Average value: 1230 MPa Grade Count:5

Izod Impact, Notched  0.196 - 5340 J/cm 0.367 - 10000 ft-lb/in Average value: 0.791 J/cm Grade Count:132

0.448476 - 5338.47 J/cm 0.840179 - 10001.1 ft-lb/in

@Temperature -40.0 - -18.0 °C @Temperature -40.0 - -0.400 °F

Izod Impact, Notched (ISO)  11.0 - 80.1 kJ/m² 5.23 - 38.1 ft-lb/in² Average value: 38.4 kJ/m² Grade Count:11

Electrical Properties Metric English Comments

Electrical Resistivity  1.00e+6 - 1.00e+17 ohm-cm1.00e+6 - 1.00e+17 ohm-cm Average value: 9.31e+15 ohm-cm Grade Count:24

Surface Resistance  100 - 1.00e+15 ohm 100 - 1.00e+15 ohm Average value: 4.51e+14 ohm Grade Count:23

Dielectric Constant  1.00 - 5.00 1.00 - 5.00 Average value: 2.63 Grade Count:25

Dielectric Strength  18.7 - 150 kV/mm 475 - 3810 kV/in Average value: 49.2 kV/mm Grade Count:26

Dissipation Factor  0.0000400 - 0.00100 0.0000400 - 0.00100 Average value: 0.000309 Grade Count:24

Comparative Tracking Index  600 V 600 V Average value: 600 V Grade Count:17

Thermal Properties Metric English Comments

CTE, linear  20.0 - 225 µm/m-°C 11.1 - 125 µin/in-°F Average value: 140 µm/m-°C Grade Count:32

Thermal Conductivity  0.288 - 0.400 W/m-K 2.00 - 2.78 BTU-in/hr-ft²-°F Average value: 0.386 W/m-K Grade Count:8

Melting Point  121 - 137 °C 250 - 279 °F Average value: 132 °C Grade Count:87

Crystallization Temperature  112 - 117 °C 234 - 243 °F Average value: 115 °C Grade Count:26

Maximum Service Temperature, Air  70.0 - 120 °C 158 - 248 °F Average value: 95.3 °C Grade Count:12

Deflection Temperature at 0.46 MPa (66 psi)  47.2 - 87.8 °C 117 - 190 °F Average value: 72.1 °C Grade Count:100

Deflection Temperature at 1.8 MPa (264 psi)  37.6 - 80.0 °C 99.7 - 176 °F Average value: 46.2 °C Grade Count:41

Vicat Softening Point  67.0 - 194 °C 153 - 381 °F Average value: 122 °C Grade Count:215

Minimum Service Temperature, Air  -200 - -60.0 °C -328 - -76.0 °F Average value: -137 °C Grade Count:7

Brittleness Temperature  -180 - -60.0 °C -292 - -76.0 °F Average value: -75.0 °C Grade Count:136

Flammability, UL94  HB HB Grade Count:32

Oxygen Index  17.0 - 20.0 % 17.0 - 20.0 % Average value: 19.1 % Grade Count:10

Shrinkage  0.960 - 3.50 % 0.960 - 3.50 % Average value: 1.77 % Grade Count:5

Optical Properties Metric English Comments

Yellow Index  4.00 - 5.00 % 4.00 - 5.00 % Average value: 4.06 % Grade Count:17

Processing Properties Metric English Comments

Processing Temperature  82.2 - 280 °C 180 - 536 °F Average value: 210 °C Grade Count:43

Rear Barrel Temperature  149 - 232 °C 300 - 450 °F Average value: 223 °C Grade Count:17

Middle Barrel Temperature  154 - 243 °C 310 - 470 °F Average value: 233 °C Grade Count:17

Front Barrel Temperature  160 - 246 °C 320 - 475 °F Average value: 236 °C Grade Count:17

Nozzle Temperature  160 - 246 °C 320 - 475 °F Average value: 237 °C Grade Count:17

Mold Temperature  10.0 - 65.6 °C 50.0 - 150 °F Average value: 32.3 °C Grade Count:12

Drying Temperature  37.8 - 80.0 °C 100 - 176 °F Average value: 53.9 °C Grade Count:3

Dry Time  1.00 - 3.00 hour 1.00 - 3.00 hour Average value: 2.00 hour Grade Count:3

Injection Pressure  2.76 - 103 MPa 400 - 15000 psi Average value: 62.4 MPa Grade Count:8



Average value: 122 hour Grade Count:12



Average value: 122 hour Grade Count:12



Average value: 0.382 J/cm² Grade Count:4



Average value: 1.82 J/cm Grade Count:29



Average value: 122 hour Grade Count:16



Viscosity   Average value: 89000 cP Grade Count:7



Average value: 89000 cP Grade Count:7



[image: image16.emf]

 EMBED AcroExch.Document.7  [image: image17.emf]
ANEXO 3.- INFORME TÉCNICO AIDICO, IT 090065

Se adjunta informe técnico realizado por AIDICO, sobre setas con núcleo de policarbonato.
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Se adjunta un ejemplo de informe de la modelización realizada en Ansys®.
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Units
TABLE 1

	Unit System
	Metric (m, kg, N, s, V, A) Degrees rad/s Celsius

	Angle
	Degrees

	Rotational Velocity
	rad/s

	Temperature
	Celsius


Model (A4)

Geometry

TABLE 2
Model (A4) > Geometry

	Object Name
	Geometry

	State
	Fully Defined

	Definition

	Source
	C:\Users\Wsobrj\Documents\Montaje seta 3_files\dp0\SYS\DM\SYS.agdb

	Type
	DesignModeler

	Length Unit
	Meters

	Display Style
	Part Color

	Bounding Box

	Length X
	0,4 m

	Length Y
	0,76603 m

	Length Z
	0,4 m

	Properties

	Volume
	8,3466e-002 m³

	Mass
	100,23 kg

	Scale Factor Value
	1,

	Statistics

	Bodies
	3

	Active Bodies
	3

	Nodes
	45762

	Elements
	53353

	Mesh Metric
	Skewness

	Min
	8,8246576729677E-03

	Max
	0,688322271075654

	Average
	0,241247145931089

	Standard Deviation
	0,127884665742324

	Preferences

	Import Solid Bodies
	Yes

	Import Surface Bodies
	Yes

	Import Line Bodies
	No

	Parameter Processing
	Yes

	Personal Parameter Key
	DS

	CAD Attribute Transfer
	No

	Named Selection Processing
	No

	Material Properties Transfer
	No

	CAD Associativity
	Yes

	Import Coordinate Systems
	No

	Reader Save Part File
	No

	Import Using Instances
	Yes

	Do Smart Update
	No

	Attach File Via Temp File
	Yes

	Temporary Directory
	C:\Users\Feanor\AppData\Roaming\Ansys\v121

	Analysis Type
	3-D

	Mixed Import Resolution
	None

	Enclosure and Symmetry Processing
	Yes


TABLE 3
Model (A4) > Geometry > Parts

	Object Name
	Seta 3 espesor 12-1
	Barra-1
	Cilindro gelatina-1

	State
	Meshed

	Graphics Properties

	Visible
	Yes

	Transparency
	1

	Definition

	Suppressed
	No

	Stiffness Behavior
	Flexible

	Coordinate System
	Default Coordinate System

	Reference Temperature
	By Environment

	Material

	Assignment
	Polietileno
	Structural Steel
	Gelatina

	Bounding Box

	Length X
	5,4e-002 m
	1,2e-002 m
	0,4 m

	Length Y
	5,4e-002 m
	1,e-001 m
	0,664 m

	Length Z
	5,4e-002 m
	1,2e-002 m
	0,4 m

	Properties

	Volume
	1,4057e-005 m³
	1,131e-005 m³
	8,3441e-002 m³

	Mass
	1,341e-002 kg
	8,8781e-002 kg
	100,13 kg

	Centroid X
	1,3214e-003 m
	1,3224e-003 m
	1,3434e-003 m

	Centroid Y
	8,0132e-002 m
	5,0359e-002 m
	0,43439 m

	Centroid Z
	-2,1804e-006 m
	6,2288e-007 m
	3,234e-018 m

	Moment of Inertia Ip1
	4,7199e-006 kg·m²
	7,4409e-005 kg·m²
	4,6518 kg·m²

	Moment of Inertia Ip2
	4,3407e-006 kg·m²
	1,5822e-006 kg·m²
	1,9828 kg·m²

	Moment of Inertia Ip3
	4,7189e-006 kg·m²
	7,4408e-005 kg·m²
	4,6522 kg·m²

	Statistics

	Nodes
	5295
	1122
	39345

	Elements
	15649
	864
	36840

	Mesh Metric
	Skewness

	Min
	8,8246576729677E-03
	6,74121961458911E-02
	2,31148243596237E-02

	Max
	0,688322271075654
	0,416509466040744
	0,608740811021731

	Average
	0,323999788751726
	0,272902162409625
	0,205352845123879

	Standard Deviation
	0,11559769791835
	8,14627781772174E-02
	0,116759879037321


Coordinate Systems

TABLE 4
Model (A4) > Coordinate Systems > Coordinate System

	Object Name
	Global Coordinate System
	Coordinate System

	State
	Fully Defined

	Definition

	Type
	Cartesian

	Origin

	Origin X
	0, m
	1,3214e-003 m

	Origin Y
	0, m
	0,12013 m

	Origin Z
	0, m
	-2,1804e-006 m

	Define By
	 
	Global Coordinates

	Location
	 
	Defined

	Directional Vectors

	X Axis Data
	[ 1, 0, 0, ]

	Y Axis Data
	[ 0, 1, 0, ]

	Z Axis Data
	[ 0, 0, 1, ]

	Principal Axis

	Axis
	 
	X

	Define By
	 
	Global X Axis

	Orientation About Principal Axis

	Axis
	 
	Y

	Define By
	 
	Default

	Transformations

	Base Configuration
	 
	Absolute

	Transformed Configuration
	 
	[ 1,3214e-003 0,12013 -2,1804e-006 ]


Connections

TABLE 5
Model (A4) > Connections

	Object Name
	Connections

	State
	Fully Defined

	Auto Detection

	Generate Contact On Update
	Yes

	Tolerance Type
	Slider

	Tolerance Slider
	0,

	Tolerance Value
	2,3807e-003 m

	Face/Face
	Yes

	Face/Edge
	No

	Edge/Edge
	No

	Priority
	Include All

	Group By
	Bodies

	Search Across
	Bodies

	Transparency

	Enabled
	Yes


TABLE 6
Model (A4) > Connections > Contact Regions

	Object Name
	Frictionless - Seta 3 espesor 12-1 To Barra-1
	Frictionless - Seta 3 espesor 12-1 To Cilindro gelatina-1

	State
	Fully Defined

	Scope

	Scoping Method
	Geometry Selection

	Contact
	5 Faces
	1 Face

	Target
	2 Faces
	1 Face

	Contact Bodies
	Seta 3 espesor 12-1

	Target Bodies
	Barra-1
	Cilindro gelatina-1

	Definition

	Type
	Frictionless

	Scope Mode
	Automatic

	Behavior
	Symmetric

	Suppressed
	No


TABLE 7
Model (A4) > Connections > Body Interactions

	Object Name
	Body Interactions

	State
	Fully Defined

	Advanced

	Contact Detection
	Trajectory

	Formulation
	Penalty

	Body Self Contact
	Yes

	Element Self Contact
	Yes

	Tolerance
	0,2


TABLE 8
Model (A4) > Connections > Body Interactions > Body Interaction

	Object Name
	Body Interaction

	State
	Fully Defined

	Scope

	Scoping Method
	Geometry Selection

	Geometry
	All Bodies

	Definition

	Type
	Frictionless

	Suppressed
	No


Mesh

TABLE 9
Model (A4) > Mesh

	Object Name
	Mesh

	State
	Solved

	Defaults

	Physics Preference
	Explicit

	Relevance
	0

	Sizing

	Use Advanced Size Function
	Off

	Relevance Center
	Medium

	Element Size
	Default

	Initial Size Seed
	Active Assembly

	Smoothing
	High

	Transition
	Slow

	Span Angle Center
	Medium

	Minimum Edge Length
	1,2076e-003 m

	Inflation

	Use Automatic Tet Inflation
	None

	Inflation Option
	Smooth Transition

	Transition Ratio
	0,272

	Maximum Layers
	5

	Growth Rate
	1,2

	Inflation Algorithm
	Pre

	View Advanced Options
	No

	Advanced

	Shape Checking
	Explicit

	Element Midside Nodes
	Dropped

	Straight Sided Elements
	

	Number of Retries
	Default (4)

	Rigid Body Behavior
	Full Mesh

	Mesh Morphing
	Disabled

	Pinch

	Pinch Tolerance
	Please Define

	Generate on Refresh
	No

	Statistics

	Nodes
	45762

	Elements
	53353

	Mesh Metric
	Skewness

	Min
	8,8246576729677E-03

	Max
	0,688322271075654

	Average
	0,241247145931089

	Standard Deviation
	0,127884665742324


TABLE 10
Model (A4) > Mesh > Mesh Controls

	Object Name
	Sweep Method
	Patch Independent
	Body Sizing

	State
	Fully Defined

	Scope

	Scoping Method
	Geometry Selection

	Geometry
	1 Body

	Definition

	Suppressed
	No

	Method
	Sweep
	Tetrahedrons
	 

	Element Midside Nodes
	Use Global Setting
	 

	Src/Trg Selection
	Manual Source
	 

	Source
	1 Face
	 

	Target
	Program Controlled
	 

	Free Face Mesh Type
	Quad/Tri
	 

	Type
	Number of Divisions
	 
	Sphere of Influence

	Sweep Num Divs
	60
	 

	Sweep Bias Type
	No Bias
	 

	Element Option
	Solid
	 

	Algorithm
	 
	Patch Independent
	 

	Sphere Center
	 
	Coordinate System

	Sphere Radius
	 
	4,e-002 m

	Element Size
	 
	3,5e-003 m

	Advanced

	Defined By
	 
	Max Element Size
	 

	Max Element Size
	 
	2,5e-003 m
	 

	Define Defeaturing Tolerance
	 
	No
	 

	Curvature and Proximity Refinement
	 
	No
	 

	Minimum Edge Length
	 
	1,2076e-003 m
	 

	Sphere

	Origin X
	 
	1,3214e-003 m

	Origin Y
	 
	0,12013 m

	Origin Z
	 
	-2,1804e-006 m


Explicit Dynamics (A5)

TABLE 11
Model (A4) > Analysis

	Object Name
	Explicit Dynamics (A5)

	State
	Solved

	Definition

	Physics Type
	Structural

	Analysis Type
	Explicit Dynamics

	Solver Target
	AUTODYN

	Options

	Environment Temperature
	22, °C

	Generate Input Only
	No


TABLE 12
Model (A4) > Explicit Dynamics (A5) > Initial Conditions

	Object Name
	Initial Conditions

	State
	Fully Defined


TABLE 13
Model (A4) > Explicit Dynamics (A5) > Initial Conditions > Initial Condition

	Object Name
	Pre-Stress (None)
	Velocity

	State
	Fully Defined

	Definition

	Pre-Stress Environment
	None
	 

	Input Type
	 
	Velocity

	Define By
	 
	Components

	Coordinate System
	 
	Global Coordinate System

	X Component
	 
	0, m/s

	Y Component
	 
	-10, m/s

	Z Component
	 
	0, m/s

	Suppressed
	 
	No

	Scope

	Scoping Method
	 
	Geometry Selection

	Geometry
	 
	1 Body


TABLE 14
Model (A4) > Explicit Dynamics (A5) > Analysis Settings

	Object Name
	Analysis Settings

	State
	Fully Defined

	Step Controls

	Resume From Cycle
	0

	Maximum Number of Cycles
	1e+07 

	End Time
	3,e-003 s

	Maximum Energy Error
	0,1

	Reference Energy Cycle
	0

	Initial Time Step
	Program Controlled

	Minimum Time Step
	Program Controlled

	Maximum Time Step
	Program Controlled

	Time Step Safety Factor
	0,9

	Automatic Mass Scaling
	No

	Solver Controls

	Precision
	Single

	Solve Units
	mm, mg, ms

	Beam Solution Type
	Truss

	Beam Time Step Safety Factor
	0,9

	Hex Integration Type
	Exact

	Shell Sublayers
	3

	Shell Shear Correction Factor
	0,8333

	Shell BWC Warp Correction
	Yes

	Shell Thickness Update
	Nodal

	Tet Pressure Integration
	Average Nodal

	Shell Inertia Update
	Recompute

	Density Update
	Program Controlled

	Minimum Velocity
	1,e-006 m/s

	Maximum Velocity
	1,e+010 m/s

	Radius Cutoff
	1,e-003 

	Damping Controls

	Linear Artificial Viscosity
	0,2

	Quadratic Artificial Viscosity
	1.

	Linear Viscosity in Expansion
	No

	Hourglass Damping
	AUTODYN Standard

	Viscous Coefficient
	0,1

	Static Damping
	0.

	Erosion Controls

	On Geometric Strain Limit
	Yes

	Geometric Strain Limit
	1,5

	On Material Failure
	No

	On Minimum Element Time Step
	No

	Retain Inertia of Eroded Material
	Yes

	Output Controls

	Save Results on
	Equally Spaced Time Points

	Number of points
	20

	Save Restart Files on
	Equally Spaced Time Points

	Number of points
	5

	Save Result Tracker Data on
	Cycles

	Cycles
	1

	Save Solution Output on
	Cycles

	Cycles
	100

	Analysis Data Management

	Solver Files Directory
	D:\Xeon\Proye final\Proye\Montaje seta 3 definitivo_files\dp0\SYS\MECH\

	Scratch Solver Files Directory
	


TABLE 15
Model (A4) > Explicit Dynamics (A5) > Accelerations

	Object Name
	Standard Earth Gravity

	State
	Fully Defined

	Scope

	Geometry
	All Bodies

	Definition

	Coordinate System
	Global Coordinate System

	X Component
	-0, m/s²

	Y Component
	-9,8066 m/s²

	Z Component
	-0, m/s²

	Suppressed
	No

	Direction
	-Y Direction


FIGURE 1
Model (A4) > Explicit Dynamics (A5) > Standard Earth Gravity
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TABLE 16
Model (A4) > Explicit Dynamics (A5) > Loads

	Object Name
	Fixed Support

	State
	Fully Defined

	Scope

	Scoping Method
	Geometry Selection

	Geometry
	1 Face

	Definition

	Type
	Fixed Support

	Suppressed
	No


Solution (A6)

TABLE 17
Model (A4) > Explicit Dynamics (A5) > Solution

	Object Name
	Solution (A6)

	State
	Solved


TABLE 18
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Solution Information

	Object Name
	Solution Information

	State
	Solved

	Solution Information

	Solution Output
	Solver Output

	Update Interval
	2,5 s

	Display Points
	All

	Display Filter During Solve
	Yes


TABLE 19
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Solution Information > Result Charts

	Object Name
	Internal Energy

	State
	Solved

	Definition

	Location Method
	Geometry Selection

	Type
	Internal Energy

	Scope

	Geometry
	1 Body

	Results

	Minimum
	0, J

	Maximum
	8,2105 J

	Filter

	Type
	None


FIGURE 2
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Solution Information > Internal Energy
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TABLE 20
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Results

	Object Name
	Total Deformation
	Equivalent Plastic Strain
	Equivalent Stress
	Shear Elastic Strain
	Shear Stress

	State
	Solved

	Scope

	Scoping Method
	Geometry Selection

	Geometry
	All Bodies

	Definition

	Type
	Total Deformation
	Equivalent Plastic Strain
	Equivalent (von-Mises) Stress
	Shear Elastic Strain
	Shear Stress

	By
	Time

	Display Time
	Last
	2,812e-003 s

	Calculate Time History
	Yes

	Identifier
	

	Orientation
	 
	XY Plane

	Coordinate System
	 
	Global Coordinate System

	Results

	Minimum
	0, m
	0, m/m
	0, Pa
	-1,9649 m/m
	-3,3697e+007 Pa

	Maximum
	2,9995e-002 m
	3,0455 m/m
	1,3367e+008 Pa
	1,8685 m/m
	2,9243e+007 Pa

	Minimum Occurs On
	Barra-1
	Seta 3 espesor 12-1
	Cilindro gelatina-1
	Seta 3 espesor 12-1
	Barra-1

	Maximum Occurs On
	Cilindro gelatina-1
	Seta 3 espesor 12-1
	Barra-1
	Seta 3 espesor 12-1
	Barra-1

	Minimum Value Over Time

	Minimum
	0, m
	0, m/m
	0, Pa
	-1,9708 m/m
	-3,3697e+007 Pa

	Maximum
	0, m
	0, m/m
	43,891 Pa
	0, m/m
	0, Pa

	Maximum Value Over Time

	Minimum
	0, m
	0, m/m
	0, Pa
	0, m/m
	0, Pa

	Maximum
	2,9995e-002 m
	3,0458 m/m
	3,1722e+008 Pa
	1,8909 m/m
	2,9243e+007 Pa

	Information

	Time
	3,e-003 s
	2,85e-003 s

	Set
	21
	20

	Integration Point Results

	Display Option
	 
	Averaged


FIGURE 3
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Total Deformation
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TABLE 21
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Total Deformation

	Time [s]
	Minimum [m]
	Maximum [m]

	0,
	0,
	0,

	1,5005e-004
	
	1,5759e-003

	3,0004e-004
	
	3,1157e-003

	4,5001e-004
	
	4,6171e-003

	6,0006e-004
	
	6,1276e-003

	7,5006e-004
	
	7,617e-003

	9,0004e-004
	
	9,1127e-003

	1,05e-003
	
	1,0606e-002

	1,2e-003
	
	1,2121e-002

	1,35e-003
	
	1,3628e-002

	1,5e-003
	
	1,5124e-002

	1,65e-003
	
	1,6621e-002

	1,8e-003
	
	1,8117e-002

	1,95e-003
	
	1,9598e-002

	2,1e-003
	
	2,1071e-002

	2,25e-003
	
	2,2545e-002

	2,4e-003
	
	2,4045e-002

	2,55e-003
	
	2,5553e-002

	2,7e-003
	
	2,7055e-002

	2,85e-003
	
	2,8537e-002

	3,e-003
	
	2,9995e-002


FIGURE 4
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Equivalent Plastic Strain
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TABLE 22
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Equivalent Plastic Strain

	Time [s]
	Minimum [m/m]
	Maximum [m/m]

	0,
	0,
	0,

	1,5005e-004
	
	1,845e-002

	3,0004e-004
	
	3,1135e-002

	4,5001e-004
	
	8,8021e-002

	6,0006e-004
	
	0,14129

	7,5006e-004
	
	0,30529

	9,0004e-004
	
	0,55748

	1,05e-003
	
	0,84152

	1,2e-003
	
	1,1422

	1,35e-003
	
	1,2838

	1,5e-003
	
	1,3951

	1,65e-003
	
	1,6059

	1,8e-003
	
	1,9029

	1,95e-003
	
	2,3384

	2,1e-003
	
	2,7004

	2,25e-003
	
	3,0458

	2,4e-003
	
	

	2,55e-003
	
	

	2,7e-003
	
	3,0455

	2,85e-003
	
	

	3,e-003
	
	


FIGURE 5
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Equivalent Stress

[image: image42.png]3172268

28558

25378e-3

2.2206¢-3

19033¢-3

158613

1,2689¢-3

95167¢-7

63445¢-7

3172267

33

5e3




TABLE 23
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Equivalent Stress

	Time [s]
	Minimum [Pa]
	Maximum [Pa]

	0,
	0,
	0,

	1,5005e-004
	
	2,7657e+007

	3,0004e-004
	
	4,7229e+007

	4,5001e-004
	
	6,0195e+007

	6,0006e-004
	1,9599
	6,6068e+007

	7,5006e-004
	2,9374
	7,2196e+007

	9,0004e-004
	4,6803
	7,8001e+007

	1,05e-003
	6,2606
	9,6909e+007

	1,2e-003
	8,7411
	6,7032e+007

	1,35e-003
	20,451
	6,8121e+007

	1,5e-003
	31,674
	9,526e+007

	1,65e-003
	41,829
	8,3512e+007

	1,8e-003
	37,752
	1,0273e+008

	1,95e-003
	39,115
	1,2241e+008

	2,1e-003
	43,891
	1,181e+008

	2,25e-003
	36,096
	1,0987e+008

	2,4e-003
	23,776
	1,0499e+008

	2,55e-003
	17,584
	1,1535e+008

	2,7e-003
	17,744
	1,1053e+008

	2,85e-003
	0,
	3,1722e+008

	3,e-003
	
	1,3367e+008


FIGURE 6
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Shear Elastic Strain
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TABLE 24
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Shear Elastic Strain

	Time [s]
	Minimum [m/m]
	Maximum [m/m]

	0,
	0,
	0,

	1,5005e-004
	-8,7067e-002
	8,4576e-002

	3,0004e-004
	-0,12915
	0,13563

	4,5001e-004
	-0,13775
	0,14427

	6,0006e-004
	-0,13857
	0,14136

	7,5006e-004
	-0,14271
	0,1366

	9,0004e-004
	-0,15951
	0,17999

	1,05e-003
	-0,46474
	0,43321

	1,2e-003
	-0,825
	1,3458

	1,35e-003
	-1,2243
	1,7618

	1,5e-003
	-1,4974
	1,6669

	1,65e-003
	-1,6119
	1,6602

	1,8e-003
	-1,7237
	1,7436

	1,95e-003
	-1,7878
	1,7723

	2,1e-003
	-1,8334
	1,7567

	2,25e-003
	-1,8649
	1,7531

	2,4e-003
	-1,9042
	1,8785

	2,55e-003
	-1,9437
	1,8909

	2,7e-003
	-1,9708
	1,8885

	2,85e-003
	-1,9696
	1,8142

	3,e-003
	-1,9649
	1,8685


FIGURE 7
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Shear Stress
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TABLE 25
Model (A4) > Explicit Dynamics (A5) > Solution (A6) > Shear Stress

	Time [s]
	Minimum [Pa]
	Maximum [Pa]

	0,
	0,
	0,

	1,5005e-004
	-6,5396e+006
	8,166e+006

	3,0004e-004
	-9,8546e+006
	1,0638e+007

	4,5001e-004
	-1,5404e+007
	1,8526e+007

	6,0006e-004
	-1,8497e+007
	2,3267e+007

	7,5006e-004
	-1,7681e+007
	2,0483e+007

	9,0004e-004
	-1,4876e+007
	1,1825e+007

	1,05e-003
	-1,7428e+007
	1,2656e+007

	1,2e-003
	-1,0335e+007
	1,5331e+007

	1,35e-003
	-1,9507e+007
	1,3959e+007

	1,5e-003
	-1,925e+007
	1,0739e+007

	1,65e-003
	-1,5592e+007
	9,2282e+006

	1,8e-003
	-2,0751e+007
	1,4661e+007

	1,95e-003
	-2,5114e+007
	1,2255e+007

	2,1e-003
	-2,7621e+007
	1,1404e+007

	2,25e-003
	-2,1545e+007
	1,1743e+007

	2,4e-003
	-2,1386e+007
	1,3551e+007

	2,55e-003
	-2,0925e+007
	1,2261e+007

	2,7e-003
	-2,2171e+007
	1,4075e+007

	2,85e-003
	-3,3697e+007
	2,9243e+007

	3,e-003
	-2,4931e+007
	2,7323e+007


Material Data 

Polietileno

TABLE 26
Polietileno > Constants

	Density
	954 kg m^-3


TABLE 27
Polietileno > Isotropic Elasticity

	Temperature C
	Young's Modulus Pa
	Poisson's Ratio 
	Bulk Modulus Pa
	Shear Modulus Pa

	
	9.33e+008
	0.37
	1.1962e+009
	3.4051e+008


TABLE 28
Polietileno > Bilinear Isotropic Hardening

	Yield Strength Pa
	Tangent Modulus Pa

	2.6e+007
	0


Structural Steel

TABLE 29
Structural Steel > Constants

	Density
	7850 kg m^-3

	Coefficient of Thermal Expansion
	1.2e-005 C^-1

	Specific Heat
	434 J kg^-1 C^-1

	Thermal Conductivity
	60.5 W m^-1 C^-1

	Resistivity
	1.7e-007 ohm m


TABLE 30
Structural Steel > Compressive Ultimate Strength

	Compressive Ultimate Strength Pa

	0


TABLE 31
Structural Steel > Compressive Yield Strength

	Compressive Yield Strength Pa

	2.5e+008


TABLE 32
Structural Steel > Tensile Yield Strength

	Tensile Yield Strength Pa

	2.5e+008


TABLE 33
Structural Steel > Tensile Ultimate Strength

	Tensile Ultimate Strength Pa

	4.6e+008


TABLE 34
Structural Steel > Isotropic Secant Coefficient of Thermal Expansion

	Reference Temperature C

	22


TABLE 35
Structural Steel > Alternating Stress Mean Stress

	Alternating Stress Pa
	Cycles 
	Mean Stress Pa

	3.999e+009
	10
	0

	2.827e+009
	20
	0

	1.896e+009
	50
	0

	1.413e+009
	100
	0

	1.069e+009
	200
	0

	4.41e+008
	2000
	0

	2.62e+008
	10000
	0

	2.14e+008
	20000
	0

	1.38e+008
	1.e+005
	0

	1.14e+008
	2.e+005
	0

	8.62e+007
	1.e+006
	0


TABLE 36
Structural Steel > Strain-Life Parameters

	Strength Coefficient Pa
	Strength Exponent 
	Ductility Coefficient 
	Ductility Exponent 
	Cyclic Strength Coefficient Pa
	Cyclic Strain Hardening Exponent 

	9.2e+008
	-0.106
	0.213
	-0.47
	1.e+009
	0.2


TABLE 37
Structural Steel > Isotropic Elasticity

	Temperature C
	Young's Modulus Pa
	Poisson's Ratio 
	Bulk Modulus Pa
	Shear Modulus Pa

	
	2.e+011
	0.3
	1.6667e+011
	7.6923e+010


TABLE 38
Structural Steel > Isotropic Relative Permeability

	Relative Permeability 

	10000


Gelatina

TABLE 39
Gelatina > Constants

	Density
	1200 kg m^-3

	Specific Heat
	4138 J kg^-1 C^-1


TABLE 40
Gelatina > Isotropic Elasticity

	Temperature C
	Young's Modulus Pa
	Poisson's Ratio Pa
	Bulk Modulus Pa
	Shear Modulus Pa

	
	2.145e+007
	0.49881
	3.e+009
	7.1557e+006


TABLE 41
Gelatina > Johnson Cook Strength

	Initial Yield Stress Pa
	Hardening Constant Pa
	Hardening Exponent 
	Strain Rate Constant 
	Thermal Softening Exponent 
	Melting Temperature C
	Reference Strain Rate (/sec) 

	1.64e+006
	6.86
	1.73
	3.46e-002
	1
	50
	1
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2.- NORMATIVA DE REFERENCIA

En relacion a la normativa técnica de producto de aplicacion sobre las “Protecciones de terminaciones
de armadura en obra”, no existe en estos momentos, ningin documento normativo a nivel nacional ni
armonizado a nivel europeo, que establezca las especificaciones de producto y los requisitos técnicos
que deben cumplir estos dispositivos de proteccion. Esta situacion junto con el uso estandarizado de
estos elementos en las obras de construccion, han motivado que recientemente se haya creado
dentro del comité técnico de normalizacion AEN/CTN 81 “Prevencién y medios de proteccion personal
y colectiva en el trabajo”, un grupo de trabajo (AEN81/SC2/GT08), que esta elaborando el borrador de
proyecto de norma espafiola, en el que se estan recogiendo las diferentes especificaciones, requisitos
técnicos y método de evaluacion de conformidad para estas protecciones.

Por lo que, teniendo en cuenta, esta ausencia en el Marco Reglamentario y Normativo sobre este tipo
de protecciones fabricadas en materiales termoplasticos, desde el Laboratorio de Elementos de
Seguridad de AIDICO, las pruebas experimentales (ensayos) se plantearon, con objeto de verificar el
comportamiento mecanico-resistente de estas piezas cuando sobre ellas se aplica un accién
dinamica, como puede ser el impacto de una persona contra estos elementos.

Los ensayos a los que han sido sometidas estas piezas, “ensayos dinamicos de resistencia mediante
impactos con cuerpo blando y rigido”, se han llevado a cabo, en la medida de lo posible,
reproduciendo las condiciones reales de utilizacion en obra, con las limitaciones que expresamente
pueden entenderse por realizarse en ambiente de laboratorio.

3.- DESCRIPCION Y CARACTERISTICAS DE LAS PROTECCIONES

Las muestras fueron suministradas al Laboratorio de Elementos de Seguridad, con anterioridad a la
fecha de ensayo, siendo recepcionadas y almacenadas debidamente en las instalaciones del
laboratorio.

Estas protecciones estan compuestas por tres piezas distintas, fabricadas a partir de materiales de
diferente naturaleza termoplastica, cuya composicion final se trata de una pieza conjunta que le debe
conferir las propiedades que se buscan. La carcasa exterior de la proteccion, esta formada por dos
piezas, la pieza blanca es de polipropileno, y la roja de polietileno, integrandose finalmente una pieza
de refuerzo interior fabricada de policarbonato, confiriéndole esta ultima la capacidad resistente frente
a impactos.

Pieza blanca de
polipropileno

Pieza roja de
polietileno

Pieza interior de
policarbonato

Fotografia 1: Descripcion de la protecciéon

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO
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4.2 Ensayos de impacto mediante choque por cuerpo blando

Este ensayo ha consistido en el impacto mediante caida libre de un cuerpo blando sobre las
protecciones dispuestas en las armaduras de acero, y desde una altura predeterminada, con la
finalidad de comprobar la resistencia de estos dispositivos frente a la penetracion contra los
elementos de acero.

El cuerpo blando que se ha empleado para este ensayo, consiste en un saco esferoconico de 50kg
de peso. Para el manejo y control del saco de ensayo, asi como la aplicacion de la energia cinética
de impacto, se ha empleado la gria torre y su sistema de parametrizacion, ya que permite la
realizacion y control de todos estos parametros de ensayo.

Este ensayo es menos restrictivo que el realizado mediante choque por cuerpo rigido, ya que en este
caso, la masa de ensayo tiene gran capacidad de deformacion, participando en mayor grado de la
absorcidn de energia durante el impacto.

En todos los impactos el cuerpo blando se ha colocado centrado sobre las cuatro armaduras con sus
correspondientes protecciones ya instaladas, con objeto de garantizar una caida vertical y centrada
sobre las protecciones, situacion que no siempre ha sido posible por las variaciones que introduce el
propio sistema instantaneo de liberacién de la masa rigida de ensayo, habiéndose detectado en
algunos casos, que de las cuatro protecciones, casi todo el impacto se ha transmitido a una unica
proteccion de las cuatro previstas.

A continuacién se indica una tabla resumen donde se pueden distinguir las cuatro disposiciones que
se ensayaron, y la variacién de algunos parametros de ensayo, tales como ‘“altura de caida’,
“diametro armadura.

‘ ALTURA DE DIAMETRO ALTURA DE N° DE ENERGIA DE
CAIDA ARMADURA ARMADURA | AMARDURAS IMPACTO

| Ensayo 1 | 4m | 12mm | 150mm | 4 | 2000J

| Ensayo 2 | 4m | 16mm | 150mm | 4 | 2000J

| Ensayo 3 | 2m | 16mm | 150mm | 4 | 1000J

| Ensayo 4 | 5m | 16mm | 150mm | 4 | 2500J

Cuerpo blando:
Saco esferoconico de 50
kg de masa

Fotografia 3: Disposicion ensayo
mediante choque por cuerpo blando

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO
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Ensayo 4 (Hcaida=5m; o@;rmadura=16mm; harmadura=150mm

Por ultimo realizando un ensayo para una magnitud de energia cinética de caida de 2500 julios,
situacion por encima del limite maximo (<2m de caida) previstos para estas protecciones, se observa
el siguiente comportamiento estructural:

- Penetracién completa en el saco de impacto de dos de las cuatro piezas en la zona de
influencia del impacto, quedando al que en los casos anteriores, las protecciones plasticas
incrustadas en el interior de la masa.

- No perforacion de las protecciones plasticas por las armaduras de acero, teniendo en
cuenta, la capacidad de absorber esfuerzos dinamicos que le confiere el refuerzo interior
de policarbonato, y que parte del impacto es absorbido por la propia deformabilidad que
presenta el cuerpo blando.

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO
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Ensayo 3 Hcaida=2m; o@;rmadura=16mm; harmadura=3oomm

e )
Fotografia 8: Estado de las protecciones tras Fotografia 9: Detalle de las fisuras parciales

el ensayo. Las protecciones permanecen apreciadas en una de las protecciones
integras tras impacto.

Ensayo 4 Hcaida=3m; o@;rmadura=12mm; harmadura=100mm)

Fotografia 10: Disposicion inicial de ensayo. Fotografia 11: Detalle de las protecciones tras el
impacto.

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO
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6.2 Ensayo dinamico de impacto mediante choque por cuerpo blando

H. caida =4m; @armadura= 12 mm, h armadura= 150mm

Fotografia 16: Disposicién inicial de ensayo. Fotografia 17: Estado de la proteccion que
qued6 introducida en el interior del saco.
Desplazamiento relativo pieza blanca y roja.

Ensayo 2 Hcaida=4m; o@;rmadura=16mm; harmadura=150mm

Fotografia 18: Disposicién final tras impacto. Fotografia 19: Estado de las dos protecciones que
quedaron en el interior del saco tras el impacto.

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO
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Ensayo 3 (Hcaida=2m; o@;rmadura=16mm; harmadura=150mm

Fotografia 20: Estado de las protecciones tras el Fotografia 21: La cuarta proteccion atraviesa el
impacto. saco.

Ensayo 4 (Hcaida=5m; o@;rmadura=16mm; harmadura=150mm

Fotografia 22: Disposicion final de ensayo,
varias protecciones incrustadas en el saco.

Fotografia 23: Detalle del estado de una de las
protecciones que quedo en el interior del saco.No
hay perforacion de la armadura de acero a
través de la pieza plastica.

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO
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AIDICO responde unicamente de los resultados sobre los métodos de analisis empleados consignados en este documento y
referidos, exclusivamente, a los materiales o muestras que se indican en el mismo y que queden en su poder, limitando a éstos
la responsabilidad profesional y juridica del centro. Salvo mencién expresa, las muestras han sido libremente elegidas y
enviadas por el solicitante.

Este documento resume los resultados obtenidos en las pruebas descritas anteriormente y solicitadas por la empresa
peticionaria como autocontrol propio del producto, sin tener caracter alguno de certificacion

Los resultados del presente informe se consideran propiedad del peticionario y, sin autorizacién previa, AIDICO se abstendra
de comunicarlos a un tercero.

AIDICO no se hace responsable, en ningtin caso, de la interpretacion o uso indebido que pueda hacerse de este documento,
cuya reproduccion parcial sin la autorizacion escrita de AIDICO esta totalmente prohibida.

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO
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Ensayo 5 Hcaida=3m; o@;rmadura=16mm; harmadura=100mm

Fotografia 12: Perforacion de las protecciones Fotografia 13: Detalle del estado de una de las
tras el impacto. protecciones que ha sufrido el impacto

H, caida=2- S5m ; Q;rmadura= 16mm ; harmadura= 100mm

Fotografia 14: Disposicion inicial de ensayo. Fotografia 15: Perforaciones totales y roturas
longitudinales de las protecciones

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO
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6.- REPORTAJE FOTOGRAFICO

6.1 Ensayo dinamico de impacto mediante choque por cuerpo rigido

Ensayo 1 Hcaida=1m; o@rmadura=12mm; harmadura=150mm

Fotografia 4: Disposicion inicial de ensayo. Fotografia 5: Esfera de ensayo en posicion
inicial.

Ensayo 2 Hcaida=2m; o@;rmadura=12mm; harmadura=300mm

Fotografia 6: Detalle del estado final de una Fotografia 7: Ejemplo protecciéon en buen
de las protecciones tras sufrir el impacto estado tras el impacto

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO
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5.- RESULTADOS Y DESCRIPC;éN DEL COMPORTAMIENTO
RESISTENTE DE LAS PIEZAS PLASTICAS EN LOS DIFERENTES
ENSAYOS

A continuacion se realiza una descripcion y evaluacion, del comportamiento estructural detectado en
las protecciones de armaduras de acero fabricadas en termoplastico inyectado a partir de los
materiales; polietileno, polipropileno y policarbonato, para cada uno de los ensayos dinamicos de
resistencia aplicados, y con las disposiciones que expresamente se sefialan, realizando la
diferenciacion fundamental de ensayo mediante impacto por cuerpo rigido y cuerpo blando.

5.1 Ensayo dinamico de impacto mediante choque por cuerpo rigido

Ensayo 1 Hcaida=1m; o@;rmadura=12mm; harmadura=150mm

Tras el impacto realizado para una energia cinética de caida de 1000 julios, los protectores de
armadura con el refuerzo de policarbonato resisten perfectamente este nivel de carga dinamica
aplicada, sin que se produzca perforacion de la armadura a través de las piezas plasticas.

Ensayo 2 Hcaida=2m; o@;rmadura=12mm; harmadura=300mm

En el segundo ensayo realizado, aumentando al doble la carga dinamica aplicada, que en términos
de energia cinética acumulada durante la caida supone un impacto de 2000 julios, nuevamente se
comprueba que las protecciones son capaces de resistir dicho nivel de impacto, ya que en ninguna de
las cuatro protecciones afectadas, se ha detectado una perforacion de las armaduras de acero sobre
la parte superior de las piezas ni lateralmente. Observandose unicamente fisuras en la parte superior
de las piezas justo en su zona de contacto con la esfera de impacto, resultando Unicamente una
afeccion superficial sobre la pieza blanca de polipropileno, pero en ningdn momento una penetraciéon
total de la pieza completa atravesando el refuerzo interior de policarbonato.

Ensayo 3 Hcaida=2m; o@;rmadura=16mm; harmadura=300mm

Comportamiento similar al caso anterior, a pesar de que en este ensayo las armaduras empleadas
son de diametro 16mm y la superficie de contacto para resistir el mismo nivel de impacto es superior.

Ensayo 4 Hcaida=3m; o@;rmadura=12mm; harmadura=100mm)

A pesar del importante nivel de impacto aplicado, energia de caida de 3000 julios, con objeto de
evaluar si las piezas plasticas objeto de ensayo, disponen de un factor de seguridad respecto a la
maxima altura de caida que deberia permitirse y que seria de 2m, nuevamente se ha comprobado
que no se produce penetracion total de las armaduras a través de las protecciones. Esta situacion se
verse beneficiada, teniendo en cuenta que parte de la energia de impacto es absorbida por la propia
deformacion que sufren las armaduras de acero, ya que tienen una esbeltez considerable, debido a
que se han previsto con una longitud efectiva de 30cm respecto a la base de hormigén, precisamente
teniendo en cuenta este efecto.

Ensayo 5 Hcaida=3m; o@;rmadura=16mm; harmadura=100mm

En este nuevo ensayo, si que se produce penetracion total de las armaduras de acero sobre las
protecciones plasticas. La importante magnitud de impacto aplicado, se ve reflejado en el estado final
de las propias armaduras de acero, como evidencian las imagenes incluidas en el reportaje
fotografico del presente informe.

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO
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H. caida=2- S5m ; @;rmadura= 1 6mm; harmadura= 100mm

Para una altura de caida de 2.5m, y para el diametro de armadura @16mm, las protecciones no han
sido capaces de absorber el nivel de impacto aplicado, detectandose una penetracion total de las
armaduras a través de la proteccion, y roturas longitudinales totales de las protecciones.

5.2 Ensayo dinamico de impacto mediante choque por cuerpo blando

Hcaida=4m; o@;rmadura=12mm; harmadura=150mm

Para una energia cinética de impacto de 2000 julios, que corresponderia a la caida de una persona
sobre las protecciones desde una altura aproximada de 2m (valor limite a priori para estas
protecciones) se detecta el siguiente comportamiento:

- De las cuatro protecciones afectadas en el impacto, y teniendo en cuenta la dificultad de
aplicacion de la carga perfectamente centrada sobre las cuatro, son tres de ellas, a las que
principalmente se les transmiten los esfuerzos dinamicos, comprobandose en todos los
casos, que no existe penetracion de las armaduras sobre la proteccion de termoplastico,
pero si que se produce la perforacion de la lona superficial del saco de impacto,
introduciéndose completamente una de las protecciones plasticas en el interior del saco
esferoconico.

- Desplazamiento relativo de la pieza blanca de polipropileno sobre la pieza roja de
polietileno provocando esta situacion un efecto mayor de punzonamiento sobre el cuerpo
blando.

Ensayo 2 Hcaida=4m; o@;rmadura=16mm; harmadura=150mm

Del mismo modo que en el caso anterior, pero en esta ocasion con armaduras de acero de diametro
nominal @16mm, se observa un comportamiento similar, sin que se produzca una perforacion de los
elementos de acero sobre las protecciones plasticas, pero si nuevamente una penetracion en el saco
de impacto de dos de las cuatro protecciones plasticas, motivado por el nivel de impacto aplicado y
por el desplazamiento relativo que sufren las piezas rojas de polietileno respecto a las blancas de
polipropileno aumentando el efecto de punzonamiento.

Ensayo 3 (Hcaida=2m; Z;rmadura=16mm; harmadura=150mm

En este caso para una altura de caida de 2m del saco esferoconico de 50kg, que corresponderia a
una caida de 1m para una masa de 100kg, que podria ser una situacion habitual de caida al mismo
nivel en una obra, teniendo en cuenta que el centro de gravedad de una persona se situa
aproximadamente a 1m respecto al nivel inferior. Se ha comprobado que todas las protecciones que
han sufrido este nivel de impacto han resistido sin que se produzca una perforacién de las armaduras
de acero ni fisuras parciales, pero se ha vuelto a producir la penetracién de una proteccién en su
totalidad en el interior del saco de impacto.
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Ejemplos disposiciones de ensayo

Altura armadura: 150mm

Cuadricula distancia entre
ejes armaduras 250mm
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4.- DESCRIPCION DEL PROCESO DE ENSAYO

Teniendo en cuenta la funcionalidad en obra de estos dispositivos de proteccion, tratandose de
piezas destinadas a evitar o reducir los dafos en los trabajadores, provocados por caidas fortuitas
sobre los diferentes elementos de hormigdn armado en los que se encuentran previstas vy
sobresaliendo las armaduras de acero, desde el Laboratorio de Elementos de Seguridad de AIDICO,
se planificaron los siguientes ensayos y en el orden indicado:

7

« Ensayo dinamico de impacto mediante choque por cuerpo rigido.

« Ensayo dinamico de impacto mediante choque por cuerpo blando.

Para llevar a cabo estos ensayos se realizaron los siguientes trabajos que son comunes para ambos
tipos de ensayos:

+ Seleccidon de armaduras pasivas de acero corrugado, para los diametros nominales mas
empleados en las obras de construccion: @12mm y @16mm.

+ Colocaciéon de armaduras en disposicion de cuadricula, insertandolas tanto en viga
prefabricada de hormigén, como en la solera de hormigdn de la estructura exterior del
Laboratorio de Elementos de Seguridad, para diferentes longitudes de armadura; 100-150-
300mm.

+» Seleccion diferentes energias cinéticas de caida sobre las protecciones de armaduras, con
objeto de evaluar la capacidad de resistencia dinamica de estos elementos de seguridad,
hasta una altura maxima de caida de 2m (energia 2000 Julios).

« Reportaje fotografico y valoracion comportamiento mecanico de las protecciones para las
diferentes energias de caida, tanto en el caso del choque por cuerpo rigido como por
cuerpo blando.

A los efectos de los ensayos realizados, y teniendo en cuenta la distribucién de la masa en un
cuerpo humano, y que ésta dispone de cierta capacidad de deformabilidad en su impacto contra este
tipo de piezas, el comportamiento real de estas piezas plasticas, se ajustan con mayor similitud a las
pruebas realizadas mediante choque por cuerpo blando (saco esferoconico).

4.1 Ensayos de impacto mediante choque por cuerpo rigido

Este ensayo ha consistido en el impacto mediante caida libre de un cuerpo rigido sobre las
protecciones dispuestas en las armaduras de acero, y desde una altura predeterminada, con la
finalidad de comprobar la resistencia de estos dispositivos frente a la penetracion contra los
elementos de acero.

El cuerpo rigido que se ha empleado para este ensayo, consiste en una esfera de acero, de 500mm
de didametro y 100kg de peso. Para el manejo y control de la esfera de ensayo, asi como la aplicacién
de la energia cinética de impacto, se ha empleado la grua torre y su sistema de parametrizacion, ya
que permite la realizacién y control de todos estos parametros de ensayo.

Este ensayo es eminentemente mas restrictivo que el realizado mediante choque por cuerpo blando,
ya que en este caso, la masa rigida no dispone de capacidad de deformabilidad alguna,
transmitiéndose la energia de impacto con mayor agresividad que en el caso por cuerpo blando.

En todos los impactos el cuerpo rigido se ha colocado centrado sobre las cuatro armaduras con sus
correspondientes protecciones ya instaladas, con objeto de garantizar una caida vertical y centrada
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sobre las protecciones, situacion que no siempre ha sido posible por las variaciones que introduce el
propio sistema instantaneo de liberacion de la masa rigida de ensayo, habiéndose detectado en
algunos casos, que de las cuatro protecciones, casi todo el impacto se ha transmitido a una unica
proteccion de las cuatro previstas. También se llevaron a cabo pruebas con la proteccién sobre una
sola armadura, y realizando el impacto sobre ésta, sin embargo, y debido a la complejidad de
garantizar la perfecta verticalidad en el impacto, tal y como se ha indicado anteriormente para la
disposicion de cuatro protecciones, estos ensayos no han resultado significativos, para la evaluacion
final del comportamiento resistente de estas piezas plasticas.

A continuacion se indica una tabla resumen donde se pueden distinguir las seis disposiciones que se
ensayaros, y la variaciéon de algunos parametros de ensayo, tales como “altura de caida”, “diametro
armadura”, “longitud armadura” y “numero de armaduras de acero”.

‘ ALTURA DE DIAMETRO ALTURA DE N° DE ENERGIA DE
CAIDA ARMADURA | ARMADURA | AMARDURAS | IMPACTO
| Ensayo 1 | 1m | 12mm | 150mm | 4 | 1000J
| Ensayo 2 | 2m | 12mm | 300mm | 4 | 2000J
| Ensayo 3 | 2m | 16mm | 300mm | 4 | 2000J
| Ensayo 4 | 3m | 12mm | 100mm | 4 | 3000J
| Ensayo 5 | 3m | 16mm . 100mm | 4 | 3000J
| Ensayo 6 | 2,5m | 16mm | 100mm | 4 | 2500J

Cuerpo rigido:

Esfera de acero de 100
kg de masa y 50cm de
diametro

Fotografia 2: Disposicién Ensayo Cuerpo Rigido
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En el siguiente croquis se reflejan las caracteristicas geométricas de las protecciones suministradas:
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Polipropileno H 202HC

Subfamilia:
Homopolimero

Descripcion:

El H 202HC ES un homopolimero nucleado com un indice de fluidez especialmente desefiado para
aplicaciones que necesitan altos niveles de rigidez y tenacidad asi como una boa procesabilidad. Este
producto exhibe una excelente resistencia quimica y propriedades de barrera.

Aplicaciones:
Muebes de jardin; electrodomésticos; compuestos; piezas inyectadas de alta rigidez.

Proceso:
Moldeo por inyeccion

Propiedades de control:

Indice de Fluidez (230°C/2,16 kg) D-1238-L g/10 min 23

Propiedades tipicas®:

Densidad D-792A g/cm3 0,905
Mddulo de flexion, secante al 1% D-790 MPa 2100
Resistencia a la traccidn en el punto de fluencia D-638 MPa 43
Elongacion en el punto de fluencia D-638 % 6
Dureza Rockwell (Escala R) D-785-A Escala R 110
Resistencia al impacto Izod a 23 °C D-256-A J/m 20
Temperatura de deflexion térmica a 0,455 MPa D 648 °C 133
Temperatura de deflexion térmica a 1,820 MPa D 648 °C 72
Temperatura de ablandamiento Vicata 10 N D 1525 °C 159

a) Pruebas en muestra moldeada por inyeccion segun la norma ASTM D 4101

Observag0es Finais:

1. Esta resina cumple la regulacion para polimeros de olefinas del capitulo 177.1520 del CFR 21 de la Food and Drug Administration (FDA), vigente a la fecha
de publicacion de esta especificacion. Los aditivos usados estan aprobados por la regulacion correspondiente de la FDA.

2. La informacion de este documento se suministra de buena fe e indica valores tipicos obtenidos en nuestros laboratorios y no debe ser considerada como

absoluta ni constituye ninguna garantia. Solo las propiedades y valores que constan en el certificado de calidad constituyen la garantia del producto.

En algunas aplicaciones, Braskem ha desarrollado resinas a medida para cumplir requisitos especificos.

4. En caso de dudas sobre el uso o para discutir otras aplicaciones, contactar al area de servicios técnicos de Braskem.

5. Para obtener informacién acerca de seguridad, manipulacién, proteccion individual, primeros auxilios y eliminacion de residuos, consultar la Ficha de datos

de seguridad de productos quimicos (FDSPQ). Registro CAS n. ©: 9003-07-0.

Los valores que constan en este documento pueden cambiar sin previa comunicacion de Braskem.

Braskem no recomienda el uso de este producto para la fabricacion de envases, piezas o cualquier otro tipo de producto usado para almacenar o estar en

contacto con soluciones parenterales, o que tengan contacto con el interior del cuerpo humano.

Lad
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1.-OBJETO Y ALCANCE

El presente informe resume los ensayos dinamicos de resistencia, realizados sobre piezas fabricadas
en material termoplastico, que pretenden emplearse en las obras de construccién como “Proteccion
de terminaciones de armadura de acero en obra” , con la doble funcion de proteger a los
trabajadores de posibles cortes, pinchazos, golpes, etc, asi como de ser capaces de resistir el
impacto que le produciria un trabajador que se precipita sobre estos elementos de acero desde una
altura igual o inferior a 2m.

La empresa peticionaria de estas pruebas, ha sido el Instituto Tecnoldgico del Juguete (AlJU),
solicitando a AIDICO, a través del Laboratorio de Elementos de Seguridad, la realizacion de una serie
de ensayos dinamicos de impacto, con objeto de evaluar el comportamiento mecanico de estas
“protecciones de terminaciones de armadura en obra”, reproduciendo en la medida de lo posible, las
condiciones reales de utilizacion en obra, que incluye la posibilidad de que estos elementos se vean
sometidos a una serie de acciones, que pueden ser de caracter estatico (trabajadores que se apoyan
en estos elementos, o material depositado sobre los mismos) o de caracter dinamico (trabajador que
caminado junto a estos elementos tropieza y cae sobre los proteccion de terminaciones de armadura
en obra).

Por lo que, teniendo en cuenta la funcionalidad de estos dispositivos de seguridad, desde el
Laboratorio de Elementos de Seguridad de AIDICO, se han planteado los siguientes ensayos, con
objeto de evaluar la capacidad resistente de estos elementos:

e Ensayo dinamico de resistencia mediante impacto con cuerpo rigido; Ensayo no
normalizado, realizando impactos mediante cuerpo rigido (masa esférica metdlica de 100kg y
@500mm), con diferentes energias cinéticas de impacto.

e Ensayo dinamico de resistencia mediante impacto con cuerpo blando; Ensayo no
normalizado, realizando impactos mediante choque por cuerpo blando (saco esferocénico de
50kg ), aplicando diferentes energias cinéticas de impacto.

Los ensayos se han llevado a cabo en las instalaciones del Laboratorio de Elementos de Seguridad
de AIDICO, ya que se trata de un laboratorio especializado en la verificacion experimental de los
Medios de Proteccién Colectiva, Medios Auxiliares, y diferentes dispositivos de seguridad empleados
en las Obras de Construccién, ya que cuenta con la Infraestructura y Equipamiento necesarios para la
realizacion de este tipo de ensayos.

Con los Ensayos dinamicos de caida mediante choque por cuerpo rigido y blando se ha evaluado el
comportamiento de estas protecciones de terminaciones de armadura de acero en obra frente a las
acciones dinamicas, teniendo en cuenta, que estos elementos estan expuestos a la situacion de
caida de un trabajador sobre ellos.

Los ensayos realizados y descritos en el presente informe sélo dan informacion sobre la capacidad
dinamica de resistencia de estas piezas de termoplastico, no habiéndose realizado ensayos ni siendo
objeto del presente informe la evaluacion de otras propiedades, tales como:

- Comportamiento frente al envejecimiento (condiciones de durabilidad)
- Resistencia estatica de las protecciones frente a un posible desalojo de las mismas de los
diferentes diametros de armaduras, frente a una accion dinamica puntual ascendente.

El presente documento referencia las condiciones y resultados de ensayo que se indican, con las
consideraciones y limitaciones que expresamente se puedan sefalar en el mismo.

Este informe de ensayo no podrd ser reproducido parcialmente sin la aprobaciéon por escrito de AIDICO






_1412500659.pdf
Informe n° ITO90065
TAIDICO

Pagina 1 de 18

INFORME TECNICO

Ensayos dinamicos de resistencia mediante choque por cuerpo
rigido y blando, en protecciones de termoplastico sobre
armaduras de acero en obra.

NUMERO INFORME TECNICO N° IT090065

Number

| |
FECHA DE EMISION 25 de mayo de 2009

Date of issue

| |
PAGINA 1de 18

Page

MUESTRA DE ENSAYO | Identificacion segun peticionario:

Test specimen ., . .
Proteccion de terminaciones de armaduras de

acero en obra
N° Albaran: 50949
Fecha recepcién: 03/03/2009

SOLICITANTE INSTITUTO TECNOLOGICO DEL JUGUETE (AJU)
Applicant Avenida de la industria, 23
03440 IBI Alicante

| |
FECHA/S DE ENSAYO | 27/03/2009

Date/s of test

SIGNATARIO/S
AUTORIZADO/S

Autorized signatory/ies

Fdo.: Da. Sara Bresé Grancha Fdo.: D. Carlos Lozano Martinez
Técnico Lab. Elementos de Responsable Lab. Elementos de
Seguridad Seguridad
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Physical Properties
Density
Filler Content
Water Absorption
Moisture Absorption at Equilibrium
Water Absorption at Saturation
Particle Size
Viscosity Measurement

Linear Mold Shrinkage

Linear Mold Shrinkage, 6.35 mm section
Linear Mold Shrinkage, Transverse

Melt Flow

Base Resin Melt Index

Ash

Collected Volatile Condensable Material

Mechanical Properties
Hardness, Rockwell R
Hardness, Shore D
Ball Indentation Hardness
Tensile Strength, Ultimate

Film Elongation at Break, MD
Tenacity

Tensile Strength, Yield
Elongation at Break
Elongation at Yield

Modulus of Elasticity
Flexural Modulus

Flexural Yield Strength

Compressive Yield Strength
Compressive Modulus

Shear Modulus

Secant Modulus

Izod Impact, Unnotched

Izod Impact, Unnotched Low Temp
Izod Impact, Notched, Low Temp (ISO)
|ﬁharpy Impact Unnotched

Charpy Impact, Notched
[}

Gardner Impact

|

Falling Dart Impact

Coefficient of Friction

Tensile Creep Modulus, 1 hour
Tensile Creep Modulus, 1000 hours
Tear Strength

Compression Set

Film Tensile Strength at Break, MD
Tangent Modulus

Izod Impact, Notched

[

Izod Impact, Notched, Low Temp

Izod Impact, Notched (ISO)

Electrical Properties
Electrical Resistivity
Surface Resistance
Static Decay
Dielectric Constant
Dielectric Strength
Dissipation Factor
Arc Resistance
Comparative Tracking Index

Thermal Properties
CTE, linear
Melting Point
Crystallization Temperature
Maximum Service Temperature, Air

Deflection Temperature at 0.46 MPa (66 psi)
Deflection Temperature at 1.8 MPa (264 psi)

Vicat Softening Point

UL RTI, Electrical

UL RTI, Mechanical with Impact
UL RTI, Mechanical without Impact
Flammability, UL94

Oxygen Index

Shrinkage

Optical Properties
Haze
Gloss
Yellow Index

Processing Properties
Processing Temperature
Rear Barrel Temperature
Middle Barrel Temperature
Front Barrel Temperature
Nozzle Temperature
Mold Temperature
Ejection Temperature
Drying Temperature
Dry Time
Moisture Content
Injection Pressure
Hold Pressure
Back Pressure

Metric

0.886 - 1.70 g/cc
20.0-70.0%
0.000 - 1.00 %
0.100 %

0.0100 %

5.00 - 2500 pm
80.0 - 500000

@Temperature 180 - 180 °C
0.000 - 0.0250 cm/cm
0.0250 cm/cm

0.0100 - 0.0155 cm/cm
0.200 - 2000 g/10 min
0.500 - 50.0 g/10 min
0.00800 - 26.0 %
0.0500 - 3.00 %

Metric

20.0-117

47.0-83.0

62.0 - 106 MPa

9.00 - 80.0 MPa

10.0 - 23.0 MPa
@Temperature 60.0 - 120 °C
93.0 - 530 %

0.203 - 0.441 N/tex

12.0 - 369 MPa

3.00 - 900 %

3.50 - 35.0 %

0.00800 - 8.25 GPa
0.0260 - 6.89 GPa
0.350 - 0.680 GPa
@Temperature 60.0 - 120 °C
20.0 - 180 MPa
34.5-55.2 MPa

1.38 GPa

0.680 - 0.920 GPa
1.03-1.28 GPa

0.196 J/cm - NB

2.14 - 5340 J/cm

1.10 - 5.20 kd/m?

0.300 J/cm? - NB

0.700 J/cm? - NB
@Temperature -40.0 - -20.0 °C
0.200 - 9.50 J/cm?
0.130 - 1.70 J/cm?
@Temperature -30.0 - 0.000 °C
0.904 - 40.7 J

1.99983 - 36.1552 J
@Temperature -30.0 - -18.0 °C
15.0225 - 23.9528 J
@Temperature -30.0 - -30.0 °C
15.0225 - 23.9528 J
@Thickness 3.17 - 3.20 mm
4.98-28.0J

0.250

550 - 700 MPa

220 - 440 MPa

20.2 - 226 kN/m

16.0 - 65.0 %

3.10 - 152 MPa

1290 - 3260 MPa
0.0400 J/cm - NB

0.267 - 0.380 J/cm
@Temperature -20.0 - -20.0 °C
0.100 - 0.908 J/cm

1.00 - 1.35 J/cm
@Temperature -20.0 - -20.0 °C
1.00 - 1.35 J/cm
@Diameter 3.17 - 3.17 mm

2.00 - 21.0 kd/m?

Metric

1000 - 1.00e+18 ohm-cm
100 - 1.00e+15 ohm
0.0100 - 2.00 sec
2.20-2.38

23.6 - 140 kvV/mm
0.0000700 - 0.00300
88.0 - 136 sec

600 V

Metric

18.0 - 185 pym/m-°C
61.0 - 180 °C
110 - 115°C
65.0 - 125 °C
13.0-238°C
37.0-149°C
35.0-158°C
65.0 - 221 °C
65.0 - 221 °C
65.0 - 221 °C
HB - V-0
24.0-30.0%
1.50 - 2.00 %

Metric

0.200 - 91.0 %
51.0 - 160 %
0.000300 - 2.44 %

Metric
87.8-320°C
177 - 274 °C
191 -274°C
199 - 274 °C
204 - 243 °C
5.00 - 80.0 °C
26.7-54.4°C
65.6 - 100 °C
1.00 - 4.00 hour
0.0500 - 1.00 %
2.76 - 103 MPa
2.07 - 8.27 MPa
0.172 - 1.03 MPa

English

0.0320 - 0.0614 Ib/in3
20.0-70.0%

0.000 - 1.00 %

0.100 %

0.0100 %

5.00 - 2500 pm

80.0 - 500000
@Temperature 356 - 356 °F
0.000 - 0.0250 infin
0.0250 infin

0.0100 - 0.0155 in/in
0.200 - 2000 g/10 min
0.500 - 50.0 g/10 min
0.00800 - 26.0 %
0.0500 - 3.00 %

English

20.0 - 117

47.0 - 83.0

8990 - 15400 psi

1310 - 11600 psi

1450 - 3340 psi
@Temperature 140 - 248 °F
93.0 - 530 %

2.30 - 5.00 g/denier
1740 - 53500 psi

3.00 - 900 %

3.50 - 35.0 %

1.16 - 1200 ksi

3.77 - 999 ksi

50.8 - 98.6 ksi
@Temperature 140 - 248 °F
2900 - 26100 psi

5000 - 8000 psi

200 ksi

98.6 - 133 ksi

150 - 185 ksi

0.367 ft-Ib/in - NB

4.00 - 10000 ft-Ib/in
0.523 - 2.47 ft-Ibfin2
1.43 ft-Ib/in? - NB

3.33 ft-Ib/in? - NB
@Temperature -40.0 - -4.00 °F
0.952 - 45.2 ft-Ib/in2
0.619 - 8.09 ft-Ib/in?
@Temperature -22.0 - 32.0 °F
0.667 - 30.0 ft-b
1.47500 - 26.6667 ft-lb
@Temperature -22.0 - -0.400 °F
11.0800 - 17.6667 ft-lb
@Temperature -22.0 - -22.0 °F
11.0800 - 17.6667 ft-lb
@Thickness 0.125 - 0.126 in
3.67 - 20.7 ft-lb

0.250

79800 - 102000 psi
31900 - 63800 psi

115 - 1290 pli

16.0 - 65.0 %

450 - 22000 psi

187000 - 472000 psi
0.0749 ft-lb/in - NB
0.500 - 0.712 ft-Ib/in
@Temperature -4.00 - -4.00 °F
0.187 - 1.70 ft-Ib/in
1.87 - 2.53 ft-Ib/in
@Temperature -4.00 - -4.00 °F
1.87 - 2.53 ft-Ib/in
@Diameter 0.125 - 0.125 in
0.952 - 9.99 ft-Ib/in2

English

1000 - 1.00e+18 ohm-cm
100 - 1.00e+15 ohm
0.0100 - 2.00 sec
2.20-2.38

600 - 3560 kV/in
0.0000700 - 0.00300
88.0 - 136 sec

600 V

English

10.0 - 103 pin/in-°F
142 - 356 °F
230 - 239 °F
149 - 257 °F
55.4 - 460 °F
98.6 - 300 °F
95.0 - 316 °F
149 - 430 °F
149 - 430 °F
149 - 430 °F
HB - V-0
24.0 -30.0 %
1.50 - 2.00 %

English

0.200 - 91.0 %
51.0 - 160 %
0.000300 - 2.44 %

English

190 - 608 °F
350 - 525 °F
375-525°F
390 - 525 °F
400 - 470 °F
41.0-176 °F
80.0 - 130 °F
150 - 212 °F
1.00 - 4.00 hour
0.0500 - 1.00 %
400 - 15000 psi
300 - 1200 psi
24.9 - 150 psi

Comments

Average value: 0.935 g/cc Grade Count:644
Average value: 36.7 % Grade Count:3
Average value: 0.0709 % Grade Count:122
Average value: 0.100 % Grade Count:58
Average value: 0.0100 % Grade Count:6
Average value: 741 um Grade Count:11
Average value: 171000 Grade Count:3

Average value: 0.0126 cm/cm Grade Count:178
Average value: 0.0250 cm/cm Grade Count:5
Average value: 0.0134 cm/cm Grade Count:5

Average value: 26.7 g/10 min Grade Count:740

Average value: 15.1 g/10 min Grade Count:17
Average value: 1.16 % Grade Count:23
Average value: 0.391 % Grade Count:29

Comments

Average value: 97.2 Grade Count:374
Average value: 70.6 Grade Count:61
Average value: 85.5 MPa Grade Count:15
Average value: 33.0 MPa Grade Count:137
Average value: 16.0 MPa Grade Count:1

Average value: 258 % Grade Count:3
Average value: 0.308 N/tex Grade Count:8
Average value: 32.8 MPa Grade Count:683
Average value: 149 % Grade Count:275
Average value: 9.42 % Grade Count:486
Average value: 1.80 GPa Grade Count:180
Average value: 1.46 GPa Grade Count:634
Average value: 0.493 GPa Grade Count:1

Average value: 49.0 MPa Grade Count:51
Average value: 39.3 MPa Grade Count:9
Average value: 1.38 GPa Grade Count:6

Average value: 0.757 GPa Grade Count:10
Average value: 1.20 GPa Grade Count:4

Average value: 8.34 J/cm Grade Count:56

Average value: 10.9 J/cm Grade Count:12

Average value: 2.00 kJ/m? Grade Count:8

Average value: 8.05 J/cm? Grade Count:103
Average value: 4.08 J/cm?2 Grade Count:90

Average value: 1.26 J/cm?2 Grade Count:80
Average value: 0.323 J/cm? Grade Count:71

Average value: 10.3 J Grade Count:59
Average value: 20.2 J Grade Count:27

Average value: 20.2 J Grade Count:8
Average value: 20.2 J Grade Count:8

Average value: 10.8 J Grade Count:5
Average value: 0.250 Grade Count:6
Average value: 657 MPa Grade Count:7
Average value: 349 MPa Grade Count:7
Average value: 115 kN/m Grade Count:8
Average value: 31.0 % Grade Count:5
Average value: 70.1 MPa Grade Count:3
Average value: 1910 MPa Grade Count:8
Average value: 0.778 J/cm Grade Count:603
Average value: 0.323 J/cm Grade Count:2

Average value: 0.445 J/cm Grade Count:27
Average value: 1.17 J/cm Grade Count:2

Average value: 1.17 J/cm Grade Count:2
Average value: 4.73 kJ/m2 Grade Count:17

Comments

Average value: 1.51e+17 ohm-cm Grade Count:85
Average value: 1.44e+14 ohm Grade Count:73
Average value: 0.372 sec Grade Count:5

Average value: 2.30 Grade Count:64

Average value: 127 kV/mm Grade Count:65
Average value: 0.000410 Grade Count:61
Average value: 104 sec Grade Count:3

Average value: 600 V Grade Count:60

Comments

Average value: 114 pm/m-°C Grade Count:109
Average value: 159 °C Grade Count:129
Average value: 111 °C Grade Count:5
Average value: 78.4 °C Grade Count:27
Average value: 102 °C Grade Count:593
Average value: 64.4 °C Grade Count:207
Average value: 118 °C Grade Count:212
Average value: 140 °C Grade Count:6
Average value: 140 °C Grade Count:6
Average value: 140 °C Grade Count:6
Grade Count:71

Average value: 26.3 % Grade Count:6
Average value: 1.59 % Grade Count:7

Comments

Average value: 33.9 % Grade Count:43
Average value: 87.7 % Grade Count:10
Average value: 0.426 % Grade Count:10

Comments

Average value: 206 °C Grade Count:91
Average value: 211 °C Grade Count:18
Average value: 217 °C Grade Count:22
Average value: 227 °C Grade Count:18
Average value: 225 °C Grade Count:17
Average value: 43.2 °C Grade Count:54
Average value: 40.6 °C Grade Count:4
Average value: 78.6 °C Grade Count:19
Average value: 2.48 hour Grade Count:25
Average value: 0.620 % Grade Count:15
Average value: 56.9 MPa Grade Count:27
Average value: 5.17 MPa Grade Count:6
Average value: 0.603 MPa Grade Count:10
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Polycarbonate, Impact

Physical Properties

Density
M|

Water Absorption

Moisture Absorption at Equilibrium
Water Absorption at Saturation
Linear Mold Shrinkage

Linear Mold Shrinkage, Transverse
Melt Flow

Mechanical Properties

Hardness, Rockwell M
Hardness, Rockwell R
Tensile Strength, Ultimate
Tensile Strength, Yield
Elongation at Break
Elongation at Yield
Modulus of Elasticity
Flexural Modulus

Flexural Yield Strength
1zod Impact, Unnotched
LIJCljharpy Impact Unnotched

Gardner Impact
Dart Drop, Total Energy
Falling Dart Impact

Puncture Energy

1zod Impact, Notched
M|

E

Electrical Properties

Electrical Resistivity
Surface Resistance
Dielectric Constant
Dielectric Strength
Dissipation Factor
Comparative Tracking Index

Thermal Properties

CTE, linear

CTE, linear, Transverse to Flow
Specific Heat Capacity

Thermal Conductivity

Deflection Temperature at 0.46 MPa (66
psi)

Deflection Temperature at 1.8 MPa (264
psi)

Vicat Softening Point

UL RTI, Electrical

UL RTI, Mechanical with Impact

UL RTI, Mechanical without Impact
Flammability, UL94

Oxygen Index

Glow Wire Test

Optical Properties

Transmission, Visible

Processing Properties
Processing Temperature
Rear Barrel Temperature
Middle Barrel Temperature
Front Barrel Temperature
Nozzle Temperature
Mold Temperature
Ejection Temperature
Injection Velocity
Drying Temperature
Dry Time
Moisture Content
Dew Point
Injection Pressure
Back Pressure
Screw Speed

Metric

1.02 - 1.23 glcc

1.02 - 1.02 g/cc
@Temperature 280 - 300 °C
0.120 - 0.400 %

0.120 - 0.340 %

0.350 %

0.00500 - 0.00900 cm/cm
0.00600 - 0.00900 cm/cm
5.00 - 35.0 g/10 min

Metric

53.0-71.0

117 -122

51.7 - 66.0 MPa

49.6 - 68.0 MPa

10.0- 130 %
4.80-10.0%

2.00 - 2.60 GPa

1.96 - 2.43 GPa

68.9 - 98.0 MPa

5340 J/icm - NB

NB

NB - NB

@Temperature -30.0 - -30.0 °C
36.0-36.2J
39.3-57.0J

59.6561 - 59.6561 J
@Temperature -28.9 - -28.9 °C
50.0 - 55.0J

55.0 - 60.0 J
@Temperature -30.0 - -30.0 °C
3.20 - 8.30 J/cm

3.74 - 5.34 J/cm
@Temperature -50.0 - -17.8 °C
0.900 - 5.34 J/icm
@Temperature -40.0 - 0.000 °C

0.900 - 5.34 J/cm

@Thickness 3.17 - 3.20 mm

Metric

10.0 - 6.00e+16 ohm-cm
10000 - 1.00e+15 ohm
2.80-3.20

24.0 - 35.0 kV/mm
0.000400 - 0.0120

180 - 250 V

Metric

65.0 - 70.2 pm/m-°C
68.4 - 70.0 pm/m-°C
1.70-1.77 Jig-°C
0.173 - 0.214 W/m-K
105-142°C

96.0- 138 °C

110-155°C
75.0-125°C
75.0-115°C
75.0-125°C

HB - 5VA
26.0-36.9 %
750 - 960 °C

Metric
0.000 - 90.0 %

Metric
230-332°C
230-293 °C
235-304 °C
240 - 316 °C
260 - 293 °C
40.0 - 120 °C

130 °C
200 mm/sec
70.0-124°C

3.00 - 5.00 hour
0.0200 %
-28.9--17.8°C
68.9 - 138 MPa
0.300 - 1.21 MPa
40.0 - 75.0 rpm

English

0.0368 - 0.0444 Ib/in3
0.0368 - 0.0368 Ib/in3
@Temperature 536 - 572 °F
0.120 - 0.400 %
0.120-0.340 %

0.350 %

0.00500 - 0.00900 infin
0.00600 - 0.00900 infin
5.00 - 35.0 g/10 min

English

53.0-71.0

117 -122

7500 - 9570 psi

7200 - 9860 psi

10.0- 130 %
4.80-10.0%

290 - 377 ksi

284 - 352 ksi

10000 - 14200 psi
10000 ft-Ib/in - NB

NB

NB - NB

@Temperature -22.0 - -22.0 °F
26.6 - 26.7 ft-lb

29.0 - 42.0 ft-Ib

44.0001 - 44.0001 ft-Ib
@Temperature -20.0 - -20.0 °F
36.9 - 40.6 ft-Ib

40.6 - 44.3 ft-lb
@Temperature -22.0 - -22.0 °F
6.00 - 15.5 ft-Ib/in

7.01 - 10.0 ft-Ibfin
@Temperature -58.0 - 0.000 °F
1.69 - 10.0 ft-lb/in
@Temperature -40.0 - 32.0 °F

1.69 - 10.0 ft-Ib/in
@Thickness 0.125 - 0.126 in

English

10.0 - 6.00e+16 ohm-cm
10000 - 1.00e+15 ohm
2.80-3.20

610 - 889 kV/in
0.000400 - 0.0120

180 - 250 V

English

36.1 - 39.0 pin/in-°F

38.0 - 38.9 pin/in-°F

0.406 - 0.423 BTU/Ib-°F
1.20 - 1.49 BTU-in/hr-ft2-°F
221-288 °F

205 - 280 °F

230-311°F
167 - 257 °F
167 - 239 °F
167 - 257 °F
HB - 5VA

26.0 - 36.9 %
1380 - 1760 °F

English
0.000 - 90.0 %

English

446 - 630 °F
446 - 560 °F
455 - 580 °F
464 - 600 °F
500 - 560 °F
104 - 248 °F
266 °F

7.87 in/sec

158 - 255 °F
3.00 - 5.00 hour
0.0200 %

-20.0 - 0.000 °F
10000 - 20000 psi
43.5 - 175 psi
40.0 - 75.0 rpm

Comments

Average value: 1.19 g/cc Grade Count:38
Average value: 1.02 g/cc Grade Count:6

Average value: 0.272 % Grade Count:16
Average value: 0.151 % Grade Count:10
Average value: 0.350 % Grade Count:4
Average value: 0.00630 cm/cm Grade Count:30
Average value: 0.00742 cm/cm Grade Count:6
Average value: 15.0 g/10 min Grade Count:32

Comments

Average value: 59.0 Grade Count:3
Average value: 119 Grade Count:7
Average value: 57.5 MPa Grade Count:15
Average value: 58.0 MPa Grade Count:31
Average value: 81.8 % Grade Count:29
Average value: 6.11 % Grade Count:15
Average value: 2.21 GPa Grade Count:16
Average value: 2.18 GPa Grade Count:27
Average value: 85.5 MPa Grade Count:24
Grade Count:3

Grade Count:13

Grade Count:6

Average value: 36.2 J Grade Count:5
Average value: 49.1 J Grade Count:3
Average value: 59.7 J Grade Count:1

Average value: 52.5 J Grade Count:6
Average value: 57.5 J Grade Count:6

Average value: 6.59 J/cm Grade Count:28
Average value: 3.70 J/cm Grade Count:5

Average value: 3.70 J/cm Grade Count:5

Average value: 3.70 J/cm Grade Count:5

Comments

Average value: 7.34e+15 ohm-cm Grade Count:14
Average value: 7.47e+14 ohm Grade Count:14
Average value: 3.06 Grade Count:9

Average value: 32.2 kV/mm Grade Count:10
Average value: 0.00590 Grade Count:8

Average value: 226 V Grade Count:9

Comments

Average value: 68.7 pum/m-°C Grade Count:12
Average value: 69.8 pm/m-°C Grade Count:8
Average value: 1.72 J/g-°C Grade Count:8
Average value: 0.180 W/m-K Grade Count:8
Average value: 131 °C Grade Count:22

Average value: 124 °C Grade Count:34

Average value: 145 °C Grade Count:21
Average value: 90.0 °C Grade Count:4
Average value: 87.5 °C Grade Count:4
Average value: 90.0 °C Grade Count:4
Grade Count:25

Average value: 31.0 % Grade Count:8

Average value: 798 °C Grade Count:4

Comments

Average value: 59.3 % Grade Count:3

Comments

Average value: 287 °C Grade Count:21
Average value: 261 °C Grade Count:11
Average value: 270 °C Grade Count:11
Average value: 279 °C Grade Count:11
Average value: 278 °C Grade Count:3
Average value: 82.0 °C Grade Count:18
Average value: 130 °C Grade Count:6
Average value: 200 mm/sec Grade Count:6
Average value: 114 °C Grade Count:12
Average value: 3.57 hour Grade Count:7
Average value: 0.0200 % Grade Count:3
Average value: -21.5 °C Grade Count:3
Average value: 97.7 MPa Grade Count:3
Average value: 0.711 MPa Grade Count:6
Average value: 60.0 rpm Grade Count:3
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IE 59 U3

Polietileno de alta densidad IE 59 U3

Descripcion:

La resina IE-59 U3 es un polietileno de alta densidad, homopolimero, producida por el proceso de
solucidn, para moldeo por inyeccion. Confiere a los productos alta resistencia al impacto y buena
rigidez, y asocia buena capacidad de procesamiento con resistencia al pandeo. Contiene aditivo
antioxidante y estabilizador de luz.

Aplicaciones:

Moldeo por inyeccidon de cajas para pescado y partes técnicas de grandes dimensiones, que
requieran alta resistencia mecanica y permanezcan expuestas a la intemperie. Indicada también
para la producciéon de baldes industriales, contenedores de residuos, cajas de botellas, cajas en
general y cascos protectores.

Condiciones de procesamiento:

El polietileno de alta densidad IE-59 U3 ha sido desarrollada para ser inyectada en condiciones
similares a las de los otros polietilenos de alta densidad con la misma fluidez.

Rango de temperatura recomendado: 160 a 230 °C.

Propiedades de control:

Indice de fluidez (190 °C/2,16 kg) D-1238 g/10 min 5,0
Densidad D-792 g/cm? 0,959
Distribucién del peso molecular Braskem (1) - Estrecha
Longitud de flujo Braskem (1) cm 18

Propiedades tipicas:
Propiedades de referencia de la placa?@

Resistencia a la traccién de D-638 MPa 28
escurrimiento

Tension de rotura D-638 MPa 26
Mddulo de flexién D-790 MPa 1200
Dureza D-2240 Shore D 57
Resistencia al impacto Izod D-256 J/m 85
Resistencia a la rotura bajo tension D-1693-B h/50%F 3
ambiental’

Temperatura de deflexion térmica D-648 oC 74
(0,45 MPa)

Temperatura de reblandecimiento D-1525 oC 129
Vicat

Elongacion maxima D-882 % >1000
Elongacién de escurrimiento D-882 % 12

(a) Placa moldeada por compresion por el método ASTM D-1928, procedimiento C.
(b) Condiciones: 10% de Igepal, placa de 2 mm con entalladura de 0,3 mm, a 50 °C.
(DM = direccién de la extrusion y DT = direccion transversal a la extrusion).

(1) Método Braskem - Disponible en la Gerencia de Desarrollo y Asistencia Técnica





Ficha técnica

B ras ke m Rev. 2 - mayo 2007

IE 59 U3

Observaciones finales:

1.

2.

La resina IE-59 U3® cumple con el articulo 177.1520 de la norma 21CFR de la F.D.A. de los Estados Unidos de América, titulada
«Polimeros Olefinicos», vigente a la fecha de publicacion de esta especificacion.

Esta resina cuenta con certificacion de analisis de orientacién para uso en contacto con alimentos, emitida por el instituto
Adolfo Lutz.

Braskem se reserva el derecho de, en cualquier momento, modificar o interrumpir la produccién de cualquiera de los materiales
descritos.

La informacion contenida en esta ficha cancela la emitida previamente sobre este producto.

En caso de aplicaciones diferentes a las especificadas en este catdlogo de productos, se debe consultar previamente al equipo
técnico de Braskem.

Las resinas Braskem no contienen aditivos compuestos por metales u otras substancias que promueven la oxi degradacion.
Dichos aditivos y la descomposicion y fragmentacion de resinas causada por la accion de la oxi degradacion comprometen la
aprobaciéon de la resina con relacion a los requisitos de la Resolucion 105/99 de la ANVISA. El uso de estos aditivos no
garantiza el correcto desempefio del producto descrito en este documento.

Braskem no recomienda el uso de este producto para la fabricacion de envases, piezas o cualquier otro tipo de producto usado
para almacenar o estar en contacto con soluciones parenterales, o que tengan contacto con el interior del cuerpo humano.
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