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Abstract 

 

Tissue engineering applications rely on scaffolds that during its service life, either for in-vivo or 

in vitro applications, are under mechanical solicitations. The variation of the mechanical 

condition of the scaffold is strongly relevant for cell culture and has been scarcely addressed. 

Fatigue life cycle of poly-ε-caprolactone, PCL, scaffolds with and without fibrin as filler of the 

pore structure were characterized both dry and immersed in liquid water. It is observed that the 

there is a strong increase from 100 to 500 in the number of loading cycles before collapse in the 

samples tested in immersed conditions due to the more uniform stress distributions within the 

samples, the fibrin loading playing a minor role in the mechanical performance of the scaffolds.  
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Introduction 

Tissue engineering has arisen as a therapy for regenerating damaged or diseased tissues. The 

most common strategy relies in the use of three-dimensional (3D) scaffolds, in combination with 

a cell source and signaling factors (Nerem, 2007). The scaffold  should provide the architecture 

to guide new tissue formation, allowing cell-cell and cell-matrix interactions (Chen et al., 2013). 

In order to achieve this purpose scaffold morphology should have a geometry of interconnected 

pores to allow cell seeding, proliferation, extracellular matrix (ECM) formation, diffusion of 

physiological nutrients and removal of metabolic waste products (Mikos et al., 1993). 

Scaffold mechanical properties are an important issue concerning tissue and biomedical 

engineering, as in addition to protect the cells when their extracellular matrix is still not 

developed, they regulate the biomechanical environment that offers stimulatory cues providing a 

better integration with the surrounding tissue. In particular in the regeneration of musculoskeletal 

tissues, like cartilage and bone, supported loads provide cues for the right gene expression and 

synthesis of ECM (Huang et al., 2010b; Kelly and Jacobs, 2010; McCullen et al., 2010; Riehl et 

al., 2012). 

Polymer materials with a wide range of mechanical stiffness and viscoelastic properties can be 

prepared and polymer scaffolds can be designed to match the mechanical properties of living 

musculoskeletal tissues (Puppi et al., 2010). The evolution of mechanical properties of scaffold-

cells culture during culture, due to the formation of synthetized ECM is an important parameter 

characterizing  cell growth and  differentiation (Khatiwala et al., 2006). The right production of 

ECM in vitro might require to perform culture under dynamic loading conditions. This has been 

performed by the  development of a broad plethora of bioreactors which induce mechanical 

stimulus in different ways, such as confined or unconfined compression and hydrostatic pressure, 

among others (Knecht et al., 2006; Schulz and Bader, 2007; Wong M Fau - Carter and Carter, 

2003). It was found that cyclic applications of these stimuli generally produce higher 

differentiation responses due to a cascade of signaling events that has been called 

mechanotransduction (Chen et al., 2009; De Croos et al., 2006; Huang et al., 2010a; 

Mahmoudifar and Doran, 2010).  

Prediction of the mechanical behavior, ultimate properties and fatigue resistance of a polymer 

scaffolds implanted in the host tissue is an important issue that has been addressed insufficiently 
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in the literature. The properties of the dry scaffold are not representative of that of the scaffold 

with the pores filled by a growing tissue or simply by a fluid. In dry scaffolds, mechanical 

properties mainly depend on its inner morphology, in particular pore size, geometry and 

interconnectivity (Spiller et al., 2008).  However, in the scaffold immersed in a liquid medium 

other factors can influence the mechanical properties as well, such as the hydrodynamics and 

permeability inside the scaffold. Since compressibility of water is low, any factor limiting water 

permeation through the material is expected to increase apparent scaffold stiffness, in particular 

under cyclic loading, which means that the influence of liquid media, such as cell culture 

medium cannot be disregarded. Nevertheless, to our knowledge, only few investigations deal 

with the description of the mechanical behavior of polymer scaffolds under liquid environment 

(Blasi et al., 2005; Hutmacher et al., 2001) and none under cyclic loading in aqueous media. 

The resistance of the material to mechanical  fatigue can be influenced by several factors such as 

mechanical loading history, environmental conditions, polymer composition and to certain 

aspects of stress-strain constitutive behavior (Mars, 2004). Several mathematical models firstly 

developed to predict metallic materials and composites during load-recovery cycles such as 

Coffin–Manson, Smith-Watson-Topper (SWT) or Morrow models (Ince and Glinka, 2011). 

Coffin-Manson model is based on the plastic strain range measured by subtracting the elastic 

strain range from the total strain range from the middle of the mechanical hysterics loop ( ), 

while SWT model assumes that the fatigue life cycle for any situation of mean stress depends on 

the product of the maximum stress ( ) and   (Bourago et al., 2011). Moreover, Morrow 

developed a model to predict fatigue life cycle of metals based on the plastic strain energy 

density that can be physically interpreted as the distortion energy associated to the change in 

shape of a volume element and can be related to failure, in particular under conditions of ductile 

behavior (Morrow, 1965). 

Two failure regimes can be identified in thermoplastic materials: the low regime cycle, where the 

material fails after a low number of cycles and is the main failure mechanism is heat generate 

during the load-recovery cycle and is called the thermally dominated domain. The second regime 

occurs at high stress and the high cycle regime at low stress, where the polymer can hold out a 

large number of cycles before failure. In this regime, the observed materials failure is britle of 
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nature and only litle energy dissipation is found in the hysteresis loops and is called 

mechanically dominated domain (Janssen et al., 2008). 

Glassy polymers such polycarbonate, poly(methyl methacrylate) or poly(vinyl chloride) as well 

as semicrystalline polymers like poly(tetrafluorethylene), poly(oxymethylene) or high density 

polypropylene, has been reported that failure is due to the thermally dominated domain (Janssen 

et al., 2008). Fu et al. (Fu et al., 2013) reported that compressive strength of bioactive scaffolds 

decreases with the porosity increase present in the samples. Moreover, fatigue performance of 

bovine bone during cyclic loading results in a reduction of the elastic modulus and accumulation 

of residual strain leading to a progressive reduction of fatigue life with increasing stress levels  

(Ganguly et al., 2004).  

Scaffold testing in conditions that simulate in some extent the situation during cell culture seems 

therefore to be an important issue for a correct interpretation of stress transmission to the cells 

cultured in bioreactors. 

In vivo  ECM provides generally mechanical resistance by the capability of ECM components of 

retaining water, articular cartilage being a good example (Schulz and Bader, 2007). This 

phenomenon will appear as well in cells cultured in vitro inside the pores of the scaffold, seeded 

alone or encapsulated in fibrin, collagen and others (Lee and Mooney, 2001). In the present 

work, fatigue life cycle of a poly-ε-caprolactone, PCL, scaffold with and without fibrin as filler 

of the pore structure was characterized both dry and immersed in liquid water; in order to 

provide some insight in the fatigue behavior of the scaffolds for application in cell cultures under 

dynamic loading. 

 

Materials and methods 

Materials: Poly-ε-caprolactone (PCL, molecular weight of 43-50 kDa) and dioxan were 

purchased from Sigma-Aldrich. Poly(ethyl methacrylate) (PEMA - Elvacite 2043)  in the shape 

of spheres with mean diameter of 200 m was purchased from Lucite. Fibrinogen from human 

plasma 50-70% protein (≥80% of protein is clottable) and thrombin from human 

plasma lyophilized powder, ≥2,000 NIH units/mg protein (E1%/280, 18.3) were purchased from 

Sigma-Aldrich and glutaraldehyde (50 % H2O) was purchased from Panreac. 
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Sample preparation: PCL was dissolved in dioxan (25% w/v) and this solution was mixed with 

PEMA microspheres (1:1 w/w). Then, the mixture was placed in Teflon Petri dishes and 

submerged in liquid nitrogen for a minute. Dioxan was extracted from the frozen plates with 

ethanol at - 20 ⁰C for three days, changing ethanol every day. Porogen leaching was performed 

in ethanol at 40 ⁰C for one day.  The porous samples were cut into cylinders with 6 mm diameter 

and a thickness of approximately of 2 mm. To achieve a complete removal of the porogen, 

further leaching for each cylinder was performed in ethanol at 40 ºC for nine more days, with 

daily change of ethanol. 

A fibrinogen solution with concentration of 20 μg/ml in saline solution and a thrombin solution 

of 10 U/ml in TBS with 20 mM of CaCl₂ were prepared. Two chromatography syringes with 

beveled needles were prepared containing 20 μl of fibrinogen or thrombin solutions each. 

Finally, both solutions were injected in the PCL scaffold and fibrin was allowed to coagulate for 

1 h at 37 ⁰C and subsequently kept in distilled water for no more than 24 hours before the tests. 

 

Characterization: Sample overall porosity, , was calculated by weighing the scaffolds after 

complete filling the pores with ethanol. The sample was sealed in a container under high vacuum 

in which ethanol was injected. Porosity was determined by: 

 

 

 

 

 

 

 

                                                              (1) 

 

where  is the dry weight of the sample,   the weight with the sample filled in ethanol,  

the volume of pores,  the volume occupied by the polymer and  g/cm3
 and 

 g/cm3
 are the densities of ethanol and PCL at room temperature. Porosity values 

are the average of 5 measurements. 
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Sample microstructure was assessed by scanning electron microscopy. PCL filled with fibrin was 

fixed with a 2.5% glutaraldehyde (GA) solution for 1 h at 4 ⁰C. CryoSEM was performed in a 

JEOL JSM-5410 equipment. Water was sublimated at 5 kV, -50 ⁰C for 20 min, and carbon-

sputtered inside SEM chamber before analyses. PCL pristine samples were coated with a thin 

gold layer using a sputter coating (Polaron, model SC502) and their morphology was analyzed 

using aforementioned equipment. 

Mechanical experiments were performed on cylindrical samples with 6 mm diameter and a 

height of ~2 mm  in a Shimadzu AG-IS universal testing machine in compression mode at a test 

velocity of 1 mm.min-1 and at room temperature (~25 ºC). In fatigue experiment, samples were 

submitted at a compressive-strain cycle load up to 1000 cycles (or until material reaches the 

plastic plateau) at a strain of 15%. Strain deformation was measured by machine cross-head 

displacement and mechanical stress and strain parameters were obtained on an average of five 

measurements. The mechanical experiments were performed in dry PCL samples and in PCL and 

PCL filled with fibrin samples immersed in deionized water. Samples uptake was performed 

through the injection of water with the help of a chromatography syringe with beveled needles, 

in a similar process of fibrin filling described above. In order to ensure the maximum uptake, 

samples were immersed in a water bath and placed in chamber (Vacuum-Temp from Selecta) 

under vacuum conditions (10-2 mmHg) until the sample drops to the bottom of the bath, and only 

these samples were submitted to the mechanical experiments.        

 

 Results and Discussion 

The pore architecture of the PCL scaffolds consists in a double porosity: macropores obtained 

with the porogen spheres with diameters in the order of 200 microns and pores in the order of 

few microns produced by the freeze extraction technique (Figure 1) that interconnect the bigger 

ones. This double pore structure allows producing scaffolds with quite high porosity that have 

been previously proposed for cartilage and bone engineering (Gamboa-Martínez et al., 2011; Izal 

et al., 2012; Santamaría et al., 2012). Microporosity favors permeability of the scaffold to 

nutrients and waste products of cell metabolism and can be used to retain different active 

components (Deplaine et al., 2010; Lebourg et al., 2010a; Lebourg et al., 2010b). Nevertheless, 
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the apparent stiffness of the scaffold becomes significantly smaller than in similar sponges 

lacking microporosity, also used in cartilage engineering (Martinez-Diaz et al., 2010; Olmedilla 

et al., 2012). 

 

Figure 1 –  

 

These samples with and without fibrin were submitted to cyclic mechanical loading under 

compressive mode up to a 15% strain, which is a typical deformation in experiments with 

bioreactors for chondrogenic differentiation (Appelman et al., 2009; Michalopoulos et al., 2012; 

Nicodemus and Bryant, 2008). Stress-strain curves in 10 consecutive loading-unloading cycles 

are shown in Figure 2a for the dry sample. The difference between the first and second cycle 

indicates that some of the PCL trabeculae suffer permanent deformation during the first 

compression ramp. In successive cycles, the continuous increase of irreversible processes leading 

to permanent deformation is reflected in a slight decrease of the maximum stress reached in each 

stress-strain loop (Figure 2c) and in the continuous narrowing of the mechanical hysteresis cycle. 

It is also worth noticing that dry sample microstructure suffers slightly changes after a few load-
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recover cycles, being the porous structure more compact (figure 1a and b) and in the case of the 

PCL filled with fibrin and measured immersed in water, the fibrin fibrillar structure is destroyed 

(figure 1 c and d). Macropores partially collapse although an interconnected pore structure still 

remains, with the open macropores presenting a more oval shape. The micropore structure, on 

the other hand, do not seems to be affected (see the inset in Figure 2b) in this situation. 

PCL is quite hydrophobous with a contact angle of ~ 92º (Little et al., 2009) and filling the pores 

of the sponge with water requires the application of high vacuum to extract completely air from 

the micropores before introducing water. Simultaneous injection of fibrinogen and thrombin 

solutions into the pores and further coagulation allows producing a fibrin gel homogeneously 

distributed in the whole pore volume. This gel has a nanofibrillar structure, as observed in 

CryoSEM (Figure 2c) after sublimating the water from the sample. Filling the pores with fibrin 

facilitates water diffusion through the scaffold. 

The mechanical behavior of the samples immersed in water is quite different to the one obtained 

for dry  PCL scaffolds. Dry samples has a maximum stress almost two times higher than 

immersed ones, this behavior is probably related to the small amount of water absorbed by the 

PCL polymer (Olmedilla et al., 2012) that consequently act as plasticizer, contributing for 

material softening (figure 2c).  

The shape of the stress-strain plot reveals a larger curvature of the recovery data up to zero strain 

with respect to the dry sample, indicating a lower permanent deformation and lower contribution 

of viscoelastic effect (figure 2 a and b). This fact is supported by the SEM images shown in 

Figure 1d, presenting the macropores nearly unaffected by the mechanical compression 

experiment. After 10 loading-unloading cycles it was observed that the fibrin starts to lose its 

characteristic fibrillar structure, suggesting a weak bonding between the fibrin and the PCL 

scaffold (Figure 1d). The small but continuous decrease of the maximum stress in the successive 

load-recovery cycles is also apparent in the samples tested in immersion (Figure 2c). 

 

Figure 2 –  
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Morrow Energy Model: Plastic Strain Energy Density–Life Model 

The plastic strain energy density can be physically interpreted as distortion energy associated to 

the change in shape of a volume element and related to permanent deformation, particularly 

under conditions of ductile behavior. It can be evaluated as the inner area ( ) of the stress-

strain hysteresis loop for a compressive experiments. Morrow’s model describes fatigue behavior 

in terms of the plastic strain energy density (Kanchanomai and Mutoh, 2004): 

                                                                            (2) 

where,  is the overall equivalent behavior similar to plastic strain energy density,  is the 

fatigue life, and  and  are the fatigue exponent and coefficient, respectively.  

Mechanical behavior obtained for dry PCL and immersed PCL with fibrin samples submitted to 

compressive strain load is presented in figure 3. The plot of Figure 3, shows that Morrow’s 

model can predict with accuracy the decrease of the overall equivalent behavior similar to plastic 

strain energy of PCL scaffolds at least up to 100 deformation cycles. The experimental results 

were fitted to equation (2) to characterize material behavior to the mechanical cycle loading 

before collapse of the samples. The calculated lines are also represented in Figure 3 together with 

the experimental data and fitting parameters are presented in table 1. It is observed a general 

decrease of the fatigue exponent and coefficient for the samples immersed in deionized water 

with and without fibrin with respect to the sample tested under dry conditions (table 1). 

Moreover, the  value found for the immersed PCL and immersed PCL with fibrin are quite 

similar, which suggests that the main contribution for samples mechanical performance is given 

by water. Deviation from the straight line predicted by Morrow’s equation is considered the 

fatigue failure criterion (Kanchanomai and Mutoh, 2004). It was observed that dry PCL stops to 

follow the mechanical loading cycle after 100 cycles, which means that the sample takes more 

time to recover to the initial position ( = 0 %)  then the uncompressing loading speed. Finally, 

samples that were immersed in water (with and without fibrin) seems to deviate from Morrow’s 

straight line after 500 cycles each means that the polymer scaffold reached to the plastic plateau, 

giving origin to a permanent material deformation. This behavior reflects the relevant role of the 
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aqueous filling in the of PCL scaffolds mechanical behavior, promoting a homogeneous 

distribution of the applied mechanical stress and diminishing stress concentration in the PCL 

trabeculae and work as a plasticizer,  hich is the main reason for the premature collapse of the 

dry scaffold.  

 

Figure 3 –  

 

Table 1:  

 

Based on the experimental data and in the fitting parameters obtained from Morrow’s model 

(table 1), mechanical performance to mechanical cycle behavior was calculated and compared to 

the experimental results. The calculated number of cycles to reach scaffolds plastic deformation 

for the different samples are plotted vs the experimental load-recovery cycles (figure 4). In this 

figure, perfect correlation would be represented by data points lying on the solid diagonal line, 

and when the experimental data deviates more than 10 % from the theoretical line (Morrow’s 

model prediction) (Kanchanomai and Mutoh, 2004). It is clear from figure 4 that Morrow´s 

mathematical model can successfully predict the load recovery cycles behavior of dry and 

immersed PCL specimens, with and without fibrin. Further, it is possible to observe that the main 

contribution for the increase of number of cycles before permanent deformation of PCL scaffolds 

is due to the presence of water that occupies the scaffolds, promoting a uniform distribution of 

the applied stress along the sample and not only localized in the trabeculae PCL and work as a 

plasticizer. When the porous scaffold is filled with air, local distribution of the stress mainly in 

the sample walls occurs and due to the porous nature of the scaffolds and the different geometry 

and dimensions of the pore walls (figure 1), a heterogeneous distribution of the applied 

mechanical stress occurs that leads to the collapse of the structure after 100 cycles, whereas for 

the sample immersed in water, mechanical stability is strongly increases up to 500 cycles. Is the 

balance between the homogeneous distribution of the mechanical stress and the plasticizer effect 

promoted by water that are in the origin of better mechanical performance of PCL scaffolds.  
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Finally, fibrin is commonly used as an extracellular matrix and in this work, the use of fibrin was 

to ensure the effect of this material in the mechanical performance of PCL scaffolds. It was 

observed that fibrin does not have a strong bonding to the scaffold and acts mainly as a 

plasticizer, especially for first cycles, contributing for sample softening.     
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Figure 4 – 

 

Conclusions 

The mechanical stability of the scaffold is strongly important for tissue engineering applications 

and, in particular, in situations in which mechanical solicitations are applied. Fatigue life cycle of 

poly-ε-caprolactone scaffolds has been studied both with and without fibrin as filler of the pore 

structure and under dry and immersed in liquid water conditions. It has been proven that collapse 

of the samples occur after 100 cycles under dry conditions and the number of cycles increase to 

500 i in the samples tested in immersed conditions. This fact is due to the more uniform stress 

distributions within the samples when the samples filled with water. It is also observed that the 

fibrin loading does not play a relevant role in the mechanical performance of the scaffolds.  

 

http://www.sciencedirect.com/science/article/pii/S1751616113002427


http://www.sciencedirect.com/science/article/pii/S1751616113002427 

 

12 

 

Acknowledgments 

This work is funded by FEDER funds through the "Programa Operacional Factores de 

Competitividade – COMPETE" and by national funds arranged by FCT- Fundação para a 

Ciência e Tecnologia, project references NANO/NMed-SD/0156/2007, PTDC/CTM-

NAN/112574/2009 and PEST-C/FIS/UI607/2011. The authors also thank support from the 

COST Action MP1003, 2010 ‘European Scientific Network for Artificial Muscles’. JAP and VS 

thank the FCT for the SFRH/BD/64586/2009/ and SFRH/BPD/63148/2009 grants, respectively. 

JLGR acknowledge the support of the Spanish Ministry of Science and Innovation through 

project No. MAT2010-21611-C03-01 (including the FEDER financial support). CIBER-BBN is 

an initiative funded by the VI National R&D&i Plan 2008-2011, Iniciativa Ingenio 2010, 

Consolider Program, CIBER Actions and financed by the Instituto de Salud Carlos III with 

assistance from the European Regional Development Fund. 

 

 

References 

Appelman, T.P., Mizrahi, J., Elisseeff, J.H., Seliktar, D., 2009. The differential effect of scaffold 

composition and architecture on chondrocyte response to mechanical stimulation. Biomaterials 

30, 518-525. 

Blasi, P., D'Souza, S.S., Selmin, F., DeLuca, P.P., 2005. Plasticizing effect of water on 

poly(lactide-co-glycolide). Journal of controlled release : official journal of the Controlled 

Release Society 108, 1-9. 

Bourago, N.G., Zhuravlev, A.B., Nikitin, I.S., 2011. Models of multiaxial fatigue fracture and 

service life estimation of structural elements. Mech. Solids 46, 828-838. 

Chen, A., Chitta, R., Chang, D., Amanullah, A., 2009. Twenty-four well plate miniature 

bioreactor system as a scale-down model for cell culture process development. Biotechnol 

Bioeng 102, 148-160. 

Chen, Q., Liang, S., Thouas, G.A., 2013. Elastomeric biomaterials for tissue engineering. 

Progress in Polymer Science 38, 584-671. 

http://www.sciencedirect.com/science/article/pii/S1751616113002427


http://www.sciencedirect.com/science/article/pii/S1751616113002427 

 

13 

 

De Croos, J.N., Dhaliwal, S.S., Grynpas, M.D., Pilliar, R.M., Kandel, R.A., 2006. Cyclic 

compressive mechanical stimulation induces sequential catabolic and anabolic gene changes in 

chondrocytes resulting in increased extracellular matrix accumulation. Matrix biology : journal 

of the International Society for Matrix Biology 25, 323-331. 

Deplaine, H., Ribelles, J.L.G., Ferrer, G.G., 2010. Effect of the content of hydroxyapatite 

nanoparticles on the properties and bioactivity of poly(l-lactide) – Hybrid membranes. 

Composites Science and Technology 70, 1805-1812. 

Fu, Q., Saiz, E., Rahaman, M.N., Tomsia, A.P., 2013. Toward Strong and Tough Glass and 

Ceramic Scaffolds for Bone Repair. Advanced Functional Materials, n/a-n/a. 

Gamboa-Martínez, T.C., Gómez Ribelles, J.L., Gallego Ferrer, G., 2011. Fibrin coating on poly 

(L-lactide) scaffolds for tissue engineering. Journal of Bioactive and Compatible Polymers 26, 

464-477. 

Ganguly, P., Moore, T.L.A., Gibson, L.J., 2004. A Phenomenological Model for Predicting 

Fatigue Life in Bovine Trabecular Bone. Journal of Biomechanical Engineering 126, 330-339. 

Huang, A.H., Farrell, M.J., Kim, M., Mauck, R.L., 2010a. Long-term dynamic loading improves 

the mechanical properties of chondrogenic mesenchymal stem cell-laden hydrogel. European 

cells & materials 19, 72-85. 

Huang, A.H., Farrell, M.J., Mauck, R.L., 2010b. Mechanics and mechanobiology of 

mesenchymal stem cell-based engineered cartilage. J Biomech 43, 128-136. 

Hutmacher, D.W., Schantz, T., Zein, I., Ng, K.W., Teoh, S.H., Tan, K.C., 2001. Mechanical 

properties and cell cultural response of polycaprolactone scaffolds designed and fabricated via 

fused deposition modeling. J Biomed Mater Res 55, 203-216. 

Ince, A., Glinka, G., 2011. A modification of Morrow and Smith–Watson–Topper mean stress 

correction models. Fatigue & Fracture of Engineering Materials & Structures 34, 854-867. 

Izal, I., Aranda, P., Sanz-Ramos, P., Ripalda, P., Mora, G., Granero-Molto, F., Deplaine, H., 

Gomez-Ribelles, J.L., Ferrer, G.G., Acosta, V., Ochoa, I., Garcia-Aznar, J.M., Andreu, E.J., 

Monleon-Pradas, M., Doblare, M., Prosper, F., 2012. Culture of human bone marrow-derived 

mesenchymal stem cells on of poly(L: -lactic acid) scaffolds: potential application for the tissue 

engineering of cartilage. Knee surgery, sports traumatology, arthroscopy : official journal of the 

ESSKA. 

http://www.sciencedirect.com/science/article/pii/S1751616113002427


http://www.sciencedirect.com/science/article/pii/S1751616113002427 

 

14 

 

Janssen, R.P.M., de Kanter, D., Govaert, L.E., Meijer, H.E.H., 2008. Fatigue Life Predictions for 

Glassy Polymers: A Constitutive Approach. Macromolecules 41, 2520-2530. 

Kanchanomai, C., Mutoh, Y., 2004. Low-cycle fatigue prediction model for pb-free solder 

96.5Sn-3.5Ag. Journal of Elec Materi 33, 329-333. 

Kelly, D.J., Jacobs, C.R., 2010. The role of mechanical signals in regulating chondrogenesis and 

osteogenesis of mesenchymal stem cells. Birth Defects Res C Embryo Today 90, 75-85. 

Khatiwala, C.B., Peyton, S.R., Putnam, A.J., 2006. Intrinsic mechanical properties of the 

extracellular matrix affect the behavior of pre-osteoblastic MC3T3-E1 cells. American Journal of 

Physiology - Cell Physiology 290, C1640-C1650. 

Knecht, S., Vanwanseele, B., Stussi, E., 2006. A review on the mechanical quality of articular 

cartilage - implications for the diagnosis of osteoarthritis. Clinical biomechanics (Bristol, Avon) 

21, 999-1012. 

Lebourg, M., Suay Anton, J., Gomez Ribelles, J.L., 2010a. Hybrid structure in PCL-HAp 

scaffold resulting from biomimetic apatite growth. Journal of materials science. Materials in 

medicine 21, 33-44. 

Lebourg, M., Suay Antón, J., Gomez Ribelles, J.L., 2010b. Characterization of calcium 

phosphate layers grown on polycaprolactone for tissue engineering purposes. Composites 

Science and Technology 70, 1796-1804. 

Lee, K.Y., Mooney, D.J., 2001. Hydrogels for Tissue Engineering. Chemical Reviews 101, 

1869-1880. 

Little, U., Buchanan, F., Harkin-Jones, E., Graham, B., Fox, B., Boyd, A., Meenan, B., Dickson, 

G., 2009. Surface modification of poly(ε-caprolactone) using a dielectric barrier discharge in 

atmospheric pressure glow discharge mode. Acta Biomater 5, 2025-2032. 

Mahmoudifar, N., Doran, P.M., 2010. Chondrogenic differentiation of human adipose-derived 

stem cells in polyglycolic acid mesh scaffolds under dynamic culture conditions. Biomaterials 

31, 3858-3867. 

Mars, W.V., 2004. Factors that affect the fatigue life of a rubber: a literature survey. Journal of 

Rubber Chemistry and Technology 77, 391-412. 

Martinez-Diaz, S., Garcia-Giralt, N., Lebourg, M., Gomez-Tejedor, J.A., Vila, G., Caceres, E., 

Benito, P., Pradas, M.M., Nogues, X., Ribelles, J.L., Monllau, J.C., 2010. In vivo evaluation of 

http://www.sciencedirect.com/science/article/pii/S1751616113002427


http://www.sciencedirect.com/science/article/pii/S1751616113002427 

 

15 

 

3-dimensional polycaprolactone scaffolds for cartilage repair in rabbits. The American journal of 

sports medicine 38, 509-519. 

McCullen, S.D., Haslauer, C.M., Loboa, E.G., 2010. Musculoskeletal mechanobiology: 

interpretation by external force and engineered substratum. J Biomech 43, 119-127. 

Michalopoulos, E., Knight, R.L., Korossis, S., Kearney, J.N., Fisher, J., Ingham, E., 2012. 

Development of methods for studying the differentiation of human mesenchymal stem cells 

under cyclic compressive strain. Tissue engineering. Part C, Methods 18, 252-262. 

Mikos, A.G., Sarakinos, G., Lyman, M.D., Ingber, D.E., Vacanti, J.P., Langer, R., 1993. 

Prevascularization of porous biodegradable polymers. Biotechnol Bioeng 42, 716-723. 

Morrow, J.D., 1965. Internal Friction, Damping, and Cyclic Plasticity, ASTM-STP 378, 

Philadelphia. 

Nerem, R.M., 2007. Chapter Two - The challenge of imitating nature, in: Robert, L., Robert, L., 

Joseph VacantiA2 - Robert Lanza, R.L., Joseph, V. (Eds.), Principles of Tissue Engineering 

(Third Edition). Academic Press, Burlington, pp. 7-14. 

Nicodemus, G.D., Bryant, S.J., 2008. The role of hydrogel structure and dynamic loading on 

chondrocyte gene expression and matrix formation. Journal of Biomechanics 41, 1528-1536. 

Olmedilla, M.P., Lebourg, M., Ivirico, J.E., Nebot, I., Giralt, N.G., Ferrer, G.G., Soria, J., 

Ribelles, J.G., 2012. In vitro 3D culture of human chondrocytes using modified epsilon-

caprolactone scaffolds with varying hydrophilicity and porosity. Journal of biomaterials 

applications 27, 299-309. 

Puppi, D., Chiellini, F., Piras, A.M., Chiellini, E., 2010. Polymeric materials for bone and 

cartilage repair. Progress in Polymer Science 35, 403-440. 

Riehl, B.D., Park, J.H., Kwon, I.K., Lim, J.Y., 2012. Mechanical stretching for tissue 

engineering: two-dimensional and three-dimensional constructs. Tissue Eng Part B Rev 18, 288-

300. 

Santamaría, V.A., Deplaine, H., Mariggió, D., Villanueva-Molines, A.R., García-Aznar, J.M., 

Ribelles, J.L.G., Doblaré, M., Ferrer, G.G., Ochoa, I., 2012. Influence of the macro and micro-

porous structure on the mechanical behavior of poly(l-lactic acid) scaffolds. Journal of Non-

Crystalline Solids 358, 3141-3149. 

http://www.sciencedirect.com/science/article/pii/S1751616113002427


http://www.sciencedirect.com/science/article/pii/S1751616113002427 

 

16 

 

Schulz, R.M., Bader, A., 2007. Cartilage tissue engineering and bioreactor systems for the 

cultivation and stimulation of chondrocytes. Eur Biophys J 36, 539-568. 

Spiller, K.L., Laurencin, S.J., Charlton, D., Maher, S.A., Lowman, A.M., 2008. Superporous 

hydrogels for cartilage repair: Evaluation of the morphological and mechanical properties. Acta 

Biomater 4, 17-25. 

Wong M Fau - Carter, D.R., Carter, D.R., 2003. Articular cartilage functional histomorphology 

and mechanobiology: a research perspective. Bone 33, 1-13. 

 

 

http://www.sciencedirect.com/science/article/pii/S1751616113002427

