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The paper reports the crucial role of the morphology of poly(3,4-ethylenedioxythiophene) (PEDOT)
nanostructures on the thermal and dielectric properties of polymer blends prepared thereof. PEDOT
nanostructures with two diﬀerent morphologies (nanoparticles and nanowires) were synthesized. The
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size for the nanoparticles was in the range 10–40 nm and the diameter of the nanowires was of ca. 200
nm. These nanostructures were blended with an insulating polymer matrix, poly(methyl methacrylate)
(PMMA), to evaluate the dielectrical properties of the materials. The results of broadband dielectric
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spectroscopy showed a strong correlation between the morphology of the nanostructure and the
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improvement of the electrical properties of the material.

1. Introduction
Most polymers exhibit high electrical resistance and their
conductivity probably results from the presence of ionic impurities.1–3 To improve the conductivity while maintaining the
desired properties attributed to the polymer, the formation of
composites or blends has become a common strategy during
the last two decades.4–7 The combination of the physical and
chemical properties of each component provides a new material, whose properties are determined by the amount, type and
shape of the conductive one.8 Accordingly, the control of
morphology, which includes both dispersion and alignment,
plays a crucial role in the nal properties of the material.9,10
Although most of the investigations about composites and
blends are focused on reinforcement aspects, many other
parameters and property enhancements are being actively
studied. Generally, the optimum properties for composites will
usually require excellent dispersion of the second component.
Nevertheless, it has been observed that the enhancement of the
electrical conductivity is achieved by formation of a continuous
network of the additive through the polymer matrix. In this
case, a hierarchical structure can be desired because it may be
responsible of the percolation pathway needed for an
improvement of electrical conductivity.11
Furthermore, it has been found that conductive properties
can be achieved with very low content of a second component
added to the matrix in the nanometric range.12,13 The reason for
a
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the signicant improvement of the macroscopic properties at
very low additive contents is the very high surface-to-volume
ratio of nanoparticles. With this premise, several matrix/
nanostructure combinations have been studied. In many of
them, poly(methyl methacrylate) (PMMA) is the used matrix.14,15
Indeed, PMMA has been applied as a matrix not only in the
context of conductivity, but also for a wide range of uses,
including optical applications,16 gas sensing,17,18 and coatings.19,20 Although several PMMA-based systems have been
extensively studied, the inuence of the load on the dynamics
and exibility of PMMA remains unclear. In some systems, the
addition of additive nanoparticles produces an increase of the
glass transition temperature, Tg, due to the restriction of chain
mobility caused by the interactions between additive and
matrix.21 In contrast, a decrease in the Tg has also been observed
in other systems.22 The “nano-eﬀect”23 of the additive is related
to the local properties of the matrix, caused, as above
mentioned, by the extremely high surface area of the nanostructure and the small distances between nanoparticles, even
at low loadings. The increase or decrease in the Tg depends on
the specic interactions between both phases. The eﬀect of the
additive is diﬀerent, depending on the type of polymer matrix
and nanometric additive and/or due to diﬀerent preparation/
processing conditions.24,25
Diverse nanollers, such as silica, expanded graphite,
carbon nanotubes, nanoclays, titania and metal nanoparticles,
have been employed to achieve an improvement in the
conductive properties.26–34 However, considering the diﬀerent
results obtained for several nanocomposite systems, a high
number of challenging questions remain unsolved.
Conducting polymeric materials, along with their plastic
properties, possess electrical, magnetic and optical properties
that can be similar to metals. In recent years, the poly(3,4-
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ethylenedioxythiophene) (PEDOT) has attracted much attention
in many applications due to their high electrical properties and
electrochemical stability.11,35,36 The use of PEDOT as a second
component has many advantages, including transparency and
low cost. By varying the synthesis method and processing
conditions, it is possible to control the conductive properties of
the material.37 Due to its properties, PEDOT is an interesting
material to change the electrical properties of composites for
electronic and optoelectronic applications. In this work, cast
lms were prepared by blending PEDOT with PMMA to observe
how the properties of the blends are aﬀected by the morphology
of PEDOT. Two dened PEDOT nanostructures were used:
nanoparticles (NP) and nanowires (NW). We studied the eﬀect
of morphological changes on the conductivity of the polymer
lms, nding an interrelationship between morphology,
thermal stability and conductivity.

2.

Experimental section

Chemicals
3,4-Ethylenedioxythiophene (EDOT, 97%), p-dodecylbenzenesulfonic acid (DBSA, 95%), iron(III) p-toluenesulfonate hexahydrate (FeTos), hydrogen peroxide (33 wt% aqueous solution),
lithium perchlorate (LiClO4, 98%), ethanol and sodium
hydroxide were purchased from Sigma Aldrich and used as
received without further purication. Poly(methyl methacrylate)
(PMMA) was purchased commercially (ICI DIAKON 102) with
number average molar mass Mn ¼ 28 270, polydispersity index
PI ¼ 1.98, and glass transition temperature of approximately
112  C.
Synthesis of dened PEDOT nanostructures
Miniemulsion polymerization38 was used to synthetize PEDOT
nanoparticles. 0.2 g of EDOT was added to 40 mL of a water
solution containing 0.5 g of DBSA. The EDOT emulsion was
created by ultrasonic treatment for 10 min (1/2-inch tip, 70% of
amplitude, Branson Sonier 450). Then, a rst oxidant, 0.25 g of
iron(III) p-toluenesulfonate hexahydrate (FeTos), was added to
the emulsion. This reaction was carried out at 45  C for one
hour. Aer that, H2O2 (0.5 mL, 33 wt% aqueous solution) was
added as a second oxidizer and the reaction was kept at 45  C
for 24 hours. The dark suspension obtained was ltered several
times by using dialysis centrifuge tubes (Amicon Ultra, 3000
MWCO, Millipore) to remove the residual free surfactant.
Finally, a black powder was obtained aer freeze-drying. The
synthesis process is schematically summarized in Fig. 1a.
PEDOT-NW were synthesized by an electrochemical polymerization method in porous alumina templates (Whatman
anodisc 13) previously covered on one side with a gold layer
(thickness of 20 nm) (see Fig. 1b). A solution with 0.01 M of
EDOT and 0.1 M of LiClO4 was prepared in acetonitrile. The
electropolymerization was carried out in an IVIUM n-stat multi
potentiostat at 3 mA. The alumina template was used as the
working electrode, a platinum grid was used as a counter electrode and an Ag/AgCl electrode was used as the reference one.
Aer the reaction, the alumina template was removed by using

This journal is © The Royal Society of Chemistry 2016

Schematic representation of the synthesis of (a) PEDOT
nanoparticles (PEDOT-NP) and (b) PEDOT nanowires (PEDOT-NW).

Fig. 1

a 6 M NaOH aqueous solution. Finally, the PEDOT nanowires
were dispersed in ethanol by ultrasonic treatment in an ultrasound bath and the solvent was evaporated in vacuum conditions at room temperature.
Preparation of polymer lms
The nanocomposite lms were prepared by solution casting of
CH2Cl2 solutions containing the synthesized PEDOT nanoparticles (NP) and nanowires (NW). An amount of 5 mg of
PEDOT was added to 50 g of a solution of 1 wt% of PMMA in
CH2Cl2. The solution was sonicated in an ultrasonic bath for 20
min at room temperature and then subjected to mechanical
stirring for 2 h. The homogeneous solution was dropped on
a circular aluminum mold over a glass substrate and the solvent
was evaporated at room temperature for 48 h. Transparent
homogeneous lms were obtained of PMMA/PEDOT with 1 wt%
of PEDOT nanoparticles and nanowires.

Characterization techniques
Scanning electron microscopy (SEM) was carried on a Hitachi
4800 S microscope at an acceleration voltage of 20 kV and at
a working distance of 14 mm. The samples, placed in the
sample holder (ca. 5 cm diameter), were coated with a thin Au–
Pd layer before testing. Transmission electron microscopy
(TEM) was performed on a JEM-1010 microscope equipped with
a digital camera MegaView III, operating at an acceleration
voltage of 100 kV. Samples were prepared by drop casting on
copper grids.
Thermogravimetric analysis (TGA) was performed by using
a Setaram Setsys 16/18 TGA-ATD thermobalance. The samples
were heated in alumina pan from 30 to 1000  C at a heating rate
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of 10  C min1 under oxygen atmosphere. Sample masses
ranged from 7 to 10 mg.
Diﬀerential scanning calorimetry (DSC) was performed in
a TA Instrument Q20 equipped with a refrigerated cooling
system and nitrogen purge. Calibration was performed with
indium according with manufacturer recommended procedures. About 5–7 mg of sample was sealed in an aluminum pan
for every test. Thermal behavior was investigated by scanning
the samples from 90 to 230  C at a heating rate of 20  C min1.
A second run (to delete the thermal history) was used for the
thermal characterization of the lms. The midpoint of the heat
capacity change has been chosen to represent the glass transition temperature, Tg.
The analysis of the electrical behavior of PMMA/PEDOT
samples was carried out by using broadband dielectric relaxation spectroscopy (DRS). Isothermal relaxation spectra of
PMMA/PEDOT samples were collected by using a Novocontrol
Broadband Dielectric Spectrometer (Hundsagen, Germany)
consisting of an Alpha analyzer to carry out measurements from
5  102 to 3  106 Hz. Inert N2 atmosphere in a range of
temperatures from 20  C to 170  C was used in all experiments. The temperature was controlled by a nitrogen jet
(QUATRO from Novocontrol) with a temperature error of 0.1  C
during every single sweep in frequency. Molded disc shaped
samples of about 0.20 mm thickness and 20 mm diameter was
used. The experimental uncertainty was better than 5% in all
cases.
One of the best potential of the linear dielectric analysis is
that impedance data allow the analysis of diﬀerent processes
related to: (a) dipoles motions associated with local and cooperative micro-Brownian motions of molecular chains, (b) charge
transport across the samples and (c) the separation of charges at
the interface lead to an additional polarization. The latter can
take place at inner dielectric boundary layers (Maxwell–Wagner–Sillars polarization, MWS) and/or at the external electrodes
contacting the sample (electrode polarization, EP).39–41
By employing an alternating voltage
V(u) ¼ V0Im[exp(jut)]

s*(u) ¼ iue03*(u)

(4)

and (ii) the complex electric modulus
M*(u) ¼ 1/3*(u)

(5)

The use of the last representations is very interesting because
allow us to emphasize diﬀerent aspects of polarization and
charge transport in the tested material.40

3.

Results and discussion

The analysis of the synthesized PEDOT nanostructures was
carried out by SEM and TEM. Micrographs of the prepared
PEDOT nanoparticles (PEDOT-NP) and PEDOT nanowires
(PEDOT-NW) are presented in Fig. 2. The size of the nanoparticles is in the range 10–40 nm (Fig. 2a), while the diameter
of the nanowires was 200  1 nm, given by the pore diameter of
the alumina template (Fig. 2b). The length of the nanowires was
32  2 mm before template removal. Fig. 2b shows the wide
length distribution (4–20 mm) due to the breaks produced by the
ultrasonic treatment aer template removal.
TGA results displayed the eﬀect of the morphology of the
PEDOT nanostructures on the thermal stability of the blends.
The weight loss curve and its rst derivative for pure PMMA,
PMMA/PEDOT-NP and PMMA/PEDOT-NW samples are displayed in Fig. 3. For the three samples, a small loss of mass at
low temperatures (T < 150  C) is assigned to elimination of
water or residual solvent. The degradation of the polymer takes
place in on step, with an increase of the thermal stability upon
addition of PEDOT. The mid-point temperature (temperature at
50% mass loss) increases when compared to PMMA matrix by
31  C for the PMMA/PEDOT-NP sample and 51  C for the

(1)

where u (¼2pf) is the angular frequency of the electric eld, the
current crossing a sample sandwiched between two parallel
plane electrodes can be expressed as
i ¼ dq/dt ¼ V(u)/Z*(u)

(2)

where q is the charge of the capacitor and Z*(u) is the complex
impedance. The complex dielectric permittivity is expressed in
terms of the impedance as
3*(u) ¼ (l/A)(1/iue0Z*)

(3)

where A and l are, respectively, the area and thickness of the
sample between electrodes and e0 (¼8.854 pF m1) is the
dielectric permittivity of the empty space.
Alternative representations of the dielectric properties of the
material are: (i) the conductivity which is expressed in terms of
dielectric permittivity as
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Fig. 2 TEM micrograph of the PEDOT nanoparticles (a) and SEM
micrograph of the PEDOT nanowires (b) used in this work.
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TGA thermograms of PMMA, PEDOT and of the two analyzed
PMMA/PEDOT-NP and PMMA/PEDOT-NW blends. Inset: ﬁrst derivative weight loss thermal curves.

Fig. 3

PMMA/PEDOT-NW one (Table 1), which is in agreement with
previous observations for other PMMA nanocomposites.42
Fig. 4 exhibits the second run DSC thermograms of the pure
PMMA matrix and of the two nanocomposites (PMMA/PEDOTNP, PMMA/PEDOT-NW). According to the results, the PEDOT
morphology in PMMA/PEDOT blends aﬀects the glass transition temperature value of the samples (Table 1). A Tg of 113  C
was observed for the PMMA matrix. The addition of 1 wt% of
PEDOT-NP to the PMMA caused only a very small increase in the
Tg (2  C). In contrast, an opposite eﬀect (decrease of 5  C) was
observed upon addition of 1 wt% of PEDOT-NW to PMMA. The
decrease suggests that the NW morphology produces a slight
plasticizing eﬀect.
In order to study how the PEDOT morphology aﬀects the
conductive properties of the PMMA/PEDOT blends an analysis
of the dielectric response of the pure and blend samples was
carried out. One attractive feature of dielectric spectroscopy lies
in the direct correlation between the response of a real system
and an idealized model circuit composed of discrete electrical
components (resistors and capacitors). In this sense, the
equivalent circuit modeling the complex impedance in the
frequency domain is made up of a constant phase element
(CPE) of admittance Y*(u) ¼ Y0(ju)a (0 < a # 1), in parallel with
a polarization resistance Rp. Phenomenologically, a resistance
Rp is taken to represent the dissipative component of the
dielectric response, while the CPE describe the storage
component.43
The Cole–Cole impedance plots at several temperatures for
the PMMA and the two PMMA/PEDOT blends are presented in
Fig. 5. The plots are arcs, nearly semicircles, that intersect the

Fig. 4 Diﬀerential scanning calorimetry (DSC) curves of the PMMA
and the two PMMA/PEDOT-y polymer blends (y ¼ NP and NW)
analyzed. Data are vertically shifted for a better visualization.

abscissa axis at the extreme frequencies in such a way that Z0 (N)
¼ 0 and Z0 (0) ¼ Rp, being Rp the polarization resistance. A strong
decrease of the last parameter with increasing temperature is
observed for the three samples. Additionally, we also observe
a signicant decrease of the polarization resistance to conduction charges transport across the sample with the addition of a 1
wt% of PEDOT-NW.
Fig. 6 presents the real (30 ) and the imaginary (300 ) parts of the
complex dielectric permittivity, at room temperature and at 100

C, recorded for PMMA and for the polymer blends. The results
demonstrate a clear inuence of the morphology of the PEDOT
in the values of the complex dielectric permittivity. Fig. 6a gives
an increase in the dielectric constant 30 at all the studied
frequencies when PEDOT is added to the PMMA matrix, being
this increase signicantly higher with the addition of nanowires
when comparing to nanoparticles. In all cases a decrease of 30
with the frequency, attributed to the electrical relaxation
processes and a nearly frequency independent behavior above
10 kHz are observed. Besides that, at low frequencies, a signicant increase of 30 takes place in the PMMA/PEDOT-NW sample.
This upturn can be attributed to the charge accumulation at the
interface between electrode and the PMMA/PEDOT-NW blend
(material-electrode polarization mechanism, EP).
Fig. 6b plots the dielectric loss factor (300 ) recorded as
a function of frequency for pure PMMA and blends. The low
frequency dielectric dispersion occurs due to the electrode
polarization and ionic conduction phenomena. However, the
high frequency dielectric dispersion corresponds to the
molecular reorientation dynamics and to intramolecular group
rotations. At 100  C, the denition of the peak related to the last

Table 1 Glass transition temperature (Tg), mid-point temperature (T50%), resistivity values at 100  C (rdc) and activation energy of the conductivity
process (Eas) of PMMA and PMMA/PEDOT-y (y ¼ NW and NP) samples

Tg ( C)
T50% ( C)
Eas (kJ mol1)
rdc (U m) at 100  C

PMMA

PMMA/PEDOT-NP

PMMA/PEDOT-NW

113
318
145.5  1.4
3.18  1010

115
349
128.3  1.8
5.78  109

108
369
123.4  1.1
1.64  106
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To evaluate the bulk conductive process, the experimental
data were plotted in terms of s*(u). The ac (alternating current)
conductivity isotherms corresponding to high temperatures
exhibit a plateau in the low frequency region, reecting
a frequency independent conductivity, i.e., dc conductivity, as
Fig. 7 shows. The frequency range covered by the plateau
increases with temperature. On the other hand, the isotherms
exhibit dispersion in the high frequency region. Thus, the
behavior of sac follows the Jonscher power law,44,45
s(u) ¼ sdc + Aun

Fig. 5 Cole–Cole impedance plots, at several temperatures for (a)
PMMA, (b) PMMA/PEDOT-NP and (c) PMMA/PEDOT-NW.

(6)

where sdc is the dc conductivity (frequency independent plateau
in the low frequency region), A is the pre-exponential factor and
n is the fractional exponent between 0 and 1. The eﬀect of
electrode polarization (EP) is evidenced in the low frequency
region by a small deviation of sdc (plateau region) value in the
conductivity spectrum and by the increase in the imaginary
conductivity (inset Fig. 7). As the temperature increases, EP
phenomena become more prominent and thus the plateau
region shis to high frequency values. The last phenomenon is
specially dened for the PMMA/PEDOT-NW sample.
These data were converted into complex electric modulus
M* to study the conduction process in more detail.46 For the
PMMA and PMMA/PEDOT-NP systems two well-dened
processes are observed in the frequency dependence of M00 ¼
300 /(30 2 + 300 2) (see Fig. 8). They are separated in the frequency
range through almost three decades. However, both processes
become closely overlapped for the PMMA/PEDOT-NW blend.
The low frequency peak is associated to the conductivity
process, whereas the high frequency one is associated to
dipolar processes. The conductivity process appears at higher
frequencies (lower times) for the two composites tested.
However, the displacement for the PEDOT-NW is considerably
higher. In the latter case, both dipolar and conductive
processes appear closely overlapping.
The resistivity values rdc (U m) ¼ 1/sdc obtained at 100  C
from the plateau at low frequencies in the s0 vs. f plot were: 3.18
p1010 (PMMA), 5.78  109 (PMMA-PEDOT-NP) and 1.64  106
(PMMA-PEDOT-NW). These values show a signicant reduction

Fig. 6 Frequency dependence of the real and imaginary part of the
dielectric permittivity at 25  C (open symbols) and at 100  C (full
symbols) for PMMA (circle), PMMA/PEDOT-NP (square) and PMMA/
PEDOT-NW (triangle).

dipolar process corresponding to the PMMA and PMMA/
PEDOT-NP samples is nearly the same. A slight shi to higher
frequencies in the last case indicates a decrease of the characteristic relaxation time. For PMMA/PEDOT-NW sample it is
interesting to note that the dipolar relaxation cannot be easily
observed due to the signicant increase of the loss permittivity
when frequency decreases. This increase indicates that the
conductivity contributions (combination of the bulk conduction and interfacial polarizations eﬀects) are dominant in the
dielectric response.

62028 | RSC Adv., 2016, 6, 62024–62030

Fig. 7 Frequency dependence of the real part of the conductivity at
room temperature (open symbols) and at 100  C (full symbols) for
PMMA and PMMA/PEDOT-NP PMMA/PEDOT-NW blends. Inset:
frequency dependence of the imaginary part of the conductivity at 100

C.
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4. Conclusions

Fig. 8 Frequency dependence of the M0 (open symbols) and M00 (full
symbols) for PMMA (circle), PMMA/PEDOT-NP (square) and PMMA/
PEDOT-NW (triangle) at 100  C.

PEDOT nanoparticles and nanowires with well-dened structure were synthesized by miniemulsion and electrochemical
polymerization, respectively. PMMA polymer blends containing
small concentrations (1% wt) of these dened PEDOT nanostructures were prepared via the solution-casting method. We
demonstrate that the morphology of the PEDOT nanostructures
inuences the properties of the corresponding PMMA/PEDOT
blends.
An improving of the thermal stability is produced upon
addition of the PEDOT nanostructures in the PMMA matrix,
being higher for the case of the nanowires, as demonstrated by
TGA. The glass transition temperature, determined by DSC,
exhibited a slight increase with the incorporation PEDOT
nanoparticles and a decrease of 5  C with the incorporation of
the nanowires.
Broadband DRS was used as a tool to study the full range of
molecular motions of the PMMA in the presence of the PEDOT.
The incorporation of the PEDOT nanostructures in the PMMA
matrix resulted in a signicant increase in the dielectric
permittivity and conductivity. These results indicate that
PEDOT nanostructures are potentially interesting materials for
the enhancement of conductive polymer properties, especially
in the case of the nanowire morphology.
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