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Abstract
Fuel lubricity prevents wear between metallic parts in relative motion inside the injection system of combustion engines.
Among diesel fuels, paraffinic (gas-to-liquid or hydrotreated oils) and biodiesel (methyl esters) fuels are emerging since
some of them are renewable and, in the case of paraffinic fuels, present excellent properties that can be exploited in
compression ignition engines. However, the lubricant properties of raw paraffinic fuels are poor. This work explores the
potential of individual methyl esters, found in different biodiesel fuels derived from a wide variety of sources, as lubricity
additives for paraffinic fuels. Blends at 1% and 2% ester content in a surrogate of paraffinic fuel were tested under the
standardized high-frequency reciprocating rig test for lubricity determination. Results confirm the extremely poor lubri-
city of the surrogate and that the wear scar diameter measured (the higher this, the lower the fuel lubricity) can be sig-
nificantly reduced with any of the tested esters just at 1% concentration. Higher ester concentration (2%) does not
always improve the lubricity further. The number of double bonds in the ester was revealed very significant, but to boost
the lubricity of the blend and fulfill the limits set in fuel quality standards, two or more polyunsaturated esters are
necessary.
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Introduction

Fuel lubricity is defined as the ability of a fuel to reduce
friction between two surfaces in relative motion,1 there-
fore reducing wear and scuffing.2 Diesel fuel pumps
(single-cylinder, inline, and rotary types) and fuel injec-
tors rely entirely on the fuel for ensuring correct lubri-
cation. This is more critical in rotary pumps3 and in
high-injection pressure systems, such as common-rail
systems, because of the finer mechanical tolerances
allowed, and in highly loaded engines (such as those
built under the ‘‘downsizing’’ concept) and engines with
several injection events per cycle. In current gasoline
engines, which have evolved toward direct injection
(gasoline direct injection (GDI)) and higher injection

pressures than before, the fuel lubricity is becoming
essential as well. Apart from the automotive sector,
these lubricity features may be extended to marine and
aviation engines, as reported in Anastopoulos et al.4,5
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Automotive engine damages and injection pump
failures, all related to insufficient lubricity, were mas-
sive in the 1990s, coinciding with the removal of sulfur
in fuels to avoid poisoning after-treatment catalysts.
This unexpected effect of sulfur-removal was mani-
fested earlier in the 1960s in aviation turbines.6 Hydro-
treating, the chemical process used in refineries for this
task, also eliminates much of the naturally contained
high-lubricant hydrocarbons present in crude oil diesel
cuts, such as nitrogen and oxygen polyaromatic hydro-
carbons (PAHs). The lubricity loss must be compen-
sated by the addition of lubricating additives but
ensuring the proper lubricant properties is increasingly
complex due to the number of fuels in the market. This
is because the pool of fuels and fuel components avail-
able or shortly expected in the market is spreading to
accomplish the ambitious targets set for penetration of
renewable sources in transport (see the proposal for a
Directive on the promotion and use of renewable
energy,7 in Europe, or the Renewable Fuel Standard
Program,8 in the United States).

As a result, these and other regulations have encour-
aged the use of biodiesel fuels for compression ignition
(CI) engines all over the world. Other less-known fuels,
such as gas-to-liquid (GTL), a highly paraffinic hydrocar-
bon mixture produced from natural gas (then non-renew-
able) through a Fischer–Tropsch process, possess some
inherent high-quality properties, mainly a high cetane
number, that may be exploited in existing engine calibra-
tions to achieve cleaner combustion modes. Current GTL
prices are not competitive, but investments and technol-
ogy improvements are dropping the costs quickly.9

On the properties side, the main handicap for GTL
is its poor lubricity compared to fossil diesel due to the
null aromaticity, and some authors have focused their
research to find a solution via additives.10,11 Also, the
GTL production reactions can be adjusted to yield lon-
ger alkanes, which are characterized by a better lubri-
cant capacity,12 but at the expense of worsening the
cold flow properties. Contrarily to GTL, esters (the
components of biodiesel fuels), as other fatty acid com-
pounds, are magnificent lubricants since it possesses a
polar end in their molecule which is adsorbed on sur-
faces and a long non-polar chain that provides a thin
liquid film that prevents wear. Biodiesel lubricity has
been investigated in many publications, either neat13 or
blended14,15 with fossil diesel fuel but not with paraffi-
nic fuels as it is evaluated in the present work. In
biodiesel–diesel blends, the results confirm that biodie-
sel contents lower than 2% improve lubricity sharply,
while the remaining contents do not contribute signifi-
cantly.16 Lubricity improvement was higher when no
neat methyl esters but actual biodiesel fuels were added
into diesel, which may be interpreted as minor biodiesel
constituents (free fatty acids, glycerin, glycerides) hav-
ing an additional benefit in lubricity.17

Under this context, GTL fuels additivated with bio-
diesel emerge as an option to keep the outstanding die-
sel properties of paraffinic fuels while the biodiesel
content enhances the lubricity of the final blend. This
work examines the lubricity of a surrogate of paraffinic
fuel, designed to mimic the properties of a commercial
GTL, and blends of this with pure methyl esters at low
content. Among the esters, those present in the ester
profile of biodiesel fuels from waste sources or sources
not adequate for food markets have been included, as
these feedstocks, which are more uncommon in litera-
ture, are being encouraged by authorities for biodiesel
production in detriment of conventional ones. GTL
blending with pure esters rather than biodiesel fuels
allows to isolate the effect of each ester (therefore infer-
ring the effect of key molecule characteristics such as
the chain length and the unsaturation level of the ester)
and to avoid the effect of minor contaminants typically
existing in commercial biodiesel fuels (glycerides, gly-
cerol, acids). This approach will confirm whether a suf-
ficient lubricant capacity may be achieved with a
balance of saturated, monounsaturated and polyunsa-
turated methyl esters, as some authors have
suggested.14

Experimental and fuel samples

High-frequency reciprocating rig (HFRR) tests were
performed to evaluate the lubricity of the fuel samples,
following the European Standard EN ISO 12156-
1:2016. HFRR method is used worldwide and preferred
over other methods (scuffing load ball-on-cylinder
lubricity evaluator (SLBOCLE)) as it can discriminate
better between two samples with different lubricity val-
ues.3 Compared to the former version (EN ISO 12156-
1:2007), the new one reduces the ambient temperature
and humidity range allowed to perform the test, which
in practice makes recommendable the use of a climatic
chamber. Figure 1 illustrates the range for ambient
conditions permitted in the past and the present version
of the Standard, along with the average values attained
during the tests carried out in this work.

To perform a test, the fuel sample is heated up to
60�C and creates a film between a steel ball and a steel
disk. As illustrated in Figure 2, a vibrator arm loaded
with a 200 g weight maintains the contact between ball
and disk during the test (75-min duration) and causes a
wear scar on the ball. This scar is later measured in a
stereomicroscope Optika SZR1 equipped with 1003

magnification and the WSD (wear scar diameter) is cal-
culated as the arithmetic average of the scar length in
the axis parallel and perpendicular to the displacement
of the ball.

The HFRR equipment was located inside a climatic
chamber from PCS Instruments, where temperature
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was kept at 22�C–24�C. A supersaturated dilution of
potassium carbonate in deionized water was employed
in the chamber to maintain the humidity at around
43%.18 As shown in Figure 1, the ambient
temperature–humidity variation during these tests was
narrower than permitted in the Standard, which elimi-
nates the uncertainty that different ambient conditions
would add to the results (it has been confirmed12 the
effect of ambient humidity on the WSD).

Samples of the pure methyl esters (100mg each) that
are listed in Table 1 were purchased from Sigma-
Aldrich, all having a purity higher than 99%. Some of
the esters (myristic, palmitic, stearic, and oleic) are
present in significant concentrations in conventional
vegetable oils (soybean, palm, rapeseed) and animal
fats that have been used as biodiesel sources for long.
Other esters are only at minor concentrations in these
sources, but they are present in non-conventional
sources (jatropha oil, fish oil, algae, some wastes) that
will benefit from current enhancing politics that pursue
the use of sustainable sources that do not interfere with
the food market. For example, fish oil is rich in

palmitoleic (15%–20%) and docosahexanoic
(5%–25%) acids,19–24 while fish fat presents erucic and
eicosenoic acids as well.19,25 Algae may show higher
concentrations of palmitic and linolenic acids than tra-
ditional biodiesel sources, and significant amounts of
highly polyunsaturated acids, such as docosahexanoic
acid.26–29 Biodiesel from larvae of black soldier fly, a
fat-containing insect, presents 15%–35% of palmitoleic
ester.30–32 Finally, non-traditional vegetable oils also
possess some of these esters, such as lunaria oil
(erucic and nervonic),33 jojoba oil (eicosenoic),34 sabah
yellow durian (linolelaidic and palmitoleic)35 or
Umbelliferae, Araliaceae, and Garryaceae species
(petroselinic).36

GTL fuels are liquid fuels produced from natural gas
through a Fischer–Tropsch process, followed by an up-
grading that is mainly by isomerization.37 As a result,
the final product is composed of linear and branched
paraffins, which are responsible for their very high
cetane number. Thus, a purely paraffinic surrogate
blend containing 87% (v/v) n-hexadecane (linear paraf-
fin) and 13% (v/v) iso-cetane (branched paraffin) was
used as the base fuel (BF) in this study. These two com-
ponents at such concentrations mimic the properties
and the composition of a commercial GTL fuel that has
been used in other works of this research group38 (see
Table 2). This fuel could not be used in the present
work since lubricity enhancers were added in origin for
commercial purposes, as it is inferred from the WSD,
211mm, shown in Table 2.

All blends described next were prepared using micro-
syringes to accurately dose the esters in the BF and a

Figure 1. Ambient conditions (temperature, humidity) allowed
in EN 12156-1 and attained during this work.

Figure 2. HFRR equipment.
HFRR: high-frequency reciprocating rig.

Table 1. Methyl esters used in the work.

Methyl ester Molecular
formula

Molecular
weight
(g/mol)

Denomination

Caproic C7H14O2 130 C6:0
Myristic C15H30O2 242 C14:0
Palmitic C17H34O2 270 C16:0
Stearic C19H38O2 298 C18:0
Arachidic C21H42O2 326 C20:0
Behenic C23H46O2 354 C22:0
Lignoceric C25H50O2 382 C24:0
Myristoleic C15H28O2 240 C14:1
Palmitoleic C17H32O2 268 C16:1
Oleic C19H36O2 296 C18:1v9
Elaidic C18:1v9t
Petroselinic C18:1v12
Vaccenic C18:1v7
Linolelaidic C19H34O2 294 C18:2t
Eicosenoic C21H40O2 324 C20:1
Arachidonic C21H34O2 318 C20:4
Erucic C23H44O2 352 C22:1
Docosahexaenoic C23H34O2 342 C22:6
Nervonic C25H48O2 380 C24:1
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scale (1mg resolution) to read the mass. Micro-syringes
were disposed after the first use to avoid contamination
of the samples. Between tests, all the components were
submerged for 10min into ultrasonic-baths using
toluene and a final cleaning bath with acetone.

Test design

Three packages of experimental tests were designed by
adding methyl esters into the surrogate GTL fuel. The
goals were (1) to determine the effect of the sample vol-
ume, (2) to explore the effect of the main parameters of
the tested esters (i.e. the chain length and the unsatura-
tion level, and (3) to investigate whether the double
bond characteristics (i.e. location and configuration)
alter the lubricity.

The first package was intended to check the repeat-
ability of the procedure and the equipment and to
determine the minimum sample volume needed to per-
form a lubricity test satisfactorily. For this, two fuels
(the BF and a 1% (m/m) oleic methyl ester blended in
the BF) and three volumes (2, 1.5, and 1mL) were
selected. A volume of 2mL is required in the lubricity
European Standard, while 1.5 and 1mL were chosen to
check if it were possible to reduce the sample volume
without affecting the results. Three repetitions of each
test were executed.

The second package aims to evaluate the effect of
the ester chain length and the saturation level on the
lubricant properties of the esters when blended at 1%
(m/m) in the BF. Based on the conclusions of the first
package (see ‘‘Results’’ section), sample volume was
fixed at 1mL and three repetitions were planned. For
some esters, blends at 2% ester content were also tested
to explore the effect of the concentration. Larger ester
contents were discarded as they are not typical of fuel
additives.

In the last package, four different isomers of C18:1
were blended at 1% in the BF to study the effect of the
location and configuration of the double bond. These
methyl esters were (1) oleic (C18:1v9), which is the
most typical in most vegetable oils and fat sources from
all C18:1 and presents its double bond in the center of

the molecule; (2) petroselinic (C18:1v12) and (3) vacce-
nic (C18:1v7), where the double bond is moved toward
one of the two ends of the molecule; and (4) elaidic
(C18:1v9t), with the double bond at the same position
than oleic by the trans-configuration. Both location
and configuration of double bonds are parameters that
may change from one biodiesel fuel to another and that
could affect the characteristics of the liquid film that
prevents wear in the metallic surfaces. The first (loca-
tion) depends on the source for biodiesel production,
as already described, while the second (configuration)
changes with some chemical and physical processes
applied to biodiesel to improve its fuel properties, such
as hydrogenation.39

Results

The results of the first package of tests are represented
in Figure 3, where the error bars correspond to the
95% confidence interval. For both fuels tested, it is
observed that the sample volume does not affect the
value of the WSD or the comparison between fuels
(within the volume range evaluated). Therefore, a vol-
ume of 1mL was selected for the following test
packages, as the available quantity of esters was very
limited and higher volumes could compromise the
number of tests if additional repetitions were needed.

Table 2. Properties of a commercial GTL fuel38 and the surrogate used as base fuel in this work.

Test method GTL commercial fuel Base fuel (this work)

Molecular formula C16.89H36.26 C16H34

Molecular weight (g/mol) 238.9 226.4
Density at 15�C (g/mL) EN ISO 3675 0.771 0.776
Viscosity at 40�C (cSt) EN ISO 3104 2.57 2.878
WSD (mm) EN ISO 12156-1 211 592
Cetane number EN ISO 16715 89 89
Lower heating value (MJ/kg) ASTM D3338 44.03 44.25

GTL: gas-to-liquid; WSD: wear scar diameter.

Figure 3. Effect of the sample volume.
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The largest error bar in Figure 3 was lower than
10mm, well below the maximum deviation admitted in
the test standard (up to 50mm is admitted in one in 20
cases). In terms of test repeatability, this result con-
firms that three repetitions are enough to discriminate
results. These conclusions are not expected to change if
other samples from Table 1, different from the BF and
1% oleic methyl ester, had been selected for this test.
However, for more volatile fuels such as alcohols and
alcohol-containing fuels (e-diesel), higher volumes may
be imperative since sample temperature is raised up to
60�C for the test.

The effect of the ester chain length, evaluated in the
second package of tests, is shown in Figure 4 for blends
of saturated methyl esters in the BF, at 1% and 2%
ester content. For a reference, a line indicating the
lubricity of the BF in the absence of additives has been
drawn in the figure. All blends showed a noticeable
lubricity improvement compared to the BF, despite the
low ester contents tested. In general, there is a decrease
of the WSD when the chain length of the ester
increases. Results with neat esters and esters blended in
regular diesel fuels40 showed similar trends; therefore,
this effect of the chain length is now validated for ester-
additivated paraffinic fuels.

Nevertheless, the lubricity gain with longer ester
chains was not uniform along the whole range evalu-
ated. While lubricity of the blends improved with lon-
ger ester chain lengths up to that of palmitic ester
(C16:0), there was no further improvement thereinafter.
This result suggests that better lubricity is expected if
GTL fuels are additivated with palmitic-rich biodiesel
(such as palm oil-derived biodiesel) rather than with
other saturated biodiesel rich in shorter esters, such as
coconut-derived biodiesel (rich in lauric ester, C12:0).
But, compared to palm oil biodiesel, no additional ben-
efit is anticipated if saturated sources rich in stearic
(and longer) ester (C18:0), such as animal fat biodiesel,
are used as lubricity additives.

For the palmitic ester (C16:0) at 1% content,
Figure 4 evidences a sharp increase of the lubricant
capacity compared to the immediate shorter ester,
C14:0. Though the reasons for this sudden improve-
ment at low content are not documented, other authors
have found a marked good lubricity for C16:0 com-
pared to esters quite similar in carbon chain.40

In general, lubricity results were better for an ester
content of 2% compared to 1% (Figure 4). The benefit
of increasing the ester concentration is more evident for
shorter esters (C6:0 and C14:0). Moreover, in the range
of C16:0 to C20:0, the error bars of the two ester con-
tent lines overlap; therefore, there is no evidence for
these esters that adding ester in more than 1% will
improve the lubricant capacity of the blend. This beha-
vior is typical in those properties that change in a
strongly non-linear manner, as it is the case of lubricity.
In such properties, once a threshold of concentration is
reached, the value of the property remains constant or
the change is only minor. The results in Figure 4 indi-
cate that the content threshold for lubricity depends on
the type of ester, being around 2% for C16:0 to C20:0,
but higher than 2% for shorter esters.

The effect of the unsaturation (i.e. the number to
double bonds) level of the esters is presented in
Figure 5 for a fixed ester content of 1% in the BF. For
all five chain lengths represented in the figure, the pres-
ence of a first double bond in the ester molecule did
not contribute to the lubricity capacity of the blend
(for 14 and 16 carbon atoms), or even reduced it (for
18–22 carbon atoms). Data published by Knothe
et al.41 and Lapuerta et al.42 for pure methyl and ethyl
esters, respectively, revealed that the first double bond
did increase slightly the lubricity of the ester, but the
results in the present work prove that this trend is not
maintained when the esters are additivated into paraffi-
nic fuels. This finding has serious consequences for
practical blends of GTL with biodiesel fuels: oleic
ester (C18:1), a major component of virtually all

Figure 4. Effect of the chain length and ester content for
saturated methyl esters blended in base fuel.

Figure 5. Effect of the unsaturation level of methyl esters
blended in base fuel at 1%.
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conventional biodiesel sources, and erucic ester
(C22:1), the main unsaturated ester present in same
rapeseed species, are detrimental for lubricity of the
blend.

For higher numbers of double bonds in the ester (i.e.
polyunsaturated esters), Figure 5 shows a strong
improvement of the lubricity of the blend, which is now
in agreement with the most reported trend for pure
methyl esters.41 Even more, just 1% of any of the three
polyunsaturated esters in the BF was enough to fulfill
the limit of 460mm maximum set in EN-590 (quality
European standard for diesel) and EN-15940 (for par-
affinic synthetic fuels). This result highlights the poten-
tial of non-conventional biodiesel sources as additive
improvers, such as fish oil (rich in C22:6) and, espe-
cially, algae (rich in both C20:4 and C22:6). Biodiesel
from algae is receiving attention recently since the
European authorities specially encouraged the use of
algae cultivated in bioreactors as a source of advanced
biodiesel.43 Meanwhile, the production of algae has
been proved to be economically and ecologically
sustainable.44

Finally, the third package of test pointed to the
effect of the location of the double bond and its cis-/
trans-configuration (Figure 6) for a fixed carbon chain
length and unsaturation level (C18:1) of the ester
blended at 1% in BF. The mean values indicate that
this effect is the weakest of all the effects evaluated in
this work. The lubricity of the blend is only slightly
worse (higher wear diameter) when the double bond of
the ester is at the center in the molecule and improves
when the bond moves toward either end. Nevertheless,
the differences observed fell into the confidence bars;
thus, for this specific combination of ester chain length,
unsaturation level, and content in the blend, it is not
possible to conclude that this effect is significant. The
same has been reported elsewhere45 for several C18:2
esters. From a chemical basis, the location of the dou-
ble bond modifies the symmetry and the polarity of the

molecule, which is more pronounced for shorter mole-
cules. Therefore, the position of the double bond/s in
shorter esters could possibly exert some influence on
the lubricity.

Regarding the cis- or trans-configuration, the results
in Figure 6 show that there is no influence at all on the
lubricity of the blends. Again, it is not possible to dis-
card some influence if shorter ester molecules were used
instead.

Conclusion

The work presented has proved the potential of com-
bining biodiesel and paraffinic fuels for use as blend in
diesel vehicles. The poor lubricant properties of raw
paraffinic formulations can be satisfactorily compen-
sated with the addition of methyl esters (biodiesel) at
very low concentrations. Based on the results on spe-
cific methyl esters, some recommendations are drafted
on how to select the biodiesel sources and blend
content:

� Among all the tested esters, the highly unsatu-
rated ones showed the most promising results.
When 1% of these esters were added into the
base paraffinic fuel, the WSD was reduced by
30% compared to the BF case (from 595 to
430mm, approximately), a reduction that is
enough to meet the current limit set in European
standards for quality of both automotive and
paraffinic fuels.

� Based on the former, biodiesel sources such as
fish oil and algae are suggested here as there is
significant presence of unsaturated esters in their
ester profiles. Since these sources have no use in
food markets, they are pointed out by regula-
tions for production of advanced biofuels, which
are being encouraged recently.

� Regarding the biodiesel content, 1% was ade-
quate in almost all tests to achieve, or at least get
close to, the limit set in the standards. Real bio-
diesel fuels are expected to behave even better
than the pure methyl esters tested here, because
the presence of minor concentrations of other
compounds (glycerol, glycerides), inherent to all
biodiesel fuels, has positive effects on lubrication
capacity. Just in the case of shorter esters (lower
than 16C atoms), higher biodiesel content, prob-
ably at or around 2%, is recommended.
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Figure 6. Effect of the double bond position in C18:1 methyl
esters blended in base fuel at 1%.
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22. Üstün G, Akova A and Dandik L. Oil content and fatty

acid composition of commercially important Turkish fish

species. J Am Oil Chem Soc 1996; 73: 389–391.
23. Noriega JA, Ortega J, Angulo O, et al. Oil production

from sardine (sardinops sagax caerulea). CYTA-J Food

2009; 7: 173–179.
24. Suseno SH, Saraswati SH and Izaki AF. Fatty acid com-

position of some potential fish oil from production cen-
ters in Indonesia. Orient J Chem 2014; 30: 975–980.

25. Lambersten G. Fatty acid compositions of fish fats.

Comparisons based on eight fatty acids. Fisk Dir Skr Ser

Ern@O ring 1977; 1: 105–116.
26. Volkman JK, Jeffrey SW, Nichols PD, et al. Fatty acid

and lipid composition of 10 species of microalgae used in

mariculture. J Exp Mar Biol Ecol 1989; 128: 219–240.
27. Stansell GR, Gray VM and Sym SD. Microalgal fatty

acid composition: implications for biodiesel quality.

J Appl Phycol 2012; 24: 791–801.
28. Lang I, Hodac L, Friedl T, et al. Fatty acid profiles and

their distribution patterns in microalgae: a comprehensive

analysis of more than 2000 strains from the SAG culture

collection. BMC Plant Biol 2011; 11: 124.
29. Furlán VJM, Maus V, Batista I, et al. Production of doc-

osahexaenoic acid by Aurantiochytrium sp. ATCC PRA-

276. Braz J Microbiol 2017; 48: 359–365.

Rodrı́guez-Fernández et al. 7

https://orcid.org/0000-0002-8380-5351
https://orcid.org/0000-0002-8380-5351
https://orcid.org/0000-0003-0692-3917
https://orcid.org/0000-0003-0692-3917
https://www.intechopen.com/books/new-advances-in-vehicular-technology-and-automotive-engineering/lubricating-aspects-of-automotive-fuels
https://www.intechopen.com/books/new-advances-in-vehicular-technology-and-automotive-engineering/lubricating-aspects-of-automotive-fuels
https://www.intechopen.com/books/new-advances-in-vehicular-technology-and-automotive-engineering/lubricating-aspects-of-automotive-fuels
http://eur-lex.europa.eu/resource.html?uri=cellar:3eb9ae57-faa6-11e6-8a35-01aa75ed71a1.0007.02/DOC_1&format=PDF
http://eur-lex.europa.eu/resource.html?uri=cellar:3eb9ae57-faa6-11e6-8a35-01aa75ed71a1.0007.02/DOC_1&format=PDF
http://eur-lex.europa.eu/resource.html?uri=cellar:3eb9ae57-faa6-11e6-8a35-01aa75ed71a1.0007.02/DOC_1&format=PDF
https://www.gpo.gov/fdsys/pkg/FR-2017-12-12/pdf/2017-26426.pdf
https://www.gpo.gov/fdsys/pkg/FR-2017-12-12/pdf/2017-26426.pdf
https://www.aiche.org/conferences/aiche-spring-meeting-and-global-congress-on-process-safety/2018/proceeding/paper/149c-enhancing-lubricity-gas-liquid-gtl-paraffinic-kerosene-using-additives-and-optimizing-fueltms
https://www.aiche.org/conferences/aiche-spring-meeting-and-global-congress-on-process-safety/2018/proceeding/paper/149c-enhancing-lubricity-gas-liquid-gtl-paraffinic-kerosene-using-additives-and-optimizing-fueltms
https://www.aiche.org/conferences/aiche-spring-meeting-and-global-congress-on-process-safety/2018/proceeding/paper/149c-enhancing-lubricity-gas-liquid-gtl-paraffinic-kerosene-using-additives-and-optimizing-fueltms
https://www.aiche.org/conferences/aiche-spring-meeting-and-global-congress-on-process-safety/2018/proceeding/paper/149c-enhancing-lubricity-gas-liquid-gtl-paraffinic-kerosene-using-additives-and-optimizing-fueltms
https://www.aiche.org/conferences/aiche-spring-meeting-and-global-congress-on-process-safety/2018/proceeding/paper/149c-enhancing-lubricity-gas-liquid-gtl-paraffinic-kerosene-using-additives-and-optimizing-fueltms


30. Zi-zhe C, De-po Y, Sheng-qing W, et al. Conversion of
poultry manure to biodiesel, a practical method of pro-
ducing fatty acid methyl esters via housefly (Musca

domestica L.) larval lipid. Fuel 2017; 210: 463–471.
31. Hussein M, Pillai VV, Goddard JM, et al. Sustainable

production of housefly (Musca domestica) larvae as a
protein-rich feed ingredient by utilizing cattle manure.
PLoS ONE 2017; 12: e0171708.

32. Pretorius Q. The evaluation of larvae of Musca domestica

(common house fly) as protein source for broiler produc-

tion. Master’s Thesis, Stellenbosch University, Stellen-
bosch, South Africa, 2011.

33. Dodos GS, Karonis D, Zannikos F, et al. Renewable
fuels and lubricants from Lunaria annua L. Ind Crop Prod

2015; 75: 43–50.
34. Miwa TK. Jojoba oil wax esters and derived fatty acids

and alcohols: gas chromatographic analyses. J Amer Oil

Chem Soc 1971; 48: 259–264.
35. Nasaruddin MH, Noor NQIM and Mamat H. Proximate

and fatty acid composition of Sabah Yellow Durian
(Durio graveolens). Sains Malays 2013; 42: 1283–1288.

36. Kleiman R and Spencer GF. Search for new industrial
oils: XVI. Umbelliflorae—seed oils rich in petroselinic
acid. J Amer Oil Chem Soc 1982; 59: 29–38.

37. Gill SS, Tsolakis A, Dearn KD, et al. Combustion char-
acteristics and emissions of Fischer–Tropsch diesel fuels
in IC engines. Prog Energ Combust 2011; 37: 503–523.

38. Rodrı́guez-Fernández J, Lapuerta M and Sánchez-Valde-
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